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APPENDICES





Appendix 1

DESCRIPTION OF 
TOMB INVENTORIES

The tomb groups that are known from the Tsountas report and which could be recon-
structed from the information in the catalogues of the various museums are presented in
this chapter. Whenever available, details about the specific tomb is presented. Each of
the objects is described in detail so that full appreciation can be gained of the characteris-

tics of both the individual objects and their associations. The objects are arranged according to
the kinds of material used for their manufacture. Within each kind of material the individual
objects are arranged according to their inventory numbers with the objects in the National
Museum in Athens preceeding those in the Archaeological Museum in Ermoupolis. Objects
from Chalandriani in other museums have no exact provenance regarding the tomb group they
once belonged to. They are therefore described in the next appendix. In a few cases an object
could not be located in the collection of the National Archaeological Museum during my study
visits. Although their existence in the museum was assured through an entry in the inventory
book, their present location is unkown. Besides the information mentioned in the inventory
entry no further details are available at present for these items. Another group of objects are only
known from tomb inventories described by Tsountas in his published report. These objects
could not be firmly linked to any object listed in the entries of either museum. Unless additional
information is found no match will be possible between the Tsountas’ description and entries in
these museum inventories. In most cases these objects are vases of unspecified type, and were
probably plain bowls or conical cups of which more examples are counted by Tsountas in his
numerical summary than were found in reconstructed tomb inventories from museum inven-
tories. A large number of these two types of pottery were transferred to Syros in 1971. In a
number of cases, individual objects of this kind could however be linked to certain inventory
numbers on account of the fact that the description (especially the dimensions) in the entry of
the inventory matched the description of an object made during my visits to the museums.
Although a firm connection between object and current inventory number was not possible, it
seems more than likely several of these objects can thus be identified.



APPENDIX 1

202

The majority of the tomb inventories described below were excavated by Tsountas in the
summer of 1898. Unless stated otherwise the contents of tombs described below are from his
excavations. Details about the different tomb inventories are not available for the excavations by
Papadopoulos and Stephanos in 1861 and 1870. Two later excavators, Bosanquet and Doumas
have published their findings with details about the objects and their associations. These are
presented at the end of this chapter.

The format of the descriptions follows a fixed standard. The first line contains a catalogue
number of the object, followed by the inventory number and museum collection in parentheses
and a general description of the kind of object. The different museums are indicated by abbrevi-
ations: Syros stands for the Archaeological Museum in Ermoupolis (Syros), NAM stands for the
National Archaeological Museum in Athens. The second line in the description format mentions
the dimensions (in meters) of the objects. The third line contains information on the material of
which the object was made. For pottery, Munsell color codes are mentioned between parenthe-
ses. Following this is a description of the shape, and if present the character, technique and
arrangement of the decorations. When the object was published in previous studies these are
mentioned at the end.

1.1. Exacavtions Tsountas

TOMB 3

1 (Syros 506) BOWL (fig. 45)
H 0.058; Diam rim 0.133; Diam base 0.009
Medium, reddish-yellow fabric (7.5 YR 6/6) with
similar core, smoothed surface. Intact, with few
chips at the rim. Body slightly off-centred. 
Small circular depression at base, hemispherical body
with straight upright upper wall and rim, rounded lip.
Undecorated.

TOMB 126

2 (NAM 11852) JUG (fig. 45)
Diam base 0.04; L handle 0.059
Medium-fine, dark grey to black fabric (10 YR 4/1-
2/1) with grey core (10 YR 5/1), dark burnished
semi-lustrous surface. Incomplete, mended from
various fragments.
Base fragment of most likely a beaked jug, and 
separate fragment of a vertical handle with circular 
section, probably from shoulder to neck. 
Undecorated.

TOMB 135

3 (Syros 712) CONICAL CUP (fig. 45)
H 0.061; Diam rim recon. 0.09; Diam base 0.04
Coarse-medium, reddish-brown fabric (2.5 YR 5/3)
with slightly darker core (2.5 YR 5/4). Incomplete,
nearly half of cup missing.
Flat base, straight spreading wall, thin rounded lip.
Leaf impression on the base.

TOMB 153

4 (Syros 537) BOWL (fig. 45)
H 0.042; Diam rim 0.108; Diam max 0.1085
Coarse-medium, light reddish-brown fabric (2.5 YR
6/6-6/4) with light reddish core (2.5 YR 6/6). 
Unevenly fired with several dark patches. Brush
marks inside. Intact.
Convex base, hemispherical body, spreading rim with
rounded lip.
Undecorated.

TOMB 154

5 (Syros 566) CONICAL CUP (fig. 45)
H 0.055; Diam rim 0.109; Diam base 0.048
Medium, reddish-yellow fabric (5 YR 6/6) with 
similar core. Smoothed surface. Intact, with some
chips at the rim.
Flat base, straight spreading wall, spreading rim with
rounded lip.
Leaf impression at the base. 

TOMB 157

The contents of this tomb are described in the report
published by Tsountas. The tomb has an 
ellipsoidal ground plan. The body was on its right
side with the two vases in front of the face. The
inventory consisted according to Tsountas of a 
painted footed bowl and a bowl of common type,
probably a plain bowl. The bowl is not identified in
the inventories of the museum collection in Athens.
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Possibly this bowl is one of a group of bowls with no
tomb numbers listed in the inventory in Athens (nos.
11869 to 11878, see next chapter). 
Publ. Tsountas (1899), 109.

6 (NAM 4964) FOOTED BOWL (fig. 45)
H 0.095; Diam rim 0.136; Diam base 0.048
Medium-fine, light brown fabric (7.5 YR 7/4) with
grey core (5 YR 5/1). Smoothed surface. Intact.
Hollow flaring foot, cylindrical stem tapering 
upwards to hemispherical bowl with spreading rim
and rounded lip. 
Decorated on the interior with dark painted 
geometric motifs in a horizontal band consisting of
zigzags along the inside of the rim.
Publ. Tsountas (1899), pl. 8:6; Kavvadias (1914), fig.
515; Åberg (1933), fig. 158; Zervos (1957), pl. 102.

7 (NAM, unknown inv. no.) BOWL 
No further details available.

TOMB 158

8 (Syros 457) JUG (fig. 45)
H 0.109; Diam rim 0.036; Diam max 0.089; Diam
base 0.039
Medium, reddish-brown fabric (5 YR 5/3) with iden-
tical core. Black burnished surface. Incomplete, 
restored, very worn surface.
Flat base, globular body, high neck with outturned
rim; vertical handle with round section from shoul-
der to below the rim. Undecorated.

TOMB 159

9 (NAM 4966) BOWL (fig. 45)
H 0.029; Diam rim 0.097; Diam base 0.026
Medium-fine, dark greyish-brown fabric (5 YR 3/1)
with grey core (5 YR 5/1). Burnished surface all
over. Intact.
Shallow depression at the base, curving spreading
wll, flattened lip bevelled outwards.
Decorated on the rim with a concentric band of
impressed Kerbschitt.
Publ. Tsountas (1899), pl. 9:26.

TOMB 165

The only object in this tomb, a marble bowl, was
transferred from the museum in Athens to Syros in
1971.

10 (Syros 381) STONE BOWL (fig. 45)
White marble. Intact.
Diam rim 0.12
Flat base, straight spreading thick wall with rounded
lip.

TOMB 166

This tomb is described by Tsountas in his published
report. The tomb has a rectangular ground plan. The
body was on its right side. A flat stone was lying near
the head and another one near the side. By the head
lay a painted jug, a painted pyxis, and a stone lid. In
addition Tsountas mentions another clay pyxis from
this tomb for which no information is presently
available regarding its current location. Åberg 
mentions only two objects in this tomb group, a
pyxis and a beaked jug. The painted pyxis which is
listed in the museum in Athens from this tomb has
four lugs, although Tsountas stated that this pyxis
had no handles. The stone lid is not recognized
among the museum collections. Instead an undecora-
ted clay lid in the museum in Athens is listed as being
from this tomb. Possibly after cleaning the lid in the
museum it appeared to be not of stone but of clay.
The lid does not fit onto the spherical pyxis.
Publ. Tsountas (1899), 109; Åberg (1933), 101, no. 1.

11 (NAM 4968) SPHERICAL JAR (fig. 45)
H 0.074; Diam rim 0.063; Diam max 0.135; Diam
base 0.063
Medium-fine, yellow-white fabric (10 YR 7/6) with
light brown core (7.5 YR 6/4). Worn yellow slipped
surface with dark reddish-brown painted decoration.
Incomplete, one lug missing.
Flat base, lentoid or biconical body, upright collar-
shaped rim with rounded lip. Four oblique semi-
circular pierced lugs placed just above the widest
diameter at opposite sides.
Decorated on the exterior with painted geometric
motifs in a horizontal zone on the upper half of the
body and on the four lugs. Motifs consist of 
alternating hatched triangles at each side with solid
crosses above the four lugs. 
Publ. Åberg (1933), fig. 149; Zervos (1957), pl. 235. 

12 (NAM 4969) JUG (fig. 45)
H 0.182; Diam rim 0.034; Diam max 0.127; Diam
base 0.047
Medium-fine, reddish-yellow fabric (7.5 YR 8/6)
with reddish-brown to grey core (5 YR 5/4-7.5 YR
5/0). Dark grey to reddish-brown painted decoration
(7.5 YR 4/0-2.5 YR 4/4) on yellow-white slip. Intact.
Flat slightly concave base, globular body, high 
cylindrical neck tapering upwards with rounded lip
and oval mouth, one tip pointed upwards; vertical
handle with round section from shoulder to neck
below the rim.
Decorated on the exterior with painted geometric
motifs in a horizontal zone on the upper part of the
body and neck. Along the rim, in the middle and at
the base of the neck is a solid concentric line, on the
upper part of the body is a zone with hatched 
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triangles above a solid line with a wavy line beneath. 
Publ. Åberg (1933), fig. 160; Zervos (1957), pl. 231;
Renfrew (1972), pl. 7, 3; Sapouna-Sakellaraki (1973),
pl. 45 top right. 

13 (NAM 11853) LID (fig. 45)
H 0.014; Diam rim 0.083
Medium-fine, dark red to grey fabric (7.5 YR 3/0)
with grey core (7.5 YR 5/0). Grey-black slip, very
worn. Intact.
Flattened convex top with rounded edges, straight
sides with flattened ends. Four holes grouped two by
two through the top.
Undecorated.
Publ. Hekman (1990), fig. 3.

14 (NAM, unknown inv.no.) SPHERICAL JAR 
“Spherical shape, made of brown clay” (Tsountas
1899, 109), probably covered with a dark brown or
black burnished surface. No further details available.

TOMB 167

15 (Syros 489) BOWL (fig. 46)
H 0.035; Diam rim 0.098
Medium, reddish-brown fabric (2.5 YR 5/4) with
similar core. Smoothed interior and exterior surface.
Intact, with minor chips at the rim.
Convex base, hemispherical body with thick wall,
nearly straight rim with rounded lip.
Undecorated.

TOMB 168

16 (Syros 771)  BOWL (fig. 46)
H 0.045; Diam rim 0.115
Coarse-medium, reddish-brown fabric (2.5 YR 5/4)
with greyish core (not clearly visible). Greyish-white
slipped surface with clear brush marks inside. Intact,
surface cracked and ruptured.
Convex base, hemispherical body with rounded lip.
Undecorated.

TOMB 169

17 (NAM 4970) JUG (fig. 46)
H 0.158; H max 0.171; Diam base 0.04
Medium, reddish-brown fabric (5 YR 5/3) with grey
core (5 YR 5/1). Dark brown to black burnished
surface (5 YR 3/1). Incomplete, large part of the
base restored.
Flat base, globular body with inwards tapering neck,
cylindrical upright mouth and spout; vertical handle
from shoulder to below the mouth.
Decorated on the body with groups of five to six
parallel vertical incised lines.

Publ. Tsountas (1899), pl. 9:2; Kavvadias (1914),
 fig. 521; Montelius (1924), fig. 90,3.

TOMB 172

The contents if this tomb are described by Tsountas
in his published report. Åberg also gave a list of its
content. The tomb has a circular ground plan. The
body was on its left side. All the finds were found
lying together by the head. They include a pan, a jar,
a small clay cup with painted decoration, a small
spherical pyxis and a cup with a mat impression on
the base. This last item was unfortunately not availa-
ble for study.
Publ. Tsountas (1899), 109; Åberg (1933), 101, no. 2.

18 (NAM 4971) PAN (fig. 46)
H 0.034; Diam rim 0.21; Diam base 0.22
Medium, dark reddish-grey fabric (5 YR 4/2) with
light red core (10 YR 5/4). Dark brown burnished
surface. Intact, one knob of handle restored.
Flat convex base, rounded edge to flaring concave
wall with rounded lip; forked handle with two prongs
ending in knobs with circular section. 
Decorated on the exterior of the base with 
impressed and incised geometric patterns. In the
centre a four-spoked star or wheel surrounded by a
concentric line and filled with chevrons or
Kerbschnitt. Around this central motif runs a 
concentric band of obliquely incised short strokes
and a band of impressed concentric circles with hori-
zontal lines in between. Along the outside is a band
of double Kerbschnitt and a thirteen-spoked star
with the areas at the outside filled with Kerbschnitt.
Near the handle a simple incised pubic triangle. 
Publ. Zschietzschmann (1935), fig. 5; Zervos (1934),
fig. 20; Zervos (1957), fig. 210; Bossert (1960), fig. 8,
no. 4; Vermeule (1964), pl. 8,c; Müller-Karpe (1974),
fig. 362,8; Thimme (1975), pl. 12; Coleman (1985),
no. 6, pl. 33,3.

19 (NAM 4972) FOOTED SPHERICAL JAR
(fig. 46)
H 0.098; Diam rim 0.051; Diam max 0.104; Diam
base 0.063
Medium, dark reddish-grey fabric (5 YR 4/2) with
light reddish-brown core (5 YR 6/4). Dark 
burnished surface. Incomplete, large part of the body
restored including one handle.
Hollow flaring foot, biconical body, upright collar-
shaped rim with rounded lip. Two vertical pierced
semi-circular handles placed at the widest diameter at
opposite sides.
Decorated on the exterior with incised geometric
motifs in horizontal bands. On the upper half of the
body two bands of connected concentric circles
between incised lines; on the shoulder a band of
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Kerbschnitt. Below the two handles are three 
chevrons pointed upwards.
Publ. Tsountas (1899), pl. 9:19; Kahrstedt (1913), fig.
8,3; Montelius (1924), fig. 9,16; Åberg (1933), fig.
151; Bossert (1937), fig. 436; Zervos (1957), pl. 199);
Bossert (1960), fig. 7,4; Buchholz &Karageorgis
(1971), pl. 849; Müller-Karpe (1974), fig. 362,17.

20 (NAM 5257) GOBLET (fig. 46)
H 0.044; Diam rim 0.075; Diam base 0.029
Medium, dark grey fabric (5 YR 4/1) with reddish-
brown core (5 YR 4/3). Smoothed surface. 
Incomplete, large part of the body restored.
Hollow flaring foot, straight spreading wall, 
spreading rim with rounded lip. Inside base flat.
Undecorated.

21 (NAM 5258) SPHERICAL JAR (fig. 46)
H 0.059-0.064; Diam rim 0.06; Diam base 0.047
Medium, dark greyish-brown fabric with small white
calcareous inclusions (5 YR 4/1) and dark grey 
reddish core (5 YR 4/2). Dark, burnished lustrous
surface. Intact. Body slightly off-centred.
Flat base, conical body, upright collar-shaped rim
with rounded lip.
Undecorated.

22 (NAM 5259) CONICAL CUP
H 0.055; Diam rim 0.115.
Mat impression on the base. 
No further details available.

TOMB 174

The contents of this tomb are described by Tsountas
in his published report. The contents are also listed
by Åberg. The tomb has a circular ground plan. The
body was on its left side. Near the head lay a marble
cup. Behind the head a pan, a clay cup, a broken jug,
and a bone tube. The head rested on a pillow stone,
two other stones lay near the hands and the side. All
objects could be identified among the entries in the
inventory of the museum in Athens. The bone tube
described below is mentioned twice by Tsountas in
his report. On page 104 he refers to this tube as
originating from Tomb 228 and illustrated on pl.
10:2, while on page 109 in his description of Tomb
174 he refers to this same tube as illustrated in pl.
10:3. The inventory in Athens describes this tube as
from Tomb 174, which considering the other inven-
tory numbers of this tomb, is clearly correct.
Publ. Tsountas (1899), 109; Åberg (1933), 102, no. 3.

23 (NAM 4974) PAN (fig. 46)
H 0.036; Diam rim 0.20; Diam base 0.207
Medium-fine, dark grey-brown fabric (5 YR 3/1-4/4)
with reddish-brown core (5 YR 5/3). Dark burnished

lustrous surface. Intact.
Flat base, rounded edge to flaring wall with 
outcurving rim and rounded lip; forked handle with
two prongs ending in knobs with round section.
Decorated on the base are white-filled impressed and
incised motifs in concentric bands. Along the edge a
double Kerbschnitt, enclosed on the inside by a thin
incised line. In the centre regularly spaced impressed
interconnected concentric circles and a 
representation of a boat with a high prow to the left.
On both sides of the boat short incised lines indica-
ting the oars (14 above and 15 below). On the prow
a fish and two lines with a forked end. The area near
the handle is separated by a horizontal zone consis-
ting of Kerbschnitt between lines. Beneath this band
an incised representation of a pubic triangle. The
shape and the decorations are carefully crafted.
Publ. Tsountas (1899), fig. 11-11a; Kavvadias (1914),
fig. 509-509a; Montelius (1924), fig. 90,13a-b; Dugas
(1925), fig. 70; Åberg (1933), fig. 140; 
Zschietzschmann (1935), fig. 4; Bossert (1937), fig.
433; Matz (1956), fig. 12; Zervos (1957), fig. 221-223;
Demagne (1964), fig. 49; Buchholz & Karageorgis
(1971), pl. 362,5; Greek Art of the Aegean Islands
(1979), pl. 8; Reden & Best (1981), fig. 2; Papathana-
sopoulos (1981), pl. 95-97; Coleman (1985), no. 17,
pl. 33,6; Ekschmitt (1986), fig. 35, pl. 21; Renfrew
(1991), fig. 35.

24 (NAM 5260) GOBLET (fig. 46)
H 0.067; Diam rim 0.102; Diam base 0.043
Medium, dark grey to dark brown fabric (7.5 YR
3/0-3/2) with grey core (7.5 YR 5/0). Dark 
burnished surface. Many root imprints on the 
exterior. Incomplete, restored for about one third.
Hollow flaring foot, short stem widening towards
upper bowl, flaring wall, outcurving rim with 
rounded lip.
Undecorated.
Publ. Zervos 91957), pl. 187.

25 (NAM 5261) BOTTLE (fig. 46)
H 0.125; Diam rim recon. 0.0325; Diam max 0.124;
Diam base 0.048
Medium, brown fabric (7.5 YR 5/3) with light grey
core (7.5 YR 6/2). Dark burnished surface (7.5 YR
3/2) with many root imprints on the exterior. 
Incomplete, restored for about one third, including
much of the rim, partly worn surface.
Flat base, spherical body narrowing towards 
cylindrical neck tapering upwards. Rim and lip 
unknown. Undecorated.

26 (NAM 4973) STONE FOOTED BOWL 
(fig. 46)
H 0.06; Diam rim 0.081; Diam base 0.035
White marble. Intact.
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Concave base, solid flaring foot with sharp 
outturning edge, concave flaring walls with rounded
rim.
Publ. Åberg (1933), fig. 180.

27 (NAM 4975) BONE TUBE (fig. 46)
L 0.086; Diam max 0.015
Hollow tube with at one end flattened edge and two
opposite holes through the surface. Incomplete.
Decorated with incised patterns consisting of 
concentric bands surrounding hatched lozenges.
Publ. Tsountas (1899), pl. 10:3; Åberg (1933), fig.
182.

TOMB 175

28 (Syros 156) SPHERICAL JAR (fig. 47)
H 0.068; Diam rim 0.058; Diam base 0.036
Medium, reddish-brown to very dark grey fabric (5
YR 5/4-3/1) with grey core (10 YR 5/1). Dark 
burnished surface, very worn. Intact.
Flat base, hemispherical body with nearly horizontal
shoulder, short upright collar-shaped rim with 
rounded lip. 
Decorated on the exterior with incised white-filled
geometric motifs in horizontal band. On the
shoulder a band of connected concentric circles.

29 (Syros 562) BOWL (fig. 47)
H 0.039; Diam rim 0.11
Medium, red fabric (2.5 YR 4/6) with similar core.
Smoothed surface. Intact.
Convex base, hemispherical body, inturned low rim
with slightly flattened top.
Undecorated.

TOMB 177

30 (Syros 737) BOWL (fig. 47)
H 0.036-0.025; Diam rim 0.129-0.115
Medium-coarse, reddish-brown to light reddish-
brown fabric (2.5 YR 5/3-6/4) with slightly darker
core (2.5 YR 4/4). Smoothed surface. Intact, small
hole through the wall.
Convex base, flaring wall with rounded lip; groove
incised along the inside rim. Oval-shaped rim due to
pressing inwards of two sides.
Undecorated.

31 (Syros 758) BOWL (fig. 47)
H 0.034; Diam rim 0.12
Medium-coarse, light red to light reddish-brown
fabric (2.5 YR 6/6-6/3) with grey core (2.5 YR 6/0).
Smoothed and slipped surface. Intact, two small
chips of the rim missing.
Convex base, flaring wall with pointed lip.

TOMB 179

The tomb is described by Tsountas in his published
report. It was constructed with a rectangular ground
plan. The inventory is also described in Tsountas’
report. All the finds were in the right front corner. In
none of the documents that were consulted for this
research did I find any entry mentioning this tomb
number. Nor are there drawings or photographs of
any of these objects. The descriptions of each of the
objects as mentioned by Tsountas must therefore
remain incomplete. Nevertheless it is possible that
the objects mentioned here belong to the large group
of objects lacking any specific details regarding their
original tomb number, discussed in the next chapter. 
Publ. Tsountas (1899), 109.

32 (NAM, unknown inv.no.) JAR
Probably a biconical footed jar (doxeion), with incised
decoration. No further details available.

33 (NAM, unknown inv.no.) STONE BOWL
Marble. No further details available.

34 (NAM, unknown inv.no.) METAL SPATULA
Copper-based alloy. No further details available.

35 (NAM, unknown inv.no.) METAL PIN
Copper-based alloy. No further details available.

36 (NAM, unknown inv.no.) METAL PUNCH
Copper-based alloy. No further details available.

37 (NAM, unknown inv.no.) SHELL
No further details available.

TOMB 180

38 (Syros 770) BOWL (fig. 47)
H 0.034; Diam rim 0.121
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with grey core (2.5 YR 5/0), surface coated with light
yellowish slip (5 YR 7.4). Intact, one part of rim
missing.
Convex base, convex hemispherical body with 
rounded lip. Undecorated.

TOMB 181

39 (Syros 721) CONICAL CUP (fig. 47)
H 0.084; Diam rim 0.127; Diam base 0.051
Medium-coarse, red to light red fabric (2.5 YR 5/6-
5/2) with reddish-brown core (2.5 YR 4/4). Intact,
small fragment of the rim missing.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.
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TOMB 182

40 (NAM 4977) SPHERICAL JAR (fig. 47)
H 0.095; Diam rim 0.061; Diam base 0.049; Diam lid
0.059
Fine, light reddish-yellow fabric with pinkish-white
surface (7.5 YR 8/2) and reddish-yellow core (7.5 YR
6/6). The same colours apply for the lid. White-slip-
ped surface with dark painted decoration. Intact.
Flat base, biconical body, outcurving collar-shaped
rim with rounded lip. Two double vertical tubular
pierced lugs at the widest diameter at opposite sides.
The lip is circular with a slightly convex top and
straight sides with rounded edges.
Decorated on the exterior with dark painted geome-
tric motifs in horizontal bands. On the upper half of
the body is a zone consisting of cross-hatched 
downwards pointed triangles between columns of
three thick ovals with central dots on either side
between the lugs. Surrounding the lugs are hatched
triangles on each side. The zone is bordered 
underneath by a solid concentric line with a wavy
line below. 
On the lid are irregularly painted thick circles with a
central dot.
Publ. Zervos (1957), pl. 230.

41 (NAM 11855) SAUCER (fig. 47)
H 0.028; Diam rim 0.098; Diam base 0.020
Medium, light reddish-brown fabric (no Munsell
codes available). Smoothed surface. Incomplete,
mended, two parts of the rim missing.
Small ring foot, spreading wall, incurving upper 
body, upright rim with rounded lip. 
Undecorated.
Publ. Hekman (1990), fig. 2.

42 (NAM 4976) STONE BOWL (fig. 47)
H 0.032; Diam rim 0.131; Diam base 0.033
White fine-grained marble. Intact.
Flat base, convex wall with rounded lip.

TOMB 183

43 (NAM 4978) FOOTED SPHERICAL JAR
(fig. 47)
H 0.077; Diam rim 0.043; Diam base 0.047; Diam
max 0.08
Fine-medium, light reddish-yellow fabric (5 YR 8/3)
with reddish-grey core (5 YR 5/2). Smoothed and
slipped with dark brown to black (5 YR 2.5/1)  
painted decoration. Intact, with two hole in the body,
one mended.
Flaring foot with hollow base, spherical body, 
outflaring rim with rounded thin lip; two pairs of
tubular lugs set at the widest diamater. Disk-shaped,
flat lid with four holes in the centre set in a square.

Decorated on the exterior body, foot and lid with
dark painted geometric motifs consisting of a band
of vertically placed elongated thick circles along the
widest diameter, above which are large cross-hatched
triangles pointing downwards around the upper part
of the body; along the edge of the base is a band of
two semi-circular lines one inside the other; on the
upper surface of the lid along the edge is a 
concentric band of seven elongated and pointed
circles with dots inside.
Publ. Tsountas (1899), pl. 9:21; Åberg (1933), fig.
152; Zervos (1957), pl. 229.

TOMB 184

The contents of this tomb are divided over two mu-
seums. The bowl was transferred to Syros in 1971.

44 (Syros 507) BOWL (fig. 47)
H 0.05; Diam rim 0.121
Medium-coarse, light red fabric (2.5 YR 6/6) with
some parts dark grey (2.5 YR 4/0), light red core.
Smoothed surface, brushed with blunt instrument.
Intact, some chips of the rim.
Convex base, convex hemispherical body, upright
rim with rounded rim. Inside an incised (potter’s)
mark consisting of two crossed lines.
Undecorated.

45 (NAM 11856) BOWL (fig. 47)
H 0.035; Diam rim 0.1215
Medium, reddish-brown fabric (no Munsell codes
available). White encrustation on the exterior.
Convex base, spreading wall, spreading rim with
rounded lip. 
Undecorated.
Publ. Hekman (1990), fig. 2.

TOMB 185

46 (Syros 723) CONICAL CUP (fig. 47)
H 0.106; Diam rim 0.148; Diam base 0.056
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with slightly darker core (2.5 YR 4/3). Incomplete,
two large parts of wall and rim missing.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

TOMB 186

The tomb is described by Tsountas in his published
report. It had a rectangular ground plan. The body
was on its left side. Near the skull were a painted cup
and a brown spherical pyxis. Near the feet lay a clay
bowl. The clay bowl is listed in the inventory of the
museum in Ermoupolis as coming from this
tomb.This inventory gives a number for this object
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from the inventory in Athens which actually belongs
to a footed cup. The inventory in Athens mentions
that this cup was transferred to Syros in 1901. As
was generally the rule, only complete tomb groups
were transferred to Syros, not individual items taken
from tomb groups. It seems therefore reasonable to
assume this tomb group was transferred to Syros in
1901 as a whole. However, in the inventory in Syros
some information was mixed up resulting in the bowl
being confused  with the original Athens number of
the footed cup. This tomb group could be recon-
structed based on the information in the entries of
the inventories and from the description by Tsoun-
tas. 
Publ. Tsountas (1899), 109-110.

47 (Syros 769) BOWL (fig. 47)
H 0.045; Diam rim recon. 0.108
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with slightly lighter core (2.5 YR 4/3). Smoothed
surface. Intact, rim mostly chipped.
Convex base, convex hemispherical bowl with roun-
ded lip.
Undecorated.

48 (prob. Syros 160) SPHERICAL JAR (fig. 47)
“Spherical shape, made of brown clay” (Tsountas
1899, 110).
H 0.075; Diam rim 0.043; Diam max 0.10; Diam base
0.04
Medium, dark reddish-brown fabric (5 YR 3/2) with
pinkish-grey core (5 YR 6/2). Lustrous dark brown
burnished exterior surface. Intact.
Flat base, conical body with two vertically pierced
double lugs, ring-shaped rim with flattened lip.
Undecorated.

49 (Syros 174) FOOTED CUP (fig. 47)
“Painted decoration, comparable to pl. 8:13”
(Tsountas 1899, 110).
H 0.08; Diam rim 0.096; Diam base 0.056
Medium, very pale brown fabric (10 YR 7/4), core
not observable. Yellowish-white slipped surface with
black painted decoration. Incomplete, restored.
Hollow flaring foot, cylindrical stem, outcurving
spreading wall with rounded lip.
Decorated on the inside and outside rim and on the
exterior base with black painted geometric 
concentric motifs. Along the rim is a band of semi-
circles with a solid line over the lip. On the base a
concentric band of upwards semi-circles. Inside the
bowl in the centre is a large solid dot.

TOMB 188

The inventory in Athens lists only the bronze pin as
belonging to this tomb group. It was transferred to

Syros in 1971. The inventory in Syros mentions in
addition to the pin also a sauceboat as coming from
this tomb. Both entries mention the original Athens
number of 4981. 

50 (Syros 614) SAUCEBOAT (fig. 48)
H 0.194; Diam rim 0.114; Diam base 0.053
Medium-fine, yellowish-red fabric (5 YR 5/6) with
grey core (10 YR 6/1), covered with red slip. 
Burnished surface. Incomplete, mended and resto-
red, part of spout and body missing.
Low ring foot flaring outwards with hollow convex
base, convex lower body with high incurving 
shoulder and rim, rounded lip; high spout with semi-
circular vertical mouth. 
Undecorated.

51 (Syros 666) METAL PIN (fig. 48)
L 0.096; Th 0.0002
Copper-based alloy. Intact, corroded.
Thin pin with circular section and pointed at both
ends. 

TOMB 190

This tomb is not described by Tsountas in his report,
but Åberg lists as its contents a bone tube and a pan.
He does not mention the biconical footed jar which
is listed as coming from this tomb in the inventory of
the museum in Athens. On a handwritten note
(found inside the jar, probably by Tsountas) the
footed jar is said to belong to this tomb group. The
numbering also enforces this association. The pan
could not be identified among the museum 
collections.
Publ. Åberg (1933), 102, no. 4.

52 (NAM 4982) FOOTED BICONICAL JAR
(fig. 48)
H 0.205; Diam rim 0.090; Diam max 0.144; Diam
base 0.085
Medium, light yellowish-brown to very dark grey
fabric (10 YR 6/4-3/1) with grey-brown core (10 YR
5/1). Dark burnished surface. Complete, mended.
Hollow flaring foot, biconical body with outcurving
rim and rounded lip thickened on the outside. Three
horizontal arched lugs at the widest diameter at 
opposite sides.
Decorated on the exterior with white-filled incised
and impressed geometric motifs in horizontal bands.
On the body around the widest diameter a band of
connected concentric circles with a single
Kerbschnitt above and a double Kerbschnitt below.
Bordered by an incised line at both top and bottom.
Publ. Kahrstedt (1913), fig. 7,7; Montelius (1924), fig.
91,3; Åberg (1933), fig. 143; Bossert (1960), fig. 8,7.
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53 (NAM, unknown inv.no.) PAN
“Tonpfanne mit Kreismuster aus gleichmitt.
Kreisgruppen und Dreieckborte” (Pan with pattern
of concentric circles and Kerbschnitt, Åberg 1933,
102). No further details available.   

54 (NAM 4983) BONE TUBE (fig. 48)
L max 0.118; Diam max 0.025
Fragment of hollow bone tube with circular section.
Complete, mended.
Decorated on the exterior with incised concentric
and regularly spaced parallel lines.

TOMB 192

This tomb is described in the report published by
Tsountas. It has a circular ground plan. No human
remains were found inside. Three groups of finds
were identified in the tomb by Tsountas at three
different locations. To one side lay three rectangular
stone palettes with a stone grinder; a little further
away a pan with a second stone grinder inside, a
stone bowl with blue colouring substance, and a
small clay bowl; and finally on the opposite side a
third stone grinder. All items mentioned by Tsountas
are in the museum in Athens; however instead of
three mortars and three grinders we have two 
mortars and four pestles/grinders. Åberg mentions
only a stone palette and a marble palette and a pan
with spiral decoration.
Publ. Tsountas (1899), 110; Åberg (1933), 102, no. 5.

55 (NAM 4984) PAN (fig. 48)
H 0.035; Diam rim 0.188-0.19; Diam base 0.19
Medium, dark reddish-grey fabric (5 YR 4/2-2.5 YR
4/4) with reddish-brown core (5 YR 5/3). Dark
burnished surface, very worn. Incomplete, restored
from many fragments, part of the rim and the entire
handle are missing. 
Flat oval convex base, rounded edge to outcurving
wall, flattened lip. Flat inside with spreading wall.
Decorated on the exterior of the base with 
impressed and incised white-filled geometric motifs,
concentricly arranged. Along the edge is a band of
Kerbschnitt. On the inside a field of regularly spaced
impressed interconnected spirals. In the centre, a
concentric band of Kerbschnitt between incised lines
and an incised seven-pointed star. Near the handle is
a horizontal line and band of Kerbschnitt separating
a triangular area which probably once had an incised
representation of pubic triangle. 

Publ. Tsountas (1899), fig. 13; Kahrstedt (1913), 
fig. 9 below; Kavvadias (1914), fig. 510,1; Montelius
(1924), fig. 91,8; Åberg (1933), fig. 139;
Zschietzschmann (1935), fig. 8; Bossert (1960), fig. 7,
nos. 2, 5; Coleman (1985), no. 24, pl. 34,9.

56 (NAM 4987) BOWL (fig. 48)
H 0.029; Diam rim 0.088; Diam base 0.014
Medium, brown fabric (7.5 YR 5/4) with light brown
core (7.5 YR 6/4). Slipped and smoothed surface.
Intact.
Small circular depression at the base, hemispherical
body, flattened rim, bevelled on the inside.
Undecorated.

57 (NAM 4986) STONE BOWL (fig. 48)
H 0.040; Diam rim 0.135-0.140; Diam base 0.05
White marble. Intact.
Flat base, spreading wall, rounded lip flattened at the
inside and ridge along the inside below the rim. Re-
mains of pigments inside.

58 (NAM 4985) STONE PESTLE (fig. 48)
H 0.046; Diam base 0.021.
White limestone. Intact.
Cylindrical stone pestle with circular section and
rounded top.

59 (NAM 5262) STONE PALETTE (fig. 48)
H 0.045-0.055; L 0.284; W 0.229.
Grey-blue stone (schist). Intact.
Rectangular solid stone with irregular base, rounded
edge to upright wall and rectangular depression on
the surface with slightly raised rim.

60 (NAM 5263) STONE GRINDER (fig. 48)
H 0.110; W max 0.114.
White speckled stone. Intact.
Regularly shaped pestle with ellipsoidal section with
rounded top.

61 (NAM 5321.1) STONE GRINDER (fig. 48)
H 0.085; W max 0.06; W min 0.027
Green-grey stone (schist). Intact.
Square base, irregular pyramidal body to a rounded
top. Several parts of the surface highly polished.

62 (NAM 5322) STONE PALETTE (fig. 48)
L 0.225; W 0.223; Th 0.021
White marble. Intact.
Flat base, upright straight sides, irregular square
depression on the top with groove along the edge. 
Publ. Getz-Gentle (1996), 268-69, no. E40, pl. 44e.

63 (NAM 5368) STONE GRINDER (fig. 48)
H 0.084; W max 0.098.
White speckled stone. Intact.
Conical-shaped pestle with oval diameter and roun-
ded top.
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TOMB 193

64 (Syros 763)  BOWL (fig. 49)
H 0.048; Diam rim 0.12
Medium-coarse, reddish-brown to light red fabric
(2.5 YR 5/4-6/6) with weak red core (2.5 YR 5/2).
Brush marks inside. Intact, few parts of the rim 
missing.
Convex base, convex hemispherical body with 
rounded lip. Undecorated.

TOMB 195

This tomb is not described by Tsountas, but some of
its contents are listed by Åberg. They include a pyxis,
and two footed painted cups or bowls. The 
inventory of the museum in Athens also lists a bone
tube and an obsidian blade.
Publ. Åberg (1933), 102, no. 6.

65 (NAM 4988) FOOTED CUP (fig. 49)
H 0.082; Diam rim 0.10; Diam base 0.052
Fine-medium, very pale brown fabric (10 YR 8/4)
with light brown core (7.5 YR 6/4). Whitish-yellow
slipped surface with painted decoration in very dark
grey (7.5 YR 3/0). Complete, mended, very worn
surface.
Hollow flaring foot, low stem, hemispherical body,
spreading rim with rounded lip. 
Decorated on the exterior and interior with painted
geometric motifs in horizontal bands. Wavy lines
along the base and rim, both inside and outside. A
concentric circle with a solid dot at the bottom insi-
de.
Publ. Sapouna-Sakellaraki (1973), pl. 12 below right;
Ekschmitt (1986), 4.

66 (NAM 4989) SPHERICAL JAR (fig. 49)
H 0.074; Diam rim 0.083; Diam max 0.18; H lid 0.02;
Diam lid 0.10
Fine-medium, brownish-grey fabric (10 YR 5/1) with
grey core (2.5 YR 5/0). Incomplete, mended and
restored. Light red encrustation at the base (2.5 YR
6/6).
Convex base, squat spherical body profile with 
outcurving lower part of the body with sharp edge to
incurving upper part. Collar-shaped upright rim with
rounded lip. Three horizontal semi-circular pierced
lugs at the widest diameter at opposite sides. Disc-
shaped lip with convex top and vertical semi-circular
handle at the top, straight sides. Undecorated.
Publ. Tsountas (1899), pl. 9:22; Åberg (1933), fig.
150.

67 (NAM 4990) FOOTED CUP (fig. 49)
H 0.075; Diam rim 0.099; Diam base 0.044
Fine-medium, very pale brown fabric (10 YR 7/4)

with light brown core (7.5 YR 6/4). Whitish-yellow
slip on exterior surface with black painted decoration
(7.5 YR 4/0). Incomplete, restored at the base.
Hollow flaring foot, low stem to wide hemispherical
body, spreading rim with rounded lip. 
Decorated on the exterior and interior with painted
geometric motifs in horizontal bands. On the base
and along the inside and outside of the rim are thick,
solid wavy lines. At the inside along the wall, a solid
line runs through a band of solid thick circles. At the
inside bottom of the cup is a solid circle with a 
central dot. 
Publ. Åberg (1933), fig. 157; Zervos (1957), pl. 240-
41; Renfrew (1972), pl. 7,5.

68 (NAM 11832) BONE TUBE (fig. 49)
L pres. 0.043; Diam max 0.014.
Round hollow tube preserved in three fragments.
Incomplete with no decoration.

69 (NAM 4991) OBSIDIAN BLADE (fig. 49)
L 0.066; W 0.009-0.0065
Very thin blade with wide convex dorsal ridge on top
and two parallel cutting edges along the longer sides.

 TOMB 196

This tomb is not described by Tsountas, but the
finds are listed by Åberg. They include a footed bowl
and two footed jars.
Publ. Åberg (1933), 102, no. 7.

70 (NAM 4992) FOOTED BICONICAL JAR 
(fig. 49)
H 0.113; Diam rim 0.06; Diam max 0.084; Diam base
0.06
Medium, dark reddish-grey fabric (5 YR 4/2) with
dark grey core (5 YR 4/1). Smoothed surface 
covered with dark slip. Intact.
Hollow flaring foot, biconical body, outcurving rim
with rounded lip. Undecorated.

71 (NAM 4993) FOOTED BICONICAL JAR
(fig. 49)
H 0.112; Diam rim 0.055; Diam max 0.08; Diam base
0.05
Medium, dark reddish-brown fabric (2.5 YR 3/4)
with light brown core (7.5 YR 6/4). Smoothed and
slipped surface. Incomplete, mended and restored,
large body fragment missing.
Hollow flaring foot, biconical body, outcurving rim
with rounded lip. Undecorated.

72 (NAM 5372) FOOTED CUP (fig. 49)
H 0.074-0.08; Diam base 0.052; Diam rim 0.106
Medium, pale reddish-brown, buff fabric (5 YR 7/4)
with slightly darker core (5 YR 6/4). Surface 
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smoothed and covered in light yellow slip. Intact.
Hollow base, spreading flaring wall, low stem, 
outcurving wall, spreading rim with thin pointed lip.
Decorated on the exterior and interior with 
geometric motifs painted in dark red, consisting of
solid horizontal bands with wavy lines on the rim
and foot, and an irregular circle with a dot on the
inside base.
Publ. Tsountas (1899), pl. 8:13.

TOMB 198

73 (Syros 390) STONE BOWL (fig. 49)
H 0.032; Diam rim 0.10; Diam base 0.039
White marble, fine-grained. Incomplete, mended and
restored.
Flat base, straight spreading wall, rounded lip; four
rectangular horizontal lugs placed at the rim at oppo-
site sides.

TOMB 200

74 (NAM 4995) STONE FOOTED CUP (fig. 49)
H 0.072-0.08; Diam rim 0.113; Diam base 0.039
Grey-blue banded stone (7.5 YR 7/0). Incomplete,
restored.
Bell-shaped foot with concave base tapering towards
a hemispherical bowl with flattened lip. One 
rectangular rounded horizontal lug at about one cm
below the rim.
Publ. Getz-Gentle (1996), 288, no. K4, fig. 91b.

TOMB 202

75 (Syros 765) BOWL (fig. 49)
H 0.052; Diam rim 0.114
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with slightly lighter core (2.5 YR 5/4). Intact, few
parts of the rim missing.
Convex base, convex hemispherical body with 
rounded lip. Undecorated.

TOMB 203

76 (Syros 727) CONICAL CUP (fig. 49)
H 0.065; Diam rim 0.088; Diam base 0.048-0.044
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core, smoothed surface. Intact, two
chips at the rim. 
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

TOMB 204

This tomb group was, contrary to general practice,
broken up and divided among two museums. The
two ceramic vases were transferred to the museum in

Syros in 1971, while the bronze pin remained in
Athens. 

77 (Syros 451) SPHERICAL JAR (fig. 49)
H 0.0855; Diam rim 0.051; Diam max 0.11; Diam
base 0.038
Medium, dark grey fabric (7.5 YR 4/0) with grey
core (7.5 YR 5/0). Dark burnished surface. Very
worn exterior surface. Intact; very worn decoration.
Flat base, biconical body, flaring straight collar-like
rim with rounded lip. Four knob-like lugs at opposite
sides at the widest diameter.
Body decorated on the exterior with two incised
concentric lines above and below the lugs; the upper
body shows traces of a band of incised lines forming
triangles or vertical chevrons. 

78 (Syros 501) BOTTLE (fig. 49)
H 0.104; Diam rim ; Diam base 0.035; Diam max
0.112
Medium, very dark grey fabric (10 YR 3/1) with light
brown core (7.5 YR 6/4). Dark burnished surface.
Incomplete (mouth missing), mended and restored,
very worn surface, most of decoration worn off.
Small flat base, globular body with narrow neck.
Decorated with eight groups of vertical incised lines
from shoulder to the base; surface in between 
probably filled with lozenges and hatching.

79 (NAM 4996) METAL PIN (fig. 49)
L 0.045; Th 0.002; Diam head 0.011
Copper-based alloy.
Short pin, probably incomplete, with round section
and knotted head of several bent pieces of wire.
Publ. Tsountas (1899), pl. 10:18; Zervos (1957), pl.
261 top middle; Higgins (1961), pl. 5,d; Branigan
(1974), no. 1621, pl. 18; Müller-Karpe (1974), pl.
357,6.

TOMB 205

The tomb is described and illustrated by Tsountas in
his published report (see fig. 28). It has a 
rectangular ground plan. The body was on its left
side in a contracted position facing the entrance with
its back against the wall. The finds were distributed
on and around the body. Behind the head lay a small
broken vase (no. 84), and a little further away a jug
(no. 80); near this, a bronze pair of tweezers (no. 89);
on the throat a bronze pin (no. 88); in front of the
face a small clay vase (no. 85) with several shells (no.
90). One other vase at the left hand (no. 82) and four
other along the lower legs (nos. 81, 83, 86, 87).  Four
ceramic items could not be identified in the museum
inventories (nos. 84-87), but from the photograph in
Tsountas (1899, pl. 3) is appears that the vessel in
front of the face was a plain bowl placed upside
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down, while the two vessels near the lower legs were
also probably plain bowls. The shells found near the
face were originally registered under the inventory
number 5001, but later renumbered as 12458 and
12459, as on display in case 60 in the Cycladic Room
of the National Museum in Athens.
Publ. Tsountas (1899), 88, 110, pl. 3.

80 (NAM 4998) JUG (fig. 50)
H max 0.132; Diam rim 0.028, Diam max 0.106;
Diam base 0.048
Medium, dark grey-black to brown fabric (7.5 YR
2/0) with dark grey core (7.5 YR 4/0). Lustrous
black burnished surface. Incomplete, restored, 
fragments of body and mouth missing, surface partly
worn.
Flat base, globular body, cylindrical neck tapering
upwards to oval mouth with upwards pointed tip,
round lip. Vertical handle with round section from
shoulder to neck below the rim.
Decorated on the exterior with white-filled incised
geometric motifs. On the body eight groups of seven
exactly parallel lines radiating from the neck to the
base. Below the handle an incised chevron. The lines
were probably made using a comb.

81 (NAM 4999) SPHERICAL JAR (fig. 50)
H 0.075; Diam rim 0.064; Diam max 0.095; Diam
base 0.043
Medium, dark grey to brown fabric (7.5 YR 2/0)
with dark grey core (7.5 YR 4/0). Black burnished
lustrous surface. Intact.
Flat base, biconical body, upright collar-shaped rim
with pointed lip. Two horizontal arched pierced lugs
at the widest diameter at opposite sides. 
Undecorated.

82 (NAM 5265) CONICAL CUP (fig. 50)
H 0.056; Diam rim 0.091; Diam base 0.039
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with reddish-brown core (2.5 YR 4/4). Smoothed
surface. Incomplete, restored.
Flat base, conical straight spreading wall, upright rim
with pointed lip. Mat impression on the base.

83 (NAM 5266) JUG
H 0.082
Decorated with vertical incised lines; handle and part
of the spout missing. No further details available.

84 (NAM, unknown inv.nos.) VESSEL
Broken. No further details available.

85 (NAM, unknown inv.nos.) BOWL
No further details available. 

86 (NAM, unknown inv.nos.) BOWL
No further details available.

87 (NAM, unknown inv.nos.) BOWL
No further details available. 

88 (NAM 5000) METAL PIN (fig. 50)
L 0.071; Th 0.0025-0.003; Diam head 0.0065
Copper-based alloy.
Thick bronze pin with round section, possibly lower
end missing. Head formed in shape of small globular
ball.
Publ. Tsountas (1899), pl. 10:17; Schachermeyr
(1955), fig. 53,5; Branigan (1974), no. 1707, pl. 18;
Müller-Karpe (174), 357,17; Thimme (1976), fig.
95,4.

89 (NAM 11803) METAL TWEEZERS 
(fig. 50)
L 0.031, 0.019, 0.015, 0.013
Copper-based alloy. 
Arms widening towards the convex tips; top 
consisting of a pinched looped head. Broken into
four parts. Incomplete.

90 (NAM 5001) SHELL NECKLACE (fig. 50)
A group of circa 75 small shells of the species Denta-
lium elephantinum L., forming a necklace. No further
details; identification after Tsountas (1899, 105).
Publ. Sapouna-Sakellaraki (1973), pl. 24 top; Thimme
(1976), fig. 101.

TOMB 206

91 (NAM 5267) GOBLET (fig. 50)
H 0.062-0.066; Diam rim 0.098-0.10; Diam base
0.046
Medium-coarse, reddish-brown fabric with 
micaceous and calcareous inclusion (5 YR 5/3) and
dark grey core (5 YR 4/1). Incomplete, restored.
Small flaring foot with hollow base, straight 
spreading wall and rim, rounded lip. Undecorated.

92 (NAM 11858) CONICAL CUP (fig. 50)
H 0.064; Diam rim 0.12; Diam max 0.12; Diam base
0.059
Medium, red-brown fabric with similar core (no
Munsell codes available). Intact, rim chips.
Flat base, straight spreading wall and rounded lip.
Mat impression at the base.
Publ. Hekman 1990, fig. 2.
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TOMB 207

93 (NAM 5268) FOOTED BICONICAL JAR
(fig. 50)
H 0.169; Diam base 0.068; Diam rim 0.053; Diam
max 0.122
Medium, very dark grey fabric (10 YR 3/1) with light
brownish-grey core (10 YR 6/2). Dark burnished
surface. Incomplete, restored and mended.
Hollow flaring trumpet-shaped foot, biconical body,
outcurving rim with flattened lip. Four rectangular
horizontal tubular lugs set at opposite sides of the
widest diameter.
Decorated on the exterior upper part of the body
with incised geometric motifs in horizontal bands.
Below the rim is a band of incised oblique short
strokes between concentric lines; followed by a band
of two rows of interconnected concentric circles;
bordered below by an incised line and a band of
Kerbschnitt.
Publ. Kahrstedt (1913), fig. 7,5; Montelius (1924), pl.
91,5; Bossert (1960), fig. 4; 8,6.

94 (NAM 5003) METAL SPATULA (fig. 50)
L 0.114; W 0.025; Th 0.0018
Copper-based alloy.
Flat blade with concave longer sides and convex
edge. Top bent in a loop with elaborate decorations
in the shape of a knot made from pieces of wire.
Intact.
Publ. Tsountas (1899), pl. 10:30; Montelius (1924),
fig. 330; Zervos (1957), pl. 260 top; Branigan (1974),
no. 1447, pl. 16; Papathanasopoulos (1981), fig. 90..

95 (NAM 5004.1) METAL PUNCH (fig. 50)
L 0.124; W max 0.004
Copper-based alloy.
Thin pointed tool with square section. Short top.
Intact.

96 (NAM 5004.2) METAL PUNCH (fig. 50)
L 0.131; W max 0.003
Copper-based alloy
Long thin tool with square section. Pointed at both
ends. Intact.

97 (NAM 5004.3) METAL PUNCH (fig. 50)
L 0.10
Copper-based alloy
Thin with square section and both ends pointed.
Possibly incomplete. 

TOMB 208

98 (Syros 659) METAL SCRAPER (fig. 50)
L max 0,054; W max 0.0155; Th 0.001
Copper-based alloy.
Rectangular very thin blade, no rivet-holes, corroded
surface with fragments of sides missing. Incomplete.

99 (Syros 670) METAL PUNCH (fig. 50)
L pres. 0.094; Th 0.0003
Copper-based alloy.
Long thin bronze tool with square section and 
pointed tip. Top very corroded and probably broken
off. Incomplete.

TOMB 209

100 (Syros 741) BOWL (fig. 50)
H 0.038-0.032; Diam rim 0.138
Medium-coarse, reddish-brown to dark grey fabric
(2.5 YR 5/4-4/0), core not visible. Smoothed 
surface, irregular fired exterior surface. Intact.
Convex base, convex hemispherical bowl with 
rounded lip. Oval-shaped rim caused by two inwards
pressed sides. Undecorated.

TOMB 210

101 (Syros 664) METAL PUNCH (fig. 50)
L pres. 0.116; Th max 0.004
Copper-based alloy.
Square section, narrowing towards pointed tip, end
broken off, widest section at upper half of the punch
top narrowing towards rounded head.

TOMB 216

102 (Syros 662) METAL PUNCH (fig. 51)
L 0.121; Th max 0.0025
Copper-based alloy.
Well preserved bronze tool with near the top a raised
square area. Short top with pointed end, long lower
end towards sharp point. Intact.

103 (Syros 667) METAL PIN (fig. 51)
L pres. 0.085; Th 0.0015-0.003
Copper-based alloy.
Thin pin with round section, and knot-head. 
Incomplete, lower point missing.

104 (Syros 668) BONE NEEDLE (fig. 51)
L pres. 0.076; Diam 0.0025-0.003
Incomplete pin with round section; top probably
broken off, possibly flat disc-shaped head with hole.
Incomplete, lower point missing, mended.
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105 (Syros 667) BONE TUBE 
Found inside a small box together with metal pin
Syros 667, and small card labelled: “Ταφ 216 5007.2.”
Small piece of hollow bone. Incomplete; the frag-
ment was too small to allow measurement, or 
produce a description of its original shape. 

106 (Syros 822) SHELL (fig. 51)
L 0.098; W max 0.115
One valve of a scallop (Pecten jacobaeus L.). 

TOMB 218

107 (NAM 5008) FOOTED BICONICAL JAR
(fig. 51)
H 0.181; Diam rim 0.068; Diam base 0.068; Diam
max 0.133
Medium-coarse, dark brown fabric (7.5 YR 3/2) with
grey core (7.5 YR 5/0). Few traces of semi-lustrous
dark burnished surface. Complete, mended with few
restorations, one lug missing, surface very worn.
Flaring foot with hollow base, biconical body, 
outcurving rim with flattened lip. Four horizontal
rectangular lugs at the edge of the body.
Decorated on the exterior upper surface with 
concentric bands of incised and impressed geometric
morifs consisting of a band of double Kerbschnitt,
connected concentric circles, and oblique strokes set
between concentric lines.
Publ. Kahrstedt (1913), fig. 7,1; Zervos (1957) pl.
212.

TOMB 225

108 (Syros 762) BOWL (fig. 51)
H 0.036; Diam rim 0.124
Medium-coarse, red fabric (2.5 YR 5/6) with grey
core (2.5 YR 4/0), white encrustation on exterior
surface. Intact, few chips off the rim.
Convex base, convex hemispherical body with 
rounded lip. Incised groove below the rim on 
exterior. Undecorated.

TOMB 227

The only object listed from this tomb, a marble
bowl, was transferred from the museum in Athens to
Syros in 1971. Based on the description of the bowl
in the inventory in Athens the bowl could be 
identified among the stone bowls listed in the 
inventory in Syros without tomb numbers.

109 (prob. Syros 380) STONE BOWL (fig. 51)
H 0.039; Diam rim 0.103; Diam base 0.028
White marble. Intact.
Flat base, straight spreading wall, rounded lip; four

rectangular horizontal lugs set at the rim at opposite
sides.

TOMB 231

110 (Syros 513) METAL NEEDLE (fig. 51)
L 0.12; Th 0.003; Diam head 0.006
Copper-based alloy.
Shaft with circular section, pointed lower end and
circular discoid head, pierced in the centre. Intact,
corroded surface. 
Publ. Tsountas (1899), pl. 10,22; Zervos (1957), 
pl. 261, top left; Branigan (1974), pl. 15, 1230;
Müller-Karpe (1974), pl. 357,14.

111 (Syros 652) METAL PUNCH (fig. 51)
L 0.109; Th 0.0045-0.002
Copper-based alloy.
Shaft with square section narrowing towards pointed
tip, widest section at upper half with short narrow
upper part ending in rounded top. Intact.

112 (Syros 653) METAL PUNCH (fig. 51)
L 0.086; Th 0.004-0.002
Copper-based alloy.
Square section, irregular shaft, thin pointed lower
end bent sideways, upper half narrowing towards
small rounded top. Intact, corroded. 

113 (Syros 654) METAL NEEDLE (fig. 51)
L pres. 0.091; Th 0.002
Copper-based alloy.
Circular section, lower tip missing, upper tip pointed
with pierced hole. Incomplete.

114 (Syros 655) METAL PIN (fig. 51)
L 0.102; Th 0.002
Copper-based alloy.
Circular section, straight shaft, pointed at lower end,
top rounded. Intact. 

115 (Syros 656) METAL NEEDLE (fig. 51)
L pres. 0.114; Th 0.0025
Copper-based alloy.
Circular section, straight shaft, lower end bent 
sideways, pointed tip missing, circular flat discoid
head with hole in the centre. Incomplete.

116 (Syros 657) METAL SCRAPER (fig. 51)
L max 0.0635; W max 0..0215; Th 0.0018-0.001
Copper-based alloy.
Flat rectangular thin blade, one rivet-hole in centre
upper half, top with V-shaped cut-out with two
prongs, lower haft partly missing. Incomplete, 
corroded surface. 
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TOMB 232

117 (Syros 724) CONICAL CUP (fig. 52)
H 0.059; Diam rim recon. 0.12; Diam base 0.051
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with grey core (2.5 YR 4/0). Smoothed, flaked 
surface. Incomplete, large part of the rim missing.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

TOMB 236

The tomb was not described by Tsountas, but its
contents are listed by Åberg. They include a pan and
a marble palette. 
Publ. Åberg (1933), 102, no. 8.

118 (NAM 5012) PAN (fig. 52)
H 0.04; Diam rim 0.241; Diam base 0.21; L max
0.318
Medium, dark reddish-grey to very dark grey fabric
(5 YR 4/2-7.5 YR 3/0) with reddish-brown core (5
YR 5/4). Dark burnished surface. Incomplete, 
restored and mended from three pieces.
Flat ellipsoidal base, rounded edge curving inwards
to wide flaring wall with rounded lip. Flat, 
rectangular handle with concave sides and convex
end. 
Decorated on the exterior base with impressed
Kerbschnitt motifs. Along the rim a concentric band,
in the centre a circle with two crossing lines and
filled in sections. From the central area radiating lines
of Kerbschnitt to the rim. One long row of
Kerbschnitt towards the handle top.
Publ. Zervos (1957), fig. 208; Coleman (1985), no.
20, ill. 2.

119 (NAM 5013) STONE PALETTE (fig. 52)
H 0.036; L 0.211; W 0.144
Greyish marble. Intact.
Rectangular shape with flattened base, rounded edge
to outturning walls and rounded corners; inside 
rectangular shallow depression with small ridge along
the inside rim. Much encrustation on the surface.
Traces of red pigment on the upper surface. 

TOMB 237

The contents of this tomb were transferred from the
museum in Athens to Syros in 1971. Only the bone
tube is listed in the inventory in Syros as coming
from this tomb. Based on the description of the
marble footed bowl in the museum catalogue in
Athens, it seems probable that this bowl is the same
as the one listed in Syros under no. 385. The 
obsidian blade could not be identified among similar
objects in the museum in Syros.

120  (prob. Syros 385) STONE FOOTED BOWL
(fig. 52)
H 0.055; Diam rim 0.086; Diam base 0.035
White marble. Incomplete, large part rim missing.
Flat base, solid raised foot, outcurving spreading thin
wall with rounded lip.  

121 (Syros 829) BONE TUBE (fig. 52)
L pres. 0.05; Diam 0.013
Greenish bone core with brittle white surface.
Fragment of bone tube, broken and mended from
many small pieces, both ends missing. Inside frag-
ment of blue pigment. Few faint traces of incised
decoration on the exterior, consisting of concentric
lines and hatching.

122 (Syros, unknown inv.no.) OBSIDIAN BLADE
No further details available.

TOMB 239

123 (Syros 151) PAN (fig. 52)
H 0.048; Diam rim 0.239; Diam base 0.287; L with
handle 0.287
Medium, dark grey to reddish-brown fabric (5 YR
4/1-2.5 YR 4/4) with dark grey core (2.5 YR 4/0).
Dark burnished lustrous surface. Some irregular
blackened areas on exterior. Incomplete, parts of the
wall and handle missing.
Flattened convex base, rounded edge to flaring wall
with rounded lip; Handle missing, but probably 
forked. Decorated on the exterior base with incised
and impressed geometric motifs. Along the side a
concentric band of Kerbschnitt; the centre is filled
with impressed interconnected spirals; near the
handle a horizontal incised line with Kerbschnitt on
each side, and at right angles a line downwards with
impressed interconnected spirals on either side.
Publ. Bossert (1960), fig. 7,13.

124 (Syros 154) SPHERICAL JAR (fig. 52)
H 0.129; Diam rim 0.11; Diam max 0.194; Diam base
0.06
Medium, very dark grey to dark greyish-brown fabric
(7.5 YR 3/0-10 YR 4/2) with dark grey core (10 YR
4/1). Dark black-brown burnished surface. Incom-
plete, rim partly missing.
Flat base, spherical body, upright collar-shaped rim
with rounded lip. Three semi-circular oblique pierced
lugs above the widest diameter.
Undecorated.
Publ. Renfrew (1972), pl. 8,14.
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TOMB 242

The tomb is described in the report published by
Tsountas. It was found destroyed. The finds were
distributed over three locations inside the tomb. On
one side of the tomb were two marble bowls each
with a collection of finds inside. The first bowl
contained a sea shell, a bronze scraper and blue
colouring substance; the second bowl had a sea shell,
a bronze scraper, and a bronze pair of tweezers. A
little further away stood an incised jar. Not all the
objects could be recognized in the inventory of the
museum in Athens, although it seems unlikely that
certain items from this tomb group were transferred
to other collections. The objects which Tsountas
described as palettes are in fact marble bowls. In
addition to the finds mentioned by Tsountas in his
report, the inventory of the museum in Athens lists a
decorated bone pin from this tomb. The separate
entry for the blue colouring substance indicates that
this is not the same as the material still found in the
marble bowl (no. 127), but probably a small lump of
pigment. Both shells, the tweezers and both scrapers
were not available for study.
Publ. Tsountas (1899), 110.

125 (NAM, unknown inv.no.) JAR
“Incised decoration” (Tsountas 1899, 110). Probably
a footed biconical jar. No further details available.

126 (NAM 5016) STONE BOWL (fig. 53)
H 0.052; Diam rim 0.156; Diam base 0.059
White marble. Intact with few chips off the rim.
Flat base, spreading wall, thickened rim and lip with
groove along the inside.

127 (NAM 5017) STONE BOWL (fig. 53)
H 0.042; Diam base 0.029; Diam rim 0.088
White, fine and translucent marble. Intact.
Flat base, straight spreading wall with rounded lip.
Four horizontal lugs at the rim.
The bowl is still half filled with a blue, powdery 
colouring substance, traces of this are also on the
interior wall.

128 (NAM 5018) METAL TWEEZERS 
L 0.066.
Copper-based alloy. No further details available.

129 (NAM 11804.1) METAL SCRAPER
L 0.049
Copper-based alloy. Flat rectangular blade with three
rivets.No further details available.

130 (NAM 11804.2) METAL SCRAPER
L 0.031
Copper-based alloy. Rectangular flat blade with one
rivet. No further details available.

131 (NAM 11846.1) BONE PIN (fig. 53)
L pres. 0.074; Th 0.004; H bird 0.015; L bird 0.01
Short pin with round section preserved in three pie-
ces, probably incomplete; top mounted with small
bird, possibly a dove. Encrustation of blue pigment
on the surface.

132 (NAM 5269) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

133 (NAM, unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

134 (NAM 11846.2) BLUE PIGMENT
No further details available.

TOMB 246

135 (Syros 557) SAUCER (fig. 53)
H 0.036; Diam rim 0.101; Diam base 0.023
Medium, reddish-yellow to dark grey fabric (5 YR
6/6-4/1) with light red core (2.5 YR 6/6). Smoothed
and slipped surface. Intact.
Small flaring ring-foot, spreading conical wall, 
inturned rim with rounded lip; groove along edge of
the rim and wall on the inside. Undecorated.

TOMB 247

The only object from this tomb, described as a
punch, was transferred in 1971 from the National
Museum in Athens to Syros. It could not be identi-
fied among the objects in Syros recorded without a
tomb number. Tsountas (1899, 102) mentions to
have found a bronze pin near the shoulder bone of
the burial.

136 (Syros, unknown inv.no.) METAL PUNCH
Copper-based alloy. No further details available.

TOMB 249

137 (Syros 456) SAUCER (fig. 53)
H 0.045; Diam rim 0.103; Diam base 0.029
Fine-medium, reddish-yellow fabric (5 YR 6/6) with
grey core (7.5 YR 5/0). Smoothed surface. Fired at
high temperature. Intact.
Small ring foot, spreading conical wall, inturning rim
with rounded lip. Undecorated.
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TOMB 250

138 (Syros 764) BOWL (fig. 53)
H 0.032; Diam rim 0.115
Medium-coarse, reddish-brown fabric (5 YR 5/3)
with grey core (5 YR 5/1). Exterior surface covered
with yellow-white slip. Intact, few chips off the rim.
Convex base, convex hemispherical body with roun-
ded lip. Undecorated.

TOMB 252

139 (Syros 778) SAUCER (fig. 53)
H 0.046; Diam rim 0.102; Diam base 0.023
Medium-coarse, light reddish-brown fabric (5 YR
6/4) with reddish-grey core (5 YR 5/2). Smoothed
slipped pink surface (5 YR 7/4). Intact.
Small ring foot, convex base, flaring wall with roun-
ded lip. Undecorated.

TOMB 254

140 (NAM 5020) BOWL (fig. 53)
H 0.052; Diam rim 0.140
Fine-medium, light reddish-yellow fabric (5 YR 6/4)
with same core. Intact.
Convex base, convex hemispherical body, spreading
rim with rounded lip. Undecorated.

TOMB 255

The tomb is not described by Tsountas, but its con-
tents are listed by Åberg and consist of a marble
footed bowl and a bone tube.
Publ. Åberg (1933), 102, no. 9.

141 (NAM 5021) STONE FOOTED BOWL
(fig. 53)
H 0.04-0.045; Diam rim 0.065; Diam base 0.033
White marble. Incomplete, part of the base missing.
Trumpet-shaped flaring hollow foot, outwards cur-
ving wall, spreading rim with rounded lip.
Publ. Getz-Gentle (1996), 291, no. L2, pl. 98a.

142 (NAM 5022) BONE TUBE (fig. 53)
L pres. 0.04; Diam 0.017
A fragment, broken into several pieces. Incomplete. 
Round hollow tube, two opposite holes at the top.
Decorated with incised motifs on the exterior, con-
sisting of hatched lozenges between parallel line
round the top of the tube.

TOMB 256

The metal pair of tweezers were identified on the
basis of the reference in the inventory book of the
museum in Athens to the illustration of another

similar pair of tweezers in Tsountas (1899), pl. 10,42.
It was the only pair of tweezers in Syros of this 
particular type.

143 (Syros 793) METAL TWEEZERS (fig. 53)
L 0.066; W 0.009-0.0035; Th 0.0012
Copper-based alloy. Intact.
Arms widening towards convex tips; top consisting
of pinched looped head, flat section. 
It is encrusted inside the shell (Syros 792).

144 (Syros 791) OBSIDIAN BLADE (fig. 53)
L 0.072; W 0.012-0.0095; Th 0.0035
Prismatic section, dorsal ridge, curved with uplifted
upper end. Complete.

145 (Syros 792) SHELL (fig. 53)
One valve of a scallop (Pecten jacobaeus L.). Bronze
tweezers found (inv.no. Syros 793) encrusted to the
inside of the shell.

TOMB 258

146 (NAM 5024) BOWL (fig. 53)
H 0.055; Diam rim 0.13
Medium, reddish-brown fabric (5 YR 5/4) with light
red core (10 YR 4/4). Intact.
Small circular depression at the base, hemispherical
body, spreading rim with rounded lip. Undecorated.

TOMB 259

The catalogue of the museum in Athens only lists an
obsidian blade from this tomb. It was transferred to
Syros in 1901. Among the group of objects arriving
at the museum in Ermoupolis in 1901, only two were
obsidian blades (inv.no. 202.1-2). One of these is
likely to have come from this tomb. Unfortunately
neither of the obsidian blades could be located 
during my studies in the museum in Syros. 

147 (prob. Syros 202.1) OBSIDIAN BLADE
L 0.056 (from museum inventory book)
No further details available.

TOMB 260

The circular to oval groundplan is illustrated in the
report published by Tsountas (see above figs. 17-18).
No further details are available regarding this tomb
or the location of the finds inside.
Publ. Tsountas (1899), fig. 5, pl. 7: 3.

148 (NAM 5026) ONE-HANDLED TANKARD
(fig. 53)
H 0.103; Diam base 0.06; Diam rim 0.152
Fine-medium, dark brown fabric (7.5 YR 4/2-4/3)
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with grey core. Surface dark burnished all over.
Complete, mended from three large fragments.
Flaring foot with hollow base, cylindrical stem, 
hemispherical bowl, upright rim with rounded lip.
Undecorated.
Publ. Tsountas (1899), pl. 9,5; Kavvadias (1914), 
fig. 512; Zervos (1957), pl. 184; Renfrew (1972), 
pl. 9,4.

TOMB 261

149 (Syros 766) BOWL (fig. 54)
H 0.04; Diam rim 0.116
Medium-coarse to coarse, reddish-brown fabric (ex-
terior 2.5 YR 5/4, interior 2.5 YR 4/3) with slightly
darker core (not clearly visible). Traces of slip on
exterior and interior surface. Intact, with alarge crack
from base to rim.
Convex base, convex hemispherical body with 
rounded lip. Undecorated.

TOMB 262

The tomb is described in the report published by
Tsountas. No details are mentioned about the tomb
itself. The finds were discovered in three different
locations inside the tomb. Left of the entrance were
two small clay bowls, one inside the other; on the
right side a pan with a bronze scraper and a stone
plug inside it; and nearby was a black clay bowl. Only
the black clay bowl (footed), the bronze scraper, and
the stone plug were identified among the entries in
the inventories of the museum in Athens and 
Ermoupolis. The scraper and the stone plug are,
however, probably wrongly registered as from tomb
263. The fragments of a bone tube, registered in the
museum in Athens as from tomb 262 are not 
mentioned in the report by Tsountas.  This tomb
group appears to have been dispersed over at least
two museum collections. 
Publ. Tsountas (1899), 110.

150 (Syros 155) GOBLET (fig. 54)
H 0.051; Diam base 0.022; Diam rim 0.069
Medium, very dark grey fabric (10 YR 3/1) with grey
core (10 YR 5/1). Dark burnished surface. Intact.
Flaring ring-foot, hollow base, low stem, flaring wall,
outcurving rim with rounded lip. Undecorated.

151 (NAM, unknown inv.no.) PAN
Only a fragment of a pan decorated with impressed
spirals and concentric circles connected with incised
tangential strokes. No further details available.
Publ. Tsountas (1899), fig. 15; Coleman (1985), 
no. 28.

152 (NAM, unknown inv.no.) BOWL
No further details available.

153 (NAM, unknown inv.no.) BOWL
No further details available.

154 (NAM 5027.2) STONE STOPPER (fig. 54)
H 0.008; Diam top 0.014; Diam base 0.01
Green-blue stone. Intact.
Cylindrical lid with disc-like extending top; hole
through the plug corresponding to holes in a bone
tube which was not preserved in this tomb.

155 (NAM 5027.1) METAL SCRAPER (fig. 54)
L 0.036; W 0.013; Th 0.002; L rivet 0.008
Copper-based alloy.
Rectangular thin blade with rivet at one small end;
two incised lines surrounding the rivet indicating the
area covered by the original haft (possible bone or
wood); upper end was probably the cutting edge.
Intact, corroded.

156 (NAM 5027.3) BONE TUBE 
Five small fragments. No further details available.

TOMB 263

157 (NAM 5028) STONE BOWL (fig. 54)
H 0.055; Diam rim 0.112; Diam base 0.042
White marble. Intact.
Flat base, straight spreading wall, rounded lip; four
rectangular horizontal lugs at right angles at the rim.
Publ. Hekman (1990), fig. 4.

158 (NAM 11836.1) BONE TUBE (fig. 54)
L pres. 0.082; Diam 0.016-0.013
Fragment of a round hollow tube widening towards
the straight cut top. Two opposite holes near the top.
Lower end pointed and partly broken off. Filled
inside with solid encrustation, possibly the remains
of colouring substance. 

159 (NAM 11836.2) BONE PIN (fig. 54)
L pres. 0.048; Th 0.003
Short pin with round section; broken into three pie-
ces. Incomplete.

160 (NAM 11836.3) BONE PIN (fig. 54)
L pres. 0.072; Th 0.004
Pin with round section; broken into three pieces.
Incomplete.

TOMB 264

This tomb is described in the report published by
Tsountas. It has a circular ground plan. The finds
were found together on the right side of the 
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entrance. These consisted of a pyxis, a bronze 
spatula, a fragment of a bronze chisel, three rocks
used as grinders or pounders, two lumps of red 
colouring substance, and a clay cup or bowl. Åberg
only lists a pyxis and a spatula among the finds from
this tomb. Two parts of a bronze pin and a second
spatula are registered in the museum in Athens from
this tomb, they are not mentioned in the report by
Tsountas.
Publ. Tsountas (1899), 110; Åberg (1933), 102, 
no. 10.

161 (NAM 5029) SPHERICAL JAR (fig. 54)
H 0.058; H with lid 0.07; Diam rim 0.049; Diam max
0.091; Diam base 0.025
Medium, very dark grey-brown fabric (10 YR 3/1)
with light brown core (7.5 YR 6/4). Dark brown
burnished surface. Intact.
Circular depression at base, conical body, collar-rim
with pointed lip bevelled on the inside. Three 
oblique pierced lugs at the widest diameter. Lid with
semi-circular vertical lug, straight sides.
Decorated on the upper half of the body and on top
of the lid with incised white-filled motifs. On the
shoulder a band of double Kerbschnitt followed by a
concentric line; above and below, a band of 
impressed connected concentric circles and a band
of double Kerbschnitt with incised lines. On the top
of the lid is a concentric band of Kerbschnitt along
the side, followed by a band of impressed connected
concentric circles and a band of Kerbschnitt around
the handle.
Publ. Tsountas (1899), pl. 8,12; Kahrstedt (1913), 
fig. 7,1; Montelius (1924), fig. 91,4; Åberg (1933), 
fig. 148; Zervos (1957), pl. 200; Bossert (1960), 
fig. 8,11; Schachermeyr (1967), fig. 27,b; Sapouna-
Sakellaraki (1973), pl. 4 top, 50 top left; Müller-Karpe
(1974), pl. 362,6; Papathanasopoulos (1981), pl. 75;
Ekschmitt (1986), pl. 5,b.

162 (NAM 5274) SAUCER (fig. 54)
H 0.026; Diam base 0.027; Diam rim 0.098
Medium, light red fabric (2.5 YR 6/6) with dark
reddish-grey core (5 YR 4/2). Intact.
Small ring foot, outcurving wall, upright rim with
rounded lip. Undecorated.

163 (NAM 5270) STONE HAMMER (fig. 54)
L 0.188; W max 0.072; W min 0.043; Th 0.035
Grey-blue stone. Intact.
Elongated stone with concave sides and rounded
top; lower end thinner and widening. Smoothed
surfaces.

164 (NAM 5271) STONE POLISHER (fig. 54)
L 0.104; W 0.054; Th 0.032
Green veined stone. Intact.

Irregular ovoid stone grinder with smoothed 
surfaces.

165 (NAM 5272) STONE POUNDER (fig. 54)
H 0.067; W 0.053; Th 0.079
Light greyish stone or marble. Intact.
Flat base, irregularly shaped stone with smoothed
surfaces.

166 (NAM 5030.1) METAL SPATULA (fig. 54)
L pres. 0.155; W max 0.027; Th 0.002
Copper-based alloy.
Long very thin blade with rounded top and pointed
tip, extreme point broken off. Corroded surface.
Intact.
Publ. Tsountas 1899, pl. 10:29; Branigan (1974), no.
104.

167 (NAM 5030.2) METAL CHISEL (fig. 54)
L 0.042
Copper-bases alloy. Square section with sharpened
edges at both ends. Corroded surface. Intact.

168 (NAM 5030.3) METAL CHISEL/AWL
L fragments 0.019 and 0.012
Copper-based alloy. 
Square section, upper part widening and flat with
bulbous protrusion. Incomplete.

169 (NAM 5031) METAL CHISEL 
L pres. 0.0335; W 0.006-0.009
Copper-based alloy.
Fragment of chisel or awl with square section, cut-
ting edge extending sideways in relation to the shaft.
Incomplete and very corroded.
Publ. Tsountas (1899), pl. 10:44; Branigan (1974), 
no. 918; Müller-Karpe (1974), pl. 357,33.

170 (NAM 5273) RED PIGMENT
Twelve fragments of various sizes. No further details
available.

TOMB 265

171 (NAM 5033) COLLARED JAR (fig. 55)
H 0.162; Diam rim 0.071; Diam max 0.138; Diam
base 0.049
Medium, dark grey to reddish-brown fabric 
(5 YR 3/1-2.5 YR 4/3) with grey core (2.5 YR 5/0).
Dark burnished surface. Incomplete, mended and
restored.
Flat base, biconical body with four rectangular lugs
placed horizontally at the widest diameter. 
Outcurving rim with flattened lip. Undecorated.
Publ. Tsountas (1899), pl. 9,3.



APPENDIX 1

220

172 (NAM 5275) BOWL (fig. 11)
H 0.03; Diam rim 0.121-0.0125
Medium, light reddish-brown fabric (5 YR 6/4) with
light red core (2.5 YR 4/2). Intact, rim chipped.
Convex base, hemispherical body, spreading rim with
rounded lip; groove along the outside rim. Oval rim
diameter, two sides pressed inwards. 
Undecorated.

173 (NAM 5032.1) METAL TWEEZERS (fig. 55)
L 0.077; W 0.033-0.012; Th 0.008
Copper-based alloy.
Thin flat strap of bronze with rounded top and tips
ending in a widening convex. Intact, heavy 
corrosion.

174 (NAM 5032.2) METAL SCRAPER (fig. 55)
L 0.051; W 0.017; Th 0.007
Copper-based alloy.
Flat rectangular blade, broken off at the top; three
holes at the top with two rivets still in place; traces of
the haft attachment. Intact.

175 (NAM 5032.3) METAL SPATULA (fig. 55)
L 0.067; W 0.012-0.0055; Th 0.002-0.0045
Copper-based alloy.
Flat blade ending in wide convex edge; top bent
backwards creating an eye. Intact, heavy corrosion.

176 (NAM 5276) SHELL
L 0.084; W max 0.093; W min 0.044
Complete scallop (Pecten jacobaeus L.). 

TOMB 266

The tomb is not described by Tsountas, but the
contents of this tomb are listed by Åberg. They 
include a footed collared jar and a marble bowl.
Publ. Åberg (1933), 102, no. 11.

177 (NAM 5034) FOOTED BICONICAL JAR
(fig. 55)
H recon. 0.207; Diam rim 0.092; Diam max 0.155;
Diam base 0.08
Medium, light red to dark reddish-brown fabric (2.5
YR 4/2-5 YR 3/2) with similar core (no Munsell
code obtainable). Dark burnished surface. 
Incomplete, restored, large part of upper body and
rim missing. 
Hollow trumpet-shaped foot, biconical body 
outcurving rim with flattened lip; two small 
horizontal lugs above the widest diameter. 
Decorated on the upper half of the body with white-
filled incised and impressed geometric motifs. On
the shoulder between concentric lines a band of
impressed connected concentric circles, followed by
a band of vertical double zig-zags and another band

of connected concentric circles between incised lines.
Publ. Zervos (1957), pl. 214; Bossert (1960), fig. 8,10.

178 (NAM 5035) STONE BOWL (fig. 55)
H 0.055-0.059; Diam rim 0.104; Diam base 0.04
White marble. Intact.
Flat, slightly concave, base, low raised solid foot,
hemispherical bowl, upright rim with flattened lip;
four rectangular horizontal lugs at the rim.
Zervos (1957), pl. 21-22.

TOMB 267

The inventory of the museum in Athens lists two
objects from this tomb. Both were transferred to
Syros in 1901. Based on the information in the 
description of each object in the Athens catalogue it
was possible identify one of the objects among the
group of items which entered the museum in Syros
in 1901, with reasonable confidence. The footed
biconical jar described in the Athens inventory is
almost certainly the same as the one listed in Syros
under number 161. The identification of the marble
bowl is less certain, but nevertheless highly probable.

179 (prob. Syros 161) FOOTED BICONICAL JAR
(fig. 55)
H 0.144; Diam rim 0.068; Diam max 0.109; Diam
base 0.068
Medium, very dark grey-brown fabric (10 YR 3/1)
with greyish-brown core (10 YR 5/2). Dark 
burnished surface. Incomplete, mended and 
restored.
Trumpet-shaped foot flaring towards a hollow base,
biconical body with four horizontal lugs (two 
missing), outcurving rim with rounded lip.
Decorated on the upper half of the body with 
concentric bands of incised geometric motifs. Two
bands of Kerbschnitt and incised lines with a band of
connected concentric circles in between.
Publ. Bossert (1960), fig. 8,5; Renfrew (1972), 
fig. 11.1,1; Treuil (1983), fig. 98,1.

180 (prob. Syros 399) STONE BOWL (fig. 55)
H 0.032; Diam rim 0.10; Diam base 0.02
White veined marble with yellow encrustation. 
Intact.
Flat base, conical flaring wall with rounded rim.

TOMB 268

This tomb is described by Tsountas in his published
report. It has a circular ground plan, but was found
destroyed. No details are mentioned regarding the
distribution of the finds inside the tomb. Only one
of these objects was recognised among the entries of
the inventory of the museum in Athens. The 
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remaining finds (two pans, the stone palette, and a
clay bowl) are probably among the objects described
in the next chapter. In addition, the Athens 
inventory lists an obsidian blade from this tomb
which is not mentioned in the published report by
Tsountas.
Publ. Tsountas (1899), 110.

181 (NAM, unknown inv.no.) PAN
No further details available.

182 (NAM, unknown inv.no.) PAN
No further details available.

183 (NAM, unknown inv.no.) BOWL
No further details available.

184 (NAM, unknown inv.no.) STONE PALETTE
No further details available.

185 (NAM 5038) STONE POUNDER (fig. 55)
H 0.163; Diam base 0.093; Diam rim 0.061 
Red-white, black and grey-blue speckled stone (grani-
te) with fine crystaline structure.
Convex, highly polished base, tapering sides towards
extending edges of head with convex top. Intact with
few parts of the surface chipped. Smoothed polished
surface. 
Publ. Tsountas (1899), fig. 31; Zervos (1957), pl. 35.

186 (NAM 5039) OBSIDIAN BLADE (fig. 55)
L pres. 0.084; W 0.011; Th 0.003
Thin blade with prismatic section, long narrow 
dorsal ridge, head tilted upwards, lower end curved
downwards.

TOMB 269

187 (Syros 553) FOOTED BOWL (fig. 56)
H 0.098; Diam rim 0.154; Diam base 0.065
Medium, reddish-brown fabric (7.5 YR 5/6) with
dark grey core (2.5 YR N/4). Dark burnished 
surface. Incomplete, parts of the rim missing.
Flaring foot, thick cylindrical stem, conical wall,
hemispherical body, spreading rim with rounded lip
bevelled inwards. Undecorated.

TOMB 271

This tomb is described by Tsountas in his published
report. The tomb has a circular ground plan. At the
right side in the tomb, a fragment of the skull was
found together with a pyxis; nearby was a carved
bone tube; near the feet was an obsidian blade. Only
the pyxis is listed as coming from this tomb among
the finds from Chalandriani in the museum in
Athens.The other items were possibly transferred to

the museum in Syros.
Publ. Tsountas (1899), 110-111.

188 (NAM 5225) PYXIS (fig. 56)
H 0.05; Diam rim 0.072; Diam base 0.120; H lid
0.052; Diam base lid 0.087; Diam rim lid 0.122
Fine-medium, reddish-yellow surface (7.5 YR 7/6)
with greyish core (no Munsell colour code 
obtainable). Fine light slip on surface. Dark painted
decoration on exterior and interior. Intact.
Cylindrical pyxis with broadly extending base (base
and top of lid slightly convex), straight upright wall
with rounded lip; inside flat base with straight wall.
The lid has the same shape as the pyxis, fitting inside
the wall of the pyxis. Four holes through the top of
the lid.
Decorated with dark painted geometric motifs all
over the exterior surfaces, except the bottom of the
pyxis. Motifs consisting of thick chevrons and 
multiple zig-zags, with some areas filled with solid
dots. The lid is divided into four quarters by a cross
of parallel lines filled with row of dots, each quarter
containing superimposed chevrons and rows of solid
dots. On the exterior of the wall of the lid is a band
of thick connected circles with a dot in each circle.
Edges marked by broad lines.
Publ. Tsountas (1899), pl. 8,11-11a; Tsountas (1928),
fig. 17; Kavvadias (1914), fig. 516; Montelius (1924),
fig. 90, 1 a-b; Winter (1925), fig. 83,9; Åberg (1933),
fig. 155; Zervos (1957), pl. 234; Lacy (1967), 
fig. 100,a; Higgins (1967), fig. 55; 
Sapouna-Sakellaraki (1973), pl. 42; Müller-Karpe
(1974), pl. 363,11; Papathanasopoulos (1981), 
pl. 84-85; Ekschmitt (1986), pl. 4,b; Renfrew (1991),
fig. 37.

189 (NAM, unknown inv.no.) BONE TUBE
No further details available.

190 (NAM, unknown inv.no.) OBSIDIAN BLADE
No further details available.

TOMB 275

The only object from this tomb listed in the 
inventory in Athens is a sauceboat, which was
transferred to the museum in Syros in 1901. Among
the group of objects which arrived in Syros in that
year, only one was a sauceboat. The description in
the entry of the Athens inventory and the illustration
of this sauceboat in pl. 9: 8 of the report published
by Tsountas fits closely with the drawing made of the
sauceboat described below. Based on the informa-
tion in the entry of the Athens inventory, it seems
therefore most likely that the sauceboat 
described below is the same one mentioned in the
inventory in Athens from this tomb.
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191 (prob. Syros 175) SAUCEBOAT (fig. 56)
H 0.085-0.127; Diam rim 0.10; Diam base 0.061
Medium, blue-grey to light grey fabric (5 YR 7/0)
with yellowish-grey core (2.5 YR 7/2). Smoothed
and slipped surface with metallic appearance. Intact.
Hollow flaring foot, biconical wall with rounded thin
lip; one vertical handle with circular section opposite
high spout. Undecorated.

TOMB 276

Both the museum in Athens and in Syros mention a
conical cup from this tomb. The one in Athens could
not be located during my study visits. It seems there-
fore likely that it was transferred to Syros in 1971
together with many other objects from Chalandriani,
although this could not be confirmed by the Athens
inventory. A label stuck on the cup mentions Tomb
276, contrary to the entry in the inventory book in
Syros, which mentions tomb 296. The original inven-
tory number in Athens, 5041, puts this cup in a con-
secutive list of increasing tomb numbers and the
attribution to this tomb seems therefor the most
likely.

192 (Syros 731) CUP (fig. 56)
H 0.054; Diam rim 0.071; Diam base 0.036
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with slightly different core (2.5 YR 5/4). Incomplete,
large fragment of the rim and upper wall missing.
Hollow raised ring foot, outcurving wall, thick 
rounded lip; thick walled and crudely made.
Undecorated.

TOMB 278

193 (Syros 528) FOOTED BICONICAL JAR
(fig. 56)
H 0.132; Diam rim 0.073; Diam max 0.101; Diam
base 0.071
Medium, light-brown fabric (7.5 YR 7/4) with 
greyish core (7.5 YR 6/0). Dark burnished surface.
Incomplete, mended and restored; one lug missing
and chips at the rim and base.
Trumpet-shaped foot flaring towards hollow base,
biconical body with three horizontal rectangular lugs
places at the widest diameter at opposite sides (pro-
bably one missing). Outturned collar with rim flatte-
ned at the top.  Undecorated.

TOMB 279

194 (Syros 675.1) METAL PIN (fig. 56)
L pres. 0.055; Th 0.002
Copper-based alloy.
Broken into three pieces, pointed tips at two pieces,
third piece thicker, circular section. Incomplete.

195 (Syros 675.2) METAL SCRAPER (fig. 56)
L pres. 0.028; W 0.015; Th 0.001
Copper-based alloy. Incomplete, corroded surface.
Rectangular thin blade, both smaller sides broken
off; one rivet in place. Incomplete, corroded.

TOMB 282

This tomb only contained one marble bowl, 
according to the inventory of the museum in Athens.
It was transferred to the museum in Syros in 1901.
Based on the information in the Athens inventory,
the marble bowl could be identified with a 
reasonable degree of certainty among the different
marble bowls that have entered the museum in Syros
in 1901 and for which no tomb number was 
recorded.

196 (prob. Syros 180) STONE BOWL (fig. 56)
H 0.029; Diam rim 0.094; Diam base 0.014
White marble. Intact.
Flat base, spreading straight wall, thick rim with flat
lip rolled inside with groove along the inside rim.
Publ. Tsountas (1899), fig. 26; Kavvadias (1914), 
fig. 527; Renfrew (1972), fig. 11.1,6; Treuil (1986),
fig. 98,6; Getz-Gentle (1996), 276, no. G11.

TOMB 283

This tomb group is not published by Tsountas, but
the contents of this tomb are listed by Åberg, and
include a pan and a marble bowl.
Publ. Åberg (1933), 102, no. 12.

197 (NAM 5046) PAN (fig. 56)
Diam max 0.188
Medium, greyish-brown to dark grey brown fabric
(10 YR 5/2-4/1) with light grey brown core (10 YR
6/2). Dark burnished surface. Incomplete, only 
partially preserved, mended and restored. 
Flat oval concave base, sharp edge towards 
extending flaring wall with rounded lip; forked 
handle ending in two prongs with round knobs.
On the exterior of the base various patterns of 
incised and white-filled geometric motifs. From the
outside to the middle: along the edge a double
Kerbschnitt, a concentric line, and circular area in
the middle filled with interconnected concentric
circles. Near the handle a boat with oars and a fish
on the high prow; below an incised pubic triangle.
Publ. Tsountas (1899), fig. 19; Coleman (1985), 
no. 16, pl. 35, fig. 13, ill. 5.

198 (NAM 5045) STONE BOWL (fig. 56)
H 0.045; Diam rim 0.11; Diam base 0.042
White marble.
Flat base, outward curving convex wall ending in
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rounded rim; thickening of the lip at the inside. Four
horizontal lugs off the rim placed at right angles.
Publ. Getz-Gentle (1996), 276, no. G17.

TOMB 284

The obsidian blade from this tomb could not be
located in the museum in Athens during my studies.
It may have been transferred to the museum in Syros
in 1971. The inventory of the museum in Syros,
however, does not include a reference to an obsidian
blade from this tomb.

199 (NAM 5047) OBSIDIAN BLADE
No further details available. 

TOMB 286

The three obsidian blades from this tomb were
transferred from the museum in Athens to Syros in
1971. Unfortunately the inventory in Syros does not
mention this tomb number for any of the obsidian
blades kept there.

200 (Syros, unknown inv.no.) OBSIDIAN BLADE
No further details available.

201 (Syros, unknown inv.no.) OBSIDIAN BLADE
No further details available.

202 (Syros, unknown inv.no.) OBSIDIAN BLADE
No further details available. 

TOMB 287

The only object mentioned in the inventory in
Athens from this tomb was a decorated pyxis with
lid, transferred to Syros in 1901. Based on the details
of the description in the entry of the Athens 
inventory the identification of this pyxis with the one
described below can be considered very likely. 

203 (prob. Syros 177) SPHERICAL JAR (fig. 57)
H 0.066; Diam rim 0.085; Diam max 0.172; Diam
base 0.088
Medium-fine almost pure paste, yellowish-brown
fabric (10 YR 7/6), with red core (2.5 YR 5/6). 
Slipped surface with very dark grey (black) painted
decoration (2.5 YR 3/0). Intact.
Flat base, biconical, squat body with flaring rim and
rounded lip. Two double tubular, vertically pierced
lugs placed diametrically above the widest diameter.
Circular disk-shaped lid with four holes.
Decorated on the upper part of the body with 
painted geometric motifs in concentric bands, 
consisting of a band of semi-circular solid curved
lines, thick horizontal concentric band, complex

band of hatched triangles pointing downwards with
pointed lines and rows of dots in between. The lid is
decorated with two broad solid lines crossing in the
centre and quarters filled with solid lines and rows of
dots.

TOMB 288

All objects from this tomb are in the museum in
Athens. The bone tube described below and 
illustrated by Tsountas in his report (pl. 10, 2) is
reported by him as coming from Tomb 228. The
inventory in Athens, however, has the same object
listed under number 5051 and shows 
Tomb 288 as the origin. In view of the fact that the
drawing of inv.no. 5051 is exactly similar to the bone
tube illustrated in pl. 10, 2, it seems plausable that
this is indeed the same object. No other bone tube in
the collections studied fits the illustration given by
Tsountas. It seems therefore likely that the reference
in the report by Tsountas to this bone tube (p. 104)
wrongly mentions Tomb 228 instead of 288. 
Furthermore, the particular inventory number of this
bone tube places it among a series of consequetive
numbers of other objects from the same tomb. The
two shells were not available for study.

204 (NAM 5052) JUG (fig. 57)
H max 0.077; Diam base 0.024; Diam rim 0.016.
Medium, brown fabric (7.5 YR 5/2) with grey core
(7.5 YR 4/0). Dark burnished surface treatment.
Intact.
Flat base, periform body, incurving neck, vertical
handle with circular section from the shoulder to
below the lip, spout at opposite side pointing up-
wards. Very small mouth opening. Undecorated.

205 (NAM 5049) STONE FOOTED BOWL
(fig. 57)
H 0.031-0.036; Diam base 0.036; Diam rim 0.052
White, fine marble. Intact with few chips off the rim.
Flat slightly concave base, solid flaring foot, low
cylindrical stem, base of the bowl is horizontally
extending, flaring thick wall. The bowl is not evenly
centred on the stem. Polished surface.

206 (NAM 5051) BONE TUBE (fig. 57)
L 0.117; Diam 0.02-0.016
Hollow round tube with straight-cut top and lower
pointed end. Two opposite hole at the top. 
Complete.
Decorated with five incised concentric lines near the
top, followed by five bands of hatched triangles
between lines placed in alternating order, and closed
near the lower end by a band of chevrons enclosed
by parallel lines.
Publ. Tsountas (1899), 104, pl. 10,2; Montelius
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(1924), fig. 329; Åberg (1932), fig. 290; Åberg (1933),
fig. 18; Schachermeyr (1955), fig. 53,2; Zervos
(1957), pl. 262 top left..

207 (NAM 5277) SHELL
Probably a scallop (Pecten jacobeus L.). No further
details available.

208 (NAM 5278) SHELL
Probably a scallop (Pecten jacobeus L.). No further
details available.

TOMB 289

209 (NAM 5053) PAN (fig. 57)
H 0.024; Diam base 0.198; Diam rim 0.188;
L max 0.27
Medium, reddish-brown fabric (5 YR 5/3) with
greyish-brown core (10 YR 5/2). Smoothed surface
with lustrous dark brown burnish all over (5 YR 3/2-
3/3). Incomplete, large fragments restored and 
mended.
Rounded convex base, extending rounded edge to
flaring wall, rounded lip; forked handle ending in two
knobs with circular section.
Decorated on the base with white-filled incised and
impressed motifs arranged in concentric bands.
Along the outer edge a band of double Kerbschnitt
closed off from the central area by a concentric line.
The central area is filled with regularly placed 
inpressed concentric circles connected with oblique,
incised stokes. In the lower part an incised boat to
the right with a fish and oblique strokes above and
below the hull. Further down an incised pubic 
triangle with short strokes on either sides.
Publ. Tsountas (1899), fig. 20; Bossert (1960), 
fig. 2;  8,15; Coleman (1985), no. 15, pl. 35.

TOMB 290

210 (Syros 776) SAUCER (fig. 57)
H 0.051; Diam rim 0.095; Diam base 0.03
Medium-coarse, greyish-brown fabric (10 YR 5/2)
with grey core (5 YR 5/1). Smoothed surface with
pinkish-white slip on exterior surface (7.5 YR 8/3).
Incomplete, with a large part of the foot missing.
Small ring foot, convex base, outflaring wall with
incurving rim and rounded lip. Undecorated.

TOMB 291

A handwritten note, probably by Tsountas, inside the
box containing the obsidian blade informs us that
inventory numbers 5054 and 5055 came from this
tomb. The bone tube was unfortunately not available
for study.

211 (NAM 5054) BONE TUBE (fig. 57)
L 0.11
Fragments. Comparable in shape to the one illustra-
ted in Tsountas (1899), pl. 10,2. No further details
available.

212 (NAM 5055) OBSIDIAN BLADE (fig. 57)
L 0.047; W 0.009; Th 0.0025
Small blade with parallel side, a dorsal ridge and
prismatic section, a pointed tip and the upper part
curving upwards. Intact.

TOMB 292

This tomb is described by Tsountas in his published
report. It has a semi-circular ground plan. All the
finds were found together in the right front corner.
One of the bowls was found inside the pan. The
contents of this tomb were dispersed over two 
museums. The pan was transferred to Syros in 1901
were it was registered as originating from Tomb 292.
The other objects remained in Athens. One bowl
could not be identified among the objects from
Chalandriani in the museums in Athens or Syros. 
Publ. Tsountas (1899), 111.

213 (NAM 5056) SPHERICAL JAR (fig. 57)
H 0.085-0.092; Diam rim 0.062; Diam max 0.125;
Diam base 0.044
Fine-medium, light brown fabric (10 YR 7/3) with
light grey core (10 YR 7/2). Pale yellow slipped 
surface with dark grey to black painted decoration
(7.5 YR 4/0). Surface very worn, few traces of 
painted decoration.
Flat base, spherical body, upright collar-shaped rim
ending in rounded lip. Two oblique triangular lugs,
vertically pierced, at opposite sides just above the
widest diameter.
Decorated on the exterior and interior with painted
geometric motifs in horizontal bands. On the body a
band of hatched triangles. Along the inside of the
collar-rim a zig-zag line.
Publ. Theocharis (1951), fig. 8,a.

214 (NAM 11828) BOWL (fig. 57)
H 0.033-0.036; Diam rim 0.109; Diam base 
(depression) 0.016
Medium-coarse with large inclusions, dark grey 
fabric (2.5 YR 4/0) with red core (2.5 YR 5/6).
Smoothed surface. White encrustation on the 
exterior surface, Intact.
Circular depression at rounded base, outcurving wall,
upright rim with rounded lip; slight exterior groove
along the rim. Undecorated.
Publ. Hekman (1990), fig. 2.



TOMB INVENTORIES

225

215 (Syros 152) PAN (fig. 57)
H 0.04; Diam rim 0.197; Diam base 0.251
Medium, very dark grey to light reddish-brown fabric
(10 YR 3/1) with red core (2.5 YR 5/6). Dark 
burnished surface. Unevenly fired with black patches
in some areas. Incomplete, mended and restored.
Convex base, rounded edges to flaring wall with
rounded lip. Horizontal forked two-prong handle
ending in two round knobs with circular section. 
Decorated on the exterior of the base and on the
handle with concentric bands and free-field motifs.
Along the outside edge of the base a concentric band
of double Kerbschnitt and a concentric line. Central
area within filled with interconnected concentric
circles. At the base of the handle a straight line and
Kerbschnitt. At upper part of the handle a group of
three chevrons.
Publ. Tsountas (1899), fig. 12; Kavvadias (1914), 
fig. 510 right; Bossert (1960), fig. 1, fig. 7,12; 
Renfrew (1972), fig. 11.1,10; pl. 7,1; Treuil (1983), 
fig. 98,10; Zapheiropoulos (1988), p. 7 top; 
Coleman (1985), no. 8.

216 (NAM, unknown inv.no.) BOWL
No further details available.

TOMB 294

217 (Syros 767) BOWL (fig. 58)
H 0.047; Diam rim 0.123
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with slightly darker core (2.5 YR 4/3). Smoothed
exterior and interior surface, brush marks inside the
bowl. Intact, few chips off the rim.
Convex base, convex hemispherical bowl with 
rounded lip. Undecorated.

TOMB 296

218 (Syros 827) SHELL (fig. 58)
L 0.064; W 0.053
Limpet shell (Patella caerulla L.) with top broken off
creating a hole at the centre, possibly for using this
shell as a pendant.

TOMB 297

219 (NAM 5057) SPHERICAL JAR (fig. 58)
H 0.105; Diam rim 0.078; Diam max. 0.136; Diam
base 0.063
Medium, reddish fabric (2.5 YR 5/6) with greyish
core (2.5 YR 5/0). Smoothed surface. Incomplete,
restored.
Flat base, globular body with outflaring rim with
rounded lip; four horizontal handles vertically placed
at the shoulder. Undecorated.

220 (NAM 5058) PAN (fig. 58)
H 0.04; Diam rim 0.225; Diam base 0.186
Medium, reddish-brown to dark grey fabric (2.5 YR
5/4-5 YR 4/1) and light grey core (5 YR 6/2). Dark
burnished surface. Intact, rim partly restored. 
Convex oval base and rounded edge towards straight
flaring wall, inside concave; forked handle (restored)
ending in two knobs with circular section.
Decorated on the exterior base with white-filled
incised and impressed geometric motifs in 
concentric arrangements. Along the outer edge a
double Kerbschnitt and central area filled with 
impressed concentric circles. Area near the handle
separated by incised line with Kerbschnitt at either
side. Below probably incised pubic triangle.
Publ. Tsountas (1899), fig. 14; Kahrstedt (1913), 
fig. 9; Fimmen (1921), fig. 131; Montelius (1924), 
fig. 91,7; Zschietzschmann (1935), fig. 7; 
Bossert (1921), fig. 30; Zervos (1957), pl. 205; 
Bossert (1960), fig. 7, no. 10; Lacy (1967), fig. 100,c;
Schachermeyr (1967), pl. 27,c; Sapouna-Sakellaraki
(1973), pl. 49 below right; Müller-Karpe (1974), pl.
362,2; Coleman (1985), no. 12, pl. 36.

TOMB 300

221 (Syros 665) BONE TUBE (fig. 58)
L 0.099; Diam max 0.018
Round hollow tube with straight cut top with two
holes at opposite sides. Lower end cut to 
beak-shaped mouth. Remains of blue pigments.
Intact.

TOMB 302

222 (NAM 5060) FOOTED BICONICAL JAR
(fig. 58)
H 0.101; Diam rim 0.042; Diam max 0.071; Diam
base 0.046
Medium, dark grey brown fabric (7.5 YR 4/2) with
grey brown core (10 YR 5/2). Dark burnished 
surface, very worn. Incomplete, restored and 
mended, one lug missing.
Hollow flaring foot, biconical body with two 
rectangular lugs placed horizontally at the widest
diameter. Outcurving rim with rounded lip. 
Decorated on the exterior with white-filled incised
and impressed motifs in horizontal bands around the
upper part of the body. Two rows of connected
concentric circles between a band of double
Kerbschnitt and surrounded by incised lines.
Publ. Kahrstedt (1913), pl. VII,8.

223 (NAM 11854) CONICAL CUP (fig. 58)
H pres. 0.053; Diam base 0.038
Medium-coarse, reddish-brown fabric with similar
core (no Munsell codes available). Incomplete, only
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base with part of the wall preserved.
Flat base with thickened edge, straight spreading,
slighly outcurving wall.
Leaf impression on the base.
Publ. Hekman (1990), fig. 2.

224 (NAM 5061) OBSIDIAN BLADE  (fig. 58)
L 0.061; W 0.0025
Prismatic blade with flattened dorsal ridge giving two
cutting edges on the long sides. Thickened and 
curved top.

TOMB 303

The inventory of the museum in Athens lists only
one object from this tomb, a marble bowl. It was
transferred to the museum in Syros in 1901. Based
on the information in the entry in the inventories in
both museums it is very probable this bowl is the
same as the one described below.

225 (prob. Syros 187) STONE BOWL (fig. 58)
H 0.048; Diam rim 0.159; Diam base 0.035
White marble with some veins. Intact. Black patches
at inside bowl.
Small flat base, flaring wall, rounded rolled rim.
Groove along the inside of the rim.

TOMB 306

226 (NAM 5063) FOOTED BOWL (fig. 58)
H 0.12; Diam base 0.058; Diam rim 0.104
Medium, dark brown fabric (7.5 YR 4/2) with dark
grey core (7.5 YR 4/0). Black burnished 
semi-lustrous surface (7.5 YR 2/0). Complete, 
mended from several fragments.
Flaring foot widening towards hollow base, tapering
stem, outcurving hemispherical body, incurving rim
with pointed thin lip. Undecorated.
Publ. Tsountas (1899), pl. 9,16.

TOMB 307

The tomb is described by Tsountas in his published
report. It has an ellipsoidal ground plan. Fragments
of a human skull were encountered on the right in
the tomb. Nearby were three stone cups and two
marble female figurines. Behind the head were a clay
bowl and pan with a marble cup inside; inside this
cup was a bone tube. Another bone tube was inside
another cup. The third bone tube lay in the centre of
the tomb to the right of a lekane or basin (probably
the marble palette described below). In addition to
the objects mentioned by Tsountas, the museum in
Athens also lists a stone pestle from this tomb.
Unfortunately one of the bone tubes and the two
marble figurines could not be located in the museum

in Athens. 
Publ. Tsountas (1899), 111; Åberg (1933), 102, 
no. 13.

227 (NAM 5064) PAN (fig. 59)
H 0.047; Diam rim 0.25; Diam base 0.252
Medium, dark grey brown fabric (5 YR 3/1) with
lighter grey core (5 YR 7/1). Dark burnished surface.
Partly worn on the inside. Intact.
Convex base with outstretched rounded edge, flaring
low wall and forked two-prong handle ending in
thickened knobs with circular section. Rounded lip
on flaring rim.
Decorated on the exterior base with white-filled
incised and impressed geometric motifs. Along the
edge a band of double Kerbschnitt separated from
the interior field by an incised line. The central area
is completely filled with interconnected concentric
circles, evenly placed over the area. Near the handle
this field is bordered by a band of double
Kerbschnitt between parallel lines. Below this lies an
anthropomorphic rendering of the female genitals
enclosed by a small band of parallel lines with 
oblique hatching in between.
Publ. Zervos (1957), pl. 220; Higgins (1967), pl. 54;
Hood (1967), fig. 31; Coleman (1985), no. 7, pl. 33.

228 (NAM 5280) BOWL (fig. 59)
H 0.046; Diam rim 0.137; Diam base 0.018
Medium-coarse, reddish-brown fabric (5 YR 4/3)
with similar core. Smoothed surface. Intact.
Hemispherical bowl with small circular depression at
the base. Lip bevelled outwards. Undecorated. 

229 (NAM 5065) STONE FOOTED BOWL
(fig. 59)
H 0.045-0.048; Diam rim 0.094; Diam base 0.039
Grey-blue veined stone. Intact.
Flat base, flaring foot, very low stem horizontal 
edges of the bowl; straight spreading wall ending in
outwardly pointed lip. Inside concave base with fla-
ring wall.
Publ. Zervos (1957), pl. 23; Müller-Karpe (1974), 
pl. 363,5; Getz-Gentle (1996), 291, no. L5, pl. 99b.

230 (NAM 5066) STONE FOOTED BOWL
(fig. 59)
H 0.075; Diam rim 0.108; Diam base 0.05
White translucent marble. Intact with few chips at
rim and base.
Solid flaring foot with flat base on a low stem, flat
horizontal edges towards the bowl, flaring wall, out-
ward turned rim. Inside convex base of bowl with
flaring wall. Thin walls.
Publ. Getz-Gentle (1996, 294, no. L34, pl. 99d.
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231 (NAM 5070) STONE FOOTED BOWL
(fig. 59)
H 0.047-0.05; Diam rim 0.084; Diam base 0.04
White marble. Intact with chips at the base.
Flat base, slightly concave; flaring foot with low
stem, flat horizontal edge towards base of the bowl,
flaring wall with outward turned rim and rounded lip.
Upper bowl slightly off-centred to the stemmed foot.
Publ. Getz-Gentle (1996), 291, no. L4, pl. 99a.

232 (NAM 5281) STONE FOOTED BOWL
(fig. 59)
H 0.057-0.06; Diam rim 0.101; Diam base 0.042
White marble. Intact with rim and base edges 
chipped.
Solid flaring foot with slightly concave base, low
stem tapering upwards, horizontal widening towards
edge to flaring wall of the bowl, rounded lip. Inside,
flattened base with flaring wall.
Publ. Getz-Gentle (1996), 292, no. L12, pl. 99c.

233 (NAM 5068) STONE FIGURINE
White marble. No further details available.

234 (NAM 5069) STONE FIGURINE, lower half
White marble. No further details available.

235 (NAM 5279) STONE PALETTE (fig. 59)
H 0.032; L 0.241; W 0.170-0.158
White marble. Intact.
Solid stone with flat rectangular base, slightly convex;
convex sides and rounded edges; straight 
spreading walls with convex upper ridge. Inside rec-
tangular depression. 

236 (NAM 5369) STONE GRINDER (fig. 59)
H 0.113; Diam base 0.05
White marble. Intact.
Conical shape with pointed top and convex base.

237 (NAM 5067) BONE TUBE (fig. 59)
L 0.09; Diam max 0.02
Brittle white bone. Intact.
Conical tube with straight cut top and curved lower
end. Two holes pierced at opposite sides near the
top.
Exterior surface decorated with incised geometric
motifs in concentric bands. Four separate bands of
hatched triangles, herringbone-motif and 
cross-hatching.
Publ. Zervos (1957), pl. 262 top middle.

238 (NAM 5071) BONE TUBE
No further details available.

239 (NAM 11825.1) BONE TUBE (fig. 59)
L not measurable; Diam top 0.016

White bone. Incomplete.
Hollow round piece of bone broken in many small
pieces. Two opposite holes near the top. Traces of
blue pigment inside.
Decorated on the exterior with incised geometric
motifs consisting of oblique hatching and 
cross-hatching between single and double parallel
concentric lines.

240 (NAM 11825.2)  BONE TUBE (fig. 59)
L not measurable; Diam top 0.015
Brittle white bone. Incomplete in many small 
fragments.
Hollow round piece of bone broken in many small
pieces. Incomplete. 
Decorated with incised geometric motifs on the
exterior. Oblique lines and hatching between single
parallel concentric lines.

TOMB 308

241 (NAM 11835) BONE TUBE          
L pres. 0.027; W pres. 0.015; Diam recon. 0.018-0.02
White bone, Incomplete, only small fragment preser-
ved (not illustrated).
One hole in the upper part; traces of blue colouring
substance on inside surface.

TOMB 310

242 (NAM 11606) STONE BOWL (fig. 60)
H 0.03; Diam rim 0.081; Diam base 0.034
White marble. Complete and mended, small piece
rim missing.
Flat base, spreading walls with flattened rim; Four
horizontal lugs placed off the rim at opposite sides.
Publ. Hekman (1990), fig. 4.

243 (Syros 658) METAL TWEEZERS (fig. 60)
H 0.075; W 0.0095; Th 0.001
Copper-based alloy.
Flat arms meeting in U-shape, towards convex tips.

TOMB 313

244 (Syros 389) STONE BOWL (fig. 60)
H 0.0455; Diam rim 0.106; Diam max. 0.106; Diam
base 0.040
White marble with a few horizontal dark veins. 
Intact.
Flat base, straight spreading walls. Four horizontal
rectangular lugs off the rim placed at opposite sides. 
Incised horizontal groove above each lug.
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TOMB 314

245 (Syros 708) CONICAL CUP (fig. 60)
H 0.08; Diam rim 0.118; Diam base 0.054
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with grey core (2.5 YR 5/0). Incomplete, large part
of wall and rim missing.
Flat base, straight spreading wall with rounded thin
lip. Leaf impression on the base.

TOMB 315

246 (Syros 772) BOWL (fig. 60)
H 0.042; Diam rim 0.103
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with dusky red core (2.5 YR 3/2). Some traces of
yellow-white slip. Intact, part of the rim broken off.
Convex base, convex hemispherical bowl with 
rounded lip. 
Undecorated.

TOMB 317

The only object from this tomb was a conical cup,
transferred from the museum in Athens to Syros in
1971. Based on the details in the description in the
inventory in Athens, the cup could be identified
among the objects which arrived in the museum in
Syros in 1971. Although not completely certain, it is
very likely this conical cup listed in Syros is the same
as the one described below.

247 (prob. Syros 498) CONICAL CUP (fig. 60)
H 0.078; Diam rim 0.148; Diam base 0.054
Medium, grey fabric (10 YR 5/1) with very dark grey
core (10 YR 3/1). Intact.
Flat base, straight flaring wall with outturned 
rounded lip. Rim diameter not completely circular. 
Mat impression at the base.

TOMB 322

The tomb is described by Tsountas in his published
report. It has a circular ground plan with no apparent
entrance. The finds were found grouped together in
two locations. Near the head was the pan with 
remains of one of the fingers of the deceased. By the
feet was a stone palette together with a stone grinder,
a marble spouted cup, a clay bowl, a bronze scraper,
and two obsidian blade fragments. The entries in the
inventory of the museum in Athens also assign a
bone tube with stone plug and a spouted bowl to this
tomb group. The bone tube may be wrongly inter-
preted by Tsountas as the remains of a human finger
on the pan. Except for the metal scraper and the
obsidian fragments, all objects could be located in
the museum in Athens.

Publ. Tsountas (1899), 111; Åberg (1933), 102, 
no. 14.

248 (NAM 5077) PAN (fig. 60)
H 0.04; Diam rim 0.210; Diam base 0.219; L max.
0.273
Medium, reddish-brown fabric (5 YR 5/4) with dark
reddish-grey core (5 YR 4/2). Dark burnished 
surface. Incomplete, mended and restored.
Convex base, upright walls with rounded rim. Heavy
forked handle ending in two knob-like lugs. 
Decorated on the exterior base and on the exterior
walls with white-filled incised geometric motifs in
concentric arrangements. On the outer edge of the
base a row of Kerbschnitt followed by a line, another
row of double Kerbschnitt and another line. In the
central area is a seven-spoked incised star, filled with
irregular Kerbschnitt. Near the handle is a band
consisting of two lines with hatching in between.
Along the exterior wall is a band of impressed ovals.
Publ. Zervos (1957), fig. 206; Müller-Karpe (1974),
pl. 362,1; Coleman, (1985), no. 2, pl. 33.

249 (NAM 5078) SPOUTED BOWL (fig. 60)
H 0.035; Diam rim 0.095; Diam base 0.023; L max
with spout 0.114
Medium-coarse, light reddish-brown to dark reddish-
grey fabric (5 YR 6/3-5 YR 4/2) with similar core,
imperfectly fired. Traces of white slip (5 YR 8/2).
Incomplete, mended and restored.
Small flat base; spreading walls with rounded lip.
Horizontal open spout extending from the rim with
semi-circular section.  Undecorated.

250 (NAM 5283) BOWL (fig. 60)
H 0.066; Diam rim 0.137; Diam base 0.02
Medium-coarse, red to very dark grey fabric (2.5 YR
5/6-5 YR 3/1) with reddish core (2.5 YR 5/6).
Smoothed and possibly burnished surface, imperfect-
ly fired with dark patches.
Small circular depression at the base, hemispherical
body, spreading rim with thin rounded lip.
Undecorated.

251 (NAM 5076) STONE SPOUTED BOWL
(fig. 60)
H 0.05; Diam rim 0.115; L spout 0.02; W max spout
0.034
White marble. Incomplete, original stemmed foot
missing. Complete, mended.
Hemispherical bowl with straight rim with rounded
lip.
Publ. Åberg (1933), fig. 178.

252 (NAM 5282) STONE GRINDER (fig. 60)
H 0.15; Diam max 0.086; Diam min 0.07
Grey-blue speckled schist with white encrustation on
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one side. Intact.
Small grinding stone with oval section at base and
conical body ending in a rounded top.

253 (NAM 5284) STONE PALETTE (fig. 60)
H 0.053; L base 0.291; W base 0.21; L rim 0.292; W
rim 0.21
Greenish-grey stone. Intact.
Solid stone with rectangular flat base with rounded
edges to straight walls and rounded rim. Rectangular
shallow depression in top surface.

254 (NAM 11801) METAL SCRAPER 
L 0.026
Copper-based alloy. 
Trapezoidal flat blade with rounded edge. Corroded.

255 (NAM 5079) BONE TUBE AND STONE
PLUG (fig. 60)
L max 0.047; Diam 0.012; Diam top stopper 0.014;
Diam bottom stopper 0.010; H stopper 0.014
Brittle white bone and blue-green stone (steatite). 
Incomplete.
Conical tube with both ends broken off. 
Decorated on the exterior with incised geometric
motifs in concentric bands consisting of two 
concentric lines filled with oblique lines.

256 (NAM 11802.1) OBSIDIAN BLADE 
L 0.015
Small blade with parallel sides and dorsal ridge and
prismatic section. Upper and lower part missing.
Incomplete.

257 (NAM 11802.2) OBSIDIAN BLADE
L 0.013
Small blade with parallel sides and dorsal ridge and
prismatic section. Upper and lower part missing.
Incomplete.

TOMB 324

258 (Syros 558) COMPOSITE VESSEL (KERNOS)
(fig. 61)
H pres. 0.046; D base 0.017; D max 0.064
Medium, reddish-brown fabric (5 YR 5/4) with grey
core (10 YR 5/1). Incomplete fragment, mended and
restored.
Small hollow concave base, globular body, rim 
missing. Horizontal lug placed at widest diameter
with two vertical holes. Opposite lug shows remains
of attachment to identical pyxides.
Decorated on the upper half of body with incised
geometric motifs consisting of horizontal band of
two lines filled with Kerbschnitt and above band of
hatched triangles.

TOMB 325

259 (NAM 5081) STONE FOOTED SPOUTED
BOWL (fig. 61)
H 0.068; Diam rim 0.116; Diam base 0.049
Whitish-yellow marble. Complete, mended; chips at
the rim.
Solid flaring foot with flat base, spreading walls with
lip bevelled outwards. Horizontal spout with raised
sides off the rim.
Publ. Tsountas (1899), fig. 27; Kavvadias (1914), 
fig. 528; Åberg (1933), fig. 179; Zervos (1957), 
fig. 17; Müller-Karpe (1974), pl. 363,1; Getz-Gentle
(1996), 290, no. K33.

260 (NAM 5082) STONE BOWL (fig. 61)
H 0.05; Diam rim 0.15; Diam base 0.032
Yellow-white marble. Intact.
Flat base, spreading walls with rounded lip. Incised
groove along interior of the rim.

261 (NAM 12500) SHELL (fig. 61)
H 0.04; L max 0.07
Completely preserved conch shell (Charonia variegata
Phil.).

TOMB 326

262 (NAM 5084) SPHERICAL JAR (fig. 61)
H 0.055; Diam rim 0.067; Diam max. 0.136; Diam
base 0.075; Diam lid 0.079; H lid 0.032
Fine-medium, light red brown fabric (5 YR 7/3) with
light reddish-brown core (5 YR 6/4) and 
matt-painted red (10 YR 5/8) decoration. Weathered
slipped surface. Incomplete, restored and mended. 
Flat, slightly concave base, biconical squat body with
collar-rim and rounded lip. Lid with upright sides,
convex top and horizontally pierced vertical handle.
Decorated on the exterior of the body and upper
surface and handle of the lid with geometric painted
motifs, not clearly visible on the body; on the lid this
consists of four groups of concentric lines.

263 (NAM 5083) STONE BOWL (fig. 61)
H 0.047; Diam rim 0.13
White marble. Intact.
Small flat base, hemispherical body with rounded lip.
Thick walls.

TOMB 327

264 (NAM 5085) STONE FOOTED SPOUTED
BOWL (fig. 61)
H 0.059; Diam rim 0.0855; Diam base 0.044
White-yellow marble. Incomplete, large part of the
base missing together with nearly all of the spout.
Solid flaring foot with concave base, short cylindrical
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stem, hemispherical bowl, spreading rim with 
rounded lip; spout extending horizontally off the rim.
Publ. Getz-Gentle (1996), 290, no. K32.

265-266 (NAM 11833) TWO BONE TUBES
Many small pieces of two different bone tubes. The
first group of fragments is of a greenish coloured
smooth bone with traces of incised decorations
consisting of parallel lines on either side of 
cross-hatchings. Inside, traces of blue colouring
substance are visible. The second tube is of a white,
brittle bone, also decorated with incised bands of
parallel lines and different kinds of hatchings.

TOMB 328

267 (NAM 5086) SAUCER (fig. 61)
H 0.05; Diam rim 0.109; Diam base 0.021
Fine-medium, few large inclusions, orange-red fabric
with greyish core (no Munsell codes available).
Smoothed surface. Mended, with one fragment 
missing.
Small hollow ring foot, outcurving wall, upright
shoulder, incurving rim with rounded pointed lip.
Undecorated.

TOMB 329

The inventory of the museum in Athens lists only
one object from this tomb, a marble spouted bowl,
which was transferred to Syros in 1901. Among the
objects arriving in Syros in that year, only one marble
bowl fits the description given in the inventory in
Athens. It seems therefore very likely that this bowl
is the same as the one described below.

268 (prob. Syros 190) STONE SPOUTED BOWL
(fig. 61)
H 0.051; Diam rim 0.103; Diam base 0.019
White marble. Intact, spout damaged.
Small flattened, slightly convex base, spreading wall,
rounded lip. Spout extending from the rim.
Traces of dark, possibly blue, colouring  substance
inside.
Publ. Renfrew (1972), fig. 11.1,8; Treuil (1983), 
fig. 98,8.

TOMB 330

269 (NAM 5088) FOOTED BOWL (fig. 61)
H 0.128; Diam rim 0.163; Diam base 0.08
Fine, reddish-yellow fabric (5 YR 7/6) with gritty
greyish-yellow core and covered with light pinkish-
white slip (5 YR 7/3). Incomplete, mended and 
restored.
Flaring hollow foot, short stem, biconical carinated
body, straight rim with rounded thick lip. Two 

horizontal lugs set a each side of the middle of the
upper half of the body. Undecorated.
Publ. Tsountas (1899), pl. 9,10; Montelius (1924), 
pl. 90,12.

TOMB 331

270 (NAM 5089) SPHERICAL JAR (fig. 61)
H 0.071; Diam rim 0.065; Diam max 0.138; Diam
base 0.066
Fine-medium, light brown fabric (5 YR 7/3) with
grey core (5 YR 6/2). Slipped surface. Incomplete,
mended from 12 pieces. 
Flat base, lentoid body, upright collar-rim ending in
rounded lip. Four oblique semi-circular pierced
handles at opposite sides above widest diameter.
Undecorated.

TOMB 332

The only object from the tomb, a broken obsidian
blade, was transferred in 1971 from the National
Museum in Athens to Syros. Unfortunately it could
not be identified among the objects listed in the
catalogue of the receiving museum. 

271 (Syros, unknown inv.no.) OBSIDIAN BLADE
Two fragments. No further details available.

TOMB 333

272 (Syros 378) STONE BOWL (fig. 62)
H 0.34; Diam rim  0.084; Diam base 0.042
White marble with horizontal darker veins. Intact,
part of the rim missing.
Flat base, straight flaring wall with flattened lip. Four
small horizontal rectangular lugs set at the rim. Irre-
gularly shaped, clumsily formed, lugs not at right
angles and very thick base.

TOMB 338

The tomb is described by Tsountas in his published
report. Its ground plan was rectangular and the body
was on its left side. The finds were discovered at
three locations inside the tomb. Near the head were
two pans and a spherical pyxis, with a marble bowl
nearby. Between the lower legs and to the left side of
the tomb were three marble bowls, a bronze pair of
tweezers, a bronze scraper, two carved bone tubes, a
broken clay vase, and two small stone pestles. Near
the entrance stood an incised jar. The two pans, the
pyxis, the incised jar, the broken vase, the bone tubes
and the stone pestles could not be identified in the
inventory of the museum in Athens or Ermoupolis. 
Publ. Tsountas (1899), 111.
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273 (NAM, unknown inv.no.) PAN
“Incised decoration on the base” (Tsountas 1899,
111). No further details available.

274 (NAM, unknown inv.no.) PAN
“Incised decoration on the base” (Tsountas 1899,
111). No further details available.

275 (NAM, unknown inv.no.) SPHERICAL JAR
“Spherical shape” (Tsountas 1899, 111). No further
details available.

276 (NAM, unknown inv.no.) JAR
“Incised decoration” (Tsountas 1899, 111). No 
further details available.

277 (NAM, unknown inv.no.) VESSEL
“Broken” (Tsountas 1899, 111). No further details
available.

278 (NAM 5092) STONE BOWL (fig. 62)
H 0.035; Diam rim 0.089; Diam base 0.028
White marble. Intact, encrustation on the exterior.
Flat base, spreading wall, rounded lip. Four 
horizontal rectangular lugs set at right angles off the
rim.
Publ. Getz-Gentle (1996), 276, no. G8, pl. 65a.

279 (NAM 5093) STONE BOWL (fig. 62)
H 0.038; Diam rim 0.116; Diam base 0.05
White marble. Intact, encrustation on the exterior.
Flat base, spreading curving wall, sharp edge at 
outside of the rim, rounded lip, upright inner rim.
Four horizontal rectangular lugs set at right angles
off the rim. Groove above the lugs.
A fragment of unworked metal (ironoxide) together
with red pigment traces  was found inside the bowl.
Publ. Getz-Gentle (1996), 276, no. G20, pl. 65d.

280 (NAM 5094) STONE BOWL (fig. 62)
H 0.037; Diam rim 0.098; Diam base 0.028
White greyish-marble. Intact.
Flat base, spreading wall, rounded lip. Four 
horizontal rectangular lugs set at right angles off the
rim.
Publ. Getz-Gentle (1996), 276, no. G9, pl. 65b.

281 (NAM 5095) STONE BOWL (fig. 62)
H 0.045; Diam rim (with lugs) 0.137; Diam base
0.045
White marble. Intact.
Flat base, spreading curving wall, rounded lip. Four
horizontal rectangular lugs set at right angles off the
rim.
Publ. Getz-Gentle (1996), 277, no. G29, pl. 65c.

282 (NAM 5098.1) STONE PESTLE (fig. 62)
H 0.02; Diam max. 0.011; Diam min. 0.009
White marble. Intact.
Convex base and top, concave sides.
Publ. Tsountas (1899), pl. 10,36; Müller-Karpe
(1974), pl. 357,26.

283 (NAM 5098.2) STONE PESTLE (fig. 62)
H 0.026; Diam max. 0.017; Diam min. 0.015
Greenstone. Intact.
Convex base and top; concave sides with raised cen-
tre.
Publ. Tsountas (1899), pl. 10,35; Müller-Karpe
(1974), pl. 357, 29.

284 (NAM 5096) METAL SCRAPER (fig. 62)
L 0.045; W 0.019; Th 0.001
Copper-based alloy.
Thin flat rectangular blade with convex cutting edge
and concave top. Small rivet through hole near the
top of the blade for attachment to handle.

285 (NAM 5097) METAL TWEEZERS (fig. 62)
L 0.077; W max 0.032; W min 0.02
Copper-based alloy.
Thin bent bronze wire, circular section; U-shaped
with rounded top with arms meeting at the flattened
tips. 
Publ. Tsountas (1899), pl. 10,40; Montelius (1924),
pl. 17,15; Zervos (1957), pl. 261,1 below; Branigan
(1974), pl. 15, 1291; Müller-Karpe (1974), pl. 357,16.

286 (NAM, unknown inv.no.) BONE TUBE
No further details available.

287 (NAM, unknown inv.no.) BONE TUBE
No further details available.

TOMB 339

Part of the contents of this tomb were transferred
from the museum in Athens to Syros in 1901 and
again 1971. The marble bowl (in 1901) and the two
obsidian blades (in 1971) were not registered in the
Syros inventory with the tomb number. However,
details in the descriptions of these objects in the
inventory in Athens made it possible to identify these
objects, with a small margin of doubt, among the
entries in the inventory of the museum in Syros.

288 (prob. Syros 183) STONE BOWL
H 0.026; Diam rim 0.077; Diam base 0.029
White marble. Intact.
Flat base, straight spreading wall with rounded lip;
four horizontal rectangular lugs set at the rim at
opposite sides.
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289 (Syros 671) METAL SCRAPER (fig. 62)
L 0.057; W 0.018; Th 0.001
Copper-based alloy.
Flat rectangular blade with concave top, one rivet at
the top through the surface. Lower end irregular,
possibly broken off.

290 (prob. Syros 680) OBSIDIAN BLADE (fig. 62)
L 0.064; W 0.012
Prismatic blade with dorsal ridge. Complete.

291 (prob. Syros 681) OBSIDIAN BLADE (fig. 62)
L 0.056; W 0.008
Prismatic blade with dorsal ridge. Complete.

TOMB 340

292 (NAM 5101) STONE FOOTED BOWL
(fig. 62)
H 0.072; Diam rim 0.112; Diam base 0.047
White marble. Complete, mended; thick encrustation
on base and exterior body.
Solid flaring foot with flat base, low stem tapering
upwards, horizontally widened base of bowl, flaring
wall, straight rim with rounded lip. 
Publ. Getz-Gentle (1996), 293, no. L30.

TOMB 342

The inventory of the museum in Athens lists only a
pair of bronze tweezers for this tomb. It was 
transferred to the museum in Syros in 1901. Only
one bronze pair of tweezers was part of the group of
objects from Chalandriani which went to Syros in
1901. It is considered very probable this item is the
same as the one listed in the Athens inventory.

293 (prob. Syros 203) METAL TWEEZERS
(fig. 63)
L 0.081; W 0.028; W arms 0.011-0.005; Th 0.001
Arsenic-bronze.
U-shaped with round top and two arms meeting at
the convex tips. Mended and corroded. Complete. 
The object was analysed for its chemical 
composition (Bossert 1967, 76).
Publ. Tsountas (1899), pl. 10:40; Branigan (1974), 
no. 1291, pl. 15.

TOMB 343

294 (Syros 649) METAL PIN (fig. 63)
L pres. 0.054; Th 0.002-0.008
Silver. Incomplete, broken and mended.
Thick silver pin with round section, only partly 
preserved, with small beaked jug at the top. 
Publ. Tsountas (1899), pl. 10,10; Montelius (1924),
fig. 324; Higgins (1961), fig. 5,c; Higgins (1967), 

fig. 69; Branigan (1974), no. 2090, pl. 19; 
Müller-Karpe (1974), pl. 357,7; Hood (1978), 
fig. 187,B.

295 (Syros 650) METAL PIN (fig. 63)
L pres. 0.031; L head 0.013; Th 0.002
Copper-based alloy. Incomplete.
Circular section, knotted head formed with thin bent
wire. 

296 (Syros 663) METAL PIN (fig. 63)
L pres. 0.079; Th 0.002
Copper-based alloy. Incomplete, lower pointed tip
broken off.
Circular section, incompletely preserved pin with
solid head shaped as a vase or ball with crown. 
Publ. Tsountas (1899), pl. 10,14; Montelius (1924),
fig. 317; Schachermeyr (1955), fig. 53,9; Branigan
(1974), no. 2091, pl. 19; Müller-Karpe (1974), 
pl. 357,11.

297 (Syros 660) NECKLACE OF SHELLS (fig. 63)
A group of 45 small shells (Cyclope neritea L./Littorina
littorea L.), probably originally part of a necklace
strung on a thin wire. Shells measuring on the 
average 0.006. Together they make a string of circa
14 cm in length.

TOMB 344

Although being a rare object, the spindle whorl 
reported from this tomb could unfortunately not be
located among the items from Chalandriani in the
museum in Syros, to where it was transferred from
the museum in Athens in 1971. The spherical jar
mentioned in Tsountas (1899, 93, note 1) could not
be identified in the museum in Athens, nor in Syros.

298 (NAM, unknown inv.no.) SPHERICAL JAR
No further details. Comparable in shape to
Furtwängler & Löschke (1886), pl. 44,33-34.

299 (Syros, unknown inv.no.) SPINDLE WHORL
Undecorated (Tsountas 1899, 105). No further 
details available.

TOMB 345

The tomb is described by Tsountas in his published
report with a drawing of the rectangular ground plan
and section, and a photograph of the front(see above
figs. 17-18). The body was on its left side facing the
back wall. Near the head were found five objects,
four of which are recorded with this tomb number in
the inventory of the museum in Athens. The fifth
object, fragments of a jar, could not be located.
Åberg, however, gave as the contents of the tomb
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only the footed biconical jar, the marble bowl, and
the marble figurine.
Publ. Tsountas (1899), 80, 81 note 1, fig. 10, pl. 4;
111-112, pl. 7, 4; Åberg (1933), 102, no. 15.

300 (NAM 5285) FOOTED BICONICAL JAR 
(fig. 63)
H 0.202; Diam rim 0.098; Diam max 0.156; Diam
base 0.097
Medium, reddish-brown fabric (5 YR 5/4) with
brown core (10 YR 5/3). Dark reddish-brown 
burnished surface (5 YR 3/2). Incomplete, mended
and restored.
Flaring hollow foot, low stem tapering upwards,
biconical body, outcurving rim with flattened lip.
Four rectangular lugs placed horizontally at the 
widest diameter at opposite sides.
Decorated on the exterior with white-filled incised
and impressed motifs in horizontal bands. A row of
Kerbschnitt and connected concentric circles 
between incised horizontal lines. The lowest band
bordered at the bottom with incised line.
Publ. Tsountas (1899), pl. 8,1; Kahrstedt (1913), 
pl. 7,6; Zervos (1957), pl. 203; Demagne (1964), 
fig. 46; Higgins (1967), fig. 52..

301 (NAM, unknown inv.no.) JAR, fragments
“Undecorated and smaller than other jar” (Tsountas
1899, 112). No further details available.

302 (NAM 5108) STONE BOWL (fig. 63)
H 0.094; Diam rim 0.205; Diam base 0.08
Blue-grey banded stone. Intact, part of wall missing.
Flat base, spreading wall with inturned rim and 
rounded top and pointed lip. 

303 (NAM 5109) STONE BOWL (fig. 63)
H 0.035; Diam rim 0.076; Diam base 0.015
White marble. Intact, thick encrustation on surface.
Small flat base, curving spreading wall, straight rim
with rounded lip. Four rectangular horizontal lugs at
the rim at right angles. Faint traces of greenish 
pigment on the inside.
Publ. Åberg (1933), fig. 175; Getz-Gentle (1996),
275, no. G4, pl. 66a, fig. 62a.

304 (NAM 5107) STONE FIGURINE (fig. 63)
H 0.205; W max 0.059
White marble. Intact, right foot broken off, one
breast damaged.
Female figurine of the folded arm type, and 
belonging to the Late Spedos variety. 
Publ. Zervos (1957), fig. 255; Renfrew (1969), 12, 
no. φ 19.

TOMB 347

The tomb is described by Tsountas in his published
report. Its ground plan is circular. In the right back
corner were a spouted jug (or bowl) and a stone
spouted bowl. On top of these two spouted vessels a
pan and nearby a marble cup (kupellon), both are not
identified among the entries in the inventory of the
museum in Athens. In the right front corner were a
stone palette and a stone grinder or pounder.
Publ. Tsountas (1899), 112

305 (NAM, unknown inv.no.) PAN
No further details available.

306 (NAM 5111) SPOUTED BOWL (fig. 63)
H 0.053; Diam rim 0.105; Diam base 0.044; 
L max 0.132
Medium-coarse with large inclusions, reddish-brown
to very dark grey fabric (5 YR 5/4 - 5 YR 3/1) with
dark reddish-grey core (5 YR 4/2). Dark burnished
surface. Unevenly fired with blackened patches.
Complete, mended with small pieces of spout and
rim missing.
Convex base, small ring foot, spreading outcurving
wall, rounded lip. Small spout extending from the
rim. Part of vertical handle opposite the spout.  
Undecorated.
Publ. Tsountas (1899), pl. 9,29.

307 (NAM 5110) STONE SPOUTED BOWL
(fig. 63)
H 0.026-0.03; Diam rim 0.096; Diam base 0.033; L
max 0.125
Blue-grey stone. Intact, with chips at the rim and
encrustation at the exterior.
Flat base, spreading wall, rounded lip. Long semi-
circular spout extending from the rim. Horizontal lug
below the rim opposite the spout.

308 (NAM, unknown inv.no.) STONE FOOTED
CUP
No further details available.

309 (NAM 5112) STONE PALETTE (fig. 63)
H 0.044; L max 0.298; W max 0.191
Grey-blue stone. Intact.
Rectangular convex flattened base, sides on the 
longer sides straight upright, at the shorter sides
convex, rounded corners. Raised edge along the rim.
Rectangular flat depression inside.

310 (NAM 5370) STONE POUNDER (fig. 63)
H max 0.067; Diam base 0.062-0.072
Grey-speckled stone. Intact.
Flat oval base, straight inturning sides with raised
knob on top.
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TOMB 351

The tomb is described by Tsountas in his published
report with a drawing of its rectangular ground plan.
The body was on its left side. The objects inside the
tomb were located around the body and inside a
small niche in the back wall above the floor. By the
head was a conical cup and nearby a clay bowl; 
behind the head stood the incised jar. Near the knees
was the obsidian blade. Inside the niche was a pan
with a sea shell, two bronze pins, a bronze scraper,
and a bone tube. All objects except the obsidian
blade were recognised among the entries of the 
inventory of the museum in Athens.
Publ. Tsountas (1899), 112, fig. 8; Åberg (1933), 102,
no. 16.

311 (NAM 5113) FOOTED BICONICAL JAR
(fig. 64)
H 0.182; Diam base 0.069; Diam rim 0.075; Diam
max 0.14
Medium, reddish-brown fabric with similar core (7.5
YR 5/2). Very dark brown burnished surface (7.5 YR
2/0-3/2). Incomplete, mended and restored.
Flaring foot with hollow base, short cyclindrical
stem, biconical body, flaring and outcurving rim with
flattened lip; four horizontal rectangular lugs set at
the widest diameter.
Decorated on the upper part of the body with 
incised and impressed motifs arranged in concentric
bands, consisting of impressed Kerbschnitt, 
connected concentric circles, and a band of herring-
bone.
Publ. Kahrstedt (1913), pl. 7,4; Fimmen (1921), 
fig. 130; Montelius (1924), pl. 91,1; Åberg (1933), 
fig. 144; Bossert (1937), fig. 435; Greek Art of the
Aegean Island (1979), 52 no. 9.

312 (NAM 5114) PAN (fig. 64)
H 0.034; Diam base 0.222; Diam rim 0.212; L max
0.30
Medium, very dark greyish-brown fabric (10 YR 3/2)
with light brownish-grey core (10 YR 6/2). Dark
burnished surface. Incomplete, large fragments 
restored.
Concave base, rounded extending edge, flaring wall
with rounded rim; forked handle ending in two
knobs with circular section.
Decorated on the base with incised and impressed
motifs, consisting of a single band of Kerbschnitt
along the outer edge and a concentric line; in the
central area is a boat to the right with a fish on the
bow and oblique short strokes above and below the
hull; the arear surrounding the boat is filled with
regularly spaced concentric circles of different size
connected with oblique strokes.
Publ. Tsountas (1899), fig. 16; Bossert (1960), fig. 8,

no. 14; Coleman (1985), no. 13, pl. 34.

313 (NAM 5286) BOWL (fig. 64)
H 0.031; Diam rim 0.124
Medium-coarse, yellowish-brown fabric (10 YR 5/4)
with light brown core (10 YR 6/3). Smoothed 
surface both inside and outside, some darker patches
on the surface. Intact.
Round base, curving wall with rounded thin lip.
Groove along in the rim on the outside.
Undecorated.

314 (NAM 5287) CONICAL CUP (fig. 64)
H 0.066; Diam rim 0.125; D base 0.053
Medium, red-brown fabric. Restored, large part rim
missing. White encrustation on both exterior and
interior surface.
Flat base, straight spreading wall, rounded lip. 
Mat impression at the base.
Publ. Hekman (1990), fig. 2.

315 (NAM 11821.1) METAL PIN (fig. 64)
L 0.126; Th 0.002
Copper-based alloy.
Thin pin with round section, ending in sharp point.
Corroded surface, broken into three pieces.

316 (NAM 11821.2) METAL PIN (fig. 64)
L 0.118; Th 0.002
Copper-based alloy.
Thin pin with round section, ending in sharp point.
Corroded and broken into three pieces.

317 (NAM 11821.3) METAL SCRAPER (fig. 64)
L 0.048; W 0.02; Th 0.002
Copper-based alloy.
Rectangular blade with concave top, straight sides
and slightly concave end. One part broken off, 
corroded.

318 (NAM 11824) BONE TUBE (fig. 64)
L pres. 0.105; Diam 0.024-0.016
Hollow round tube with straight cut top and two
opposite holes. Lower end broken off. Worn surface
with traces of incised decoration in concentric lines.

319 (NAM, unknown inv.no.) OBSIDIAN BLADE
No further details available.

320 (NAM 5288) SHELL
Complete example of a scallop (Pecten jacobaeus L.).
No further details available.
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TOMB 353

321 (NAM 5115) ONE-HANDLED TANKARD
(fig. 64)
H 0.112; Diam rim 0.076; Diam max 0.09; Diam base
0.046
Fine-medium, reddish-brown fabric (5 YR 5/4) with
similar core. Light red-brown lustrous slip on 
exterior. Incomplete, mended and restored.
Flat base, short globular body, spreading high neck
with pointed lip. One vertical handle with circular
section from widest diameter of body to just below
the rim. Undecorated.

TOMB 354

322 (Syros 532) CONICAL CUP (fig. 64)
H 0.076; Diam rim 0.118; Diam base 0.052
Medium, light reddish-brown to red fabric (5 YR
6/3-10 R 5/6) with light red core (10 R 4/4).
Incomplete.
Flat base, rounded edge to flaring straight wall with
rounded lip. Mat impression at the base.

TOMB 355

The tomb is described in the report published by
Tsountas. Its contents consist according to him of at
least 14 objects: two clay jars of which one was 
footed and decorated, a pan, three marble bowls of
which one contained traces of blue colouring 
substance, a marble cup, sea shell, a bronze pair of
tweezers, a bronze scraper, a bone pin with bird-
head, a bone tube, an obsidian blade, and fragments
of a clay vase, probably a decorated jar. All objects
were found by the head of the deceased. Only three
objects, the pan, the fragments of a collared jar, and
the shell, are not identified from the entries in the
inventories of the museums in Athens and 
Ermoupolis. The inventory in Athens lists one other
marble bowl as belonging to this tomb group.
Publ. Tsountas (1899), 112; Åberg (1933), 102, 
no. 17; Bossert (1965), 93-94, fig. 3.

323 (NAM 5116) FOOTED BICONICAL JAR
(fig. 65)
H pres. 0.128; Diam rim 0.072; Diam max 0.141
Medium, light reddish-brown fabric (5 YR 6/4) with
grey core (10 YR 5/1). Traces of dark brown to red
burnishing on the exterior surface. Incomplete, 
mended and rim partly restored. Only the upper part
of the body and the rim are preserved. 
Biconical body, outflaring rim with flattened lip.
Decorated on the exterior upper part of the body
with impressed and incised white-filled geometric
motifs in horizontal bands, consisting of concentric
circles.

Publ. Bossert (1960), fig. 3,1.

324 (NAM 5292) BICONICAL JAR (fig. 65)
H 0.145; Diam rim 0.071; Diam max 0.13; Diam base
(restored) 0.049
Medium, very dark grey to very dark greyish-brown
fabric (10 YR 3/1-10 YR 3/2 with grey core (10 YR
5/1). Dark burnished surface. Incomplete, restored
and mended.
Flat base, biconical body, outflaring rim with 
flattened lip. Two horizontal semi-circular with 
rectangular section handles at opposite sides placed
at widest diameter body. Undecorated.
Publ. Bossert (1960), fig. 3,2.

325 (NAM, unknown inv.no.) JAR
Broken, possibly incomplete; probably decorated
with incised motifs. No further details available.

326 (NAM, unknown inv.no.) PAN
No further details available.

327 (NAM 5117) STONE BOWL (fig. 65)
H 0.037-0.033; Diam rim 0.102; Diam base 0.035; L
max 0.11
White marble. Intact.
Flat base, spreading wall, rounded lip. Four 
horizontal lugs placed at right angles off the rim.
Publ. Bossert (1965), fig. 3, 5; Getz-Gentle (1996),
276, no. G15, pl. 64f.

328 (NAM 5118) STONE FOOTED BOWL (fig. 65)
H 0.06; Diam rim 0.11; Diam base 0.046
White marble. Intact with small piece of rim missing.
Trumpet-shaped foot flaring towards hollow base,
outward flaring wall with rounded rim.
Publ. Getz-Gentle (1996), 292, no. L18, pl. 98b.

329 (NAM 5119) STONE FOOTED BOWL
(fig. 65)
H 0.065-0.062; Diam rim 0.11; Diam base 0.04
White marble. Intact.
Trumpet-shaped foot flaring towards hollow base,
conical stem, outcurving wall, flattened lip.
Publ. Bossert (1965), fig. 3, 3; Getz-Gentle (1996),
292, no. L20.

330 (NAM 5290) STONE BOWL (fig. 65)
H 0.047; Diam rim 0.12; Diam base 0.04; L max
0.126
White marble. Intact.
Flat base, spreading straight wall with rounded lip.
Four horizontal rectangular lugs set at right angles
off the rim.
Publ. Bossert (1965), fi.g 3, 4; Getz-Gentle (1996),
277, no. G27, pl. 64g.



APPENDIX 1

236

331 (NAM 5291) STONE BOWL (fig. 65)
H 0.032-0.028; Diam rim 0.084; Diam base 0.028; 
L max 0.09
White marble. Intact.
Flat base, straight spreading wall with rounded lip.
Four horizontal rectangular lugs at opposite sides off
the rim.
Publ. Bossert (1965), fig. 3, 6; Getz-Gentle (1996),
275, no. G6, pl. 64e.

332 (NAM 5121.1) METAL SCRAPER (fig. 65)
L 0.058; W 0.019-0.017; Th 0.0015
Copper-based alloy, “tin-poor bronze” (Bossert
1965, 93).
Trapezoidal thin blade with two holes for attachment
to a handle. Corroded.
Publ. Bossert (1960), fig. 3,9.

333 (NAM 5121.2) METAL TWEEZERS (fig. 65)
L 0.067; W max 0.035; W arms 0.011; Th 0.0015
Copper-based alloy, “tin-poor bronze” (Bossert
1965, 93).
U-shaped bent thin strap of bronze; arms meeting
towards tips with convex ends. Corroded.
Publ. Bossert (1960), fig. 3,8.

334 (NAM 5120) BONE PIN (fig. 65)
L 0.113; Diam 0.003-0.005; L head 0.019
Yellow-white bone, probably of sheep or goat. 
Broken into three pieces, mended.
Thin brittle bone pin with small bird at the top. 
Publ. Tsountas (1899), pl. 10,13; Montelius (1924),
fig. 323; Åberg (1933), fig. 185; Schachermeyr (1955),
fig. 53,1; Zervos (1957), pl. 256; Higgins (1961), 
fig. 5,a; Higgins (1967), fig. 69,1; Vermeule (1964),
fig. 8,a; Bossert (1965), fig. 3,7; Sapouna-Sakellaraki
(1973), pl. 26 below middle; Müller-Karpe (1974), 
pl. 357,4; Thimme (1976), fig. 97; Papathanasopoulos
(1981), pl. 62,3.

335 (NAM 5289) BONE TUBE (fig. 65)
L largest piece 0.044; Diam pres. 0.013
Seven large pieces of a hollow round tube with no
apparent traces of decoration. Incomplete.

336 (NAM 5121.3) OBSIDIAN BLADE (fig. 65)
L 0.067; W 0.009; Th 0.004
Thin prismatic curved blade with pointed dorsal
ridge.
Publ. Bossert (1960), fig. 3,10.

337 (NAM, unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). No further
details available.

TOMB 356

The tomb is described by Tsountas in his published
report, with a drawing of the rectangular ground
plan. The body was on its left side. The finds were
distributed over three locations around the body. By
the head were a clay jar, a marble bowl, and an 
obsidian blade. A clay bowl, a pan, a stone palette,
and a stone grinder were found behind the head.
Near the feet lay together a marble bowl, sea shells, a
bronze pair of tweezers, a bone tube with traces of
blue colouring material, another bone tube, a bronze
scraper, a bone pin, two other fragments of bone
pins, and two pieces of red colouring substance.
Three of these objects listed by Tsountas (the clay
bowl, the sea shell, and the second bone pin) find no
match with descriptions of objects in the inventory
of the museum in Athens. In the inventory in Athens
a second obsidian blade is listed as coming from this
tomb in addition to the objects specified by Tsoun-
tas.
Publ. Tsountas (1899), fig. 7, 113; Åberg (1933), 102,
no. 18.

338 (NAM 5122) PAN (fig. 66)
H 0.021; Diam base 0.223; Diam rim 0.206; 
L max 0.294
Medium, very dark brown fabric (2.5 YR 3/0) with
reddish-brown to light red core (2.5 YR 5/4-4/2).
Dark burnished surface. Incomplete, mended and
restored.
Flat base, extending rounded edge and flaring wall
with rounded rim; forked handle ending in two
knobs with circular section.
Decorated on the base with incised and impressed
motifs, consiting of a concentric band of double
Kerbschnitt along the outer edge; in the centre a
representation of a boat to the right with a fish 
above the bow and oblique short strokes below and
above the hull; the hull is also filled with oblique
strokes; the lower area towards the handle displays
an incised pubic triangle with zig-zag lines and short
strokes.
Publ. Tsountas (1899), fig. 21; Bossert (1960), fig. 8,
9; Coleman (1985), no. 19, pl. 35.

339 (NAM 5293) FOOTED BICONICAL JAR
(fig. 66)
H recon. 0.233; Diam base 0.084; Diam rim recon.
0.088; Diam max 0.184
Medium, reddish-brown to very dark greyish-brown
fabric (5 YR 4/4-3/1) with light reddish-brown core
(5 YR 6/4). Dark burnished surface with brush
marks and irregular colouring from brown-red to
dark black-brown. Incomplete, upper half restored.
Flaring foot with hollow base, biconical body; four
horizontal rectangular lugs set at the widest diameter.
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Decorated on the upper part of the body with white-
filled incised and impressed designs, consisting of
regularly spaced connected concentric circles and a
band of Kerbschnitt.

340 (NAM, unknown inv.no.) BOWL
No further details available.

341 (NAM 5123) STONE BOWL (fig. 66)
H 0.045-0.052; Diam base 0.044; Diam rim 0.123
White, fine marble. Intact.
Flat base, straight spreading wall with rounded rim;
four rectangular horizontal lugs set the the rim.
Height varies around the bowl and rim diameter is
not exactly circular. Faint traces of red pigment 
inside. 
Publ. Getz-Gentle (1996), 277, no. G28, pl. 67b.

342 (NAM 5124) STONE BOWL (fig. 66)
H 0.036; Diam base 0.034; Diam rim 0.083
White marble. Intact.
Flat  base, straight spreading wall with flattened lip.
Traces of blue colouring substance on the inside
wall.

343 (NAM 5295) STONE PALETTE (fig. 66)
L 0.37; W 0.26.
Trapezoidal shape. No further details available.

344 (NAM 5296) STONE GRINDER (fig. 66)
H max 0.084; W 0.059-0.045
Greyish-white limestone or coarse marble. Intact.
Flat polished base with oval diamater, conical body
with rounded top.

345 (NAM 5126.1) METAL TWEEZERS (fig. 66)
L 0.079; W max 0.037-0.011; Th 0.0015
Copper-based alloy.
A strap of thin bronze with bent top and widening
tips. Intact.

346 (NAM 5126.2) METAL SCRAPER (fig. 66)
L 0.048; W 0.016-0.018
Copper-based alloy.
Thin rectangular sheet with concave upper end and
corroded lower part with widening edge; one rivet
near the top. Intact.
Publ. Tsountas (1899), pl. 10,41.

347 (NAM 5125) BONE TUBE (fig. 66)
L pres. 0.059; Diam 0.018-0.015
Circular tube of thin hollowed bone, incomplete; two
holes on opposite sides near the top.
Decorated on the exterior surface with geometric
incised motifs, consisting of bands of cross-
hatchings and lozenges between parallel lines. Traces
of blue colouring substance inside.

348 (NAM 5128) BONE TUBE (fig. 66)
L 0.052; Diam 0.012; Diam inside 0.005
Hollow tube with thick wall decorated on the 
exterior with concentric bands of incised motifs, 
consisting of parallel lines.
Publ. Tsountas (1899), pl. 10,5; Montelius (1924), 
fig. 327; Schachermeyr (1955), fig. 53,4; 
Müller-Karpe (1974), pl. 357,30.

349 (NAM 5294) BONE PIN (fig. 66)
L 0.10; Diam 0.002-0.005; W bird 0.012
Long thin pin with circular section narrowing 
towards a pointed tip; the head mounted with carved
bird. Complete, mended from several fragments.
Publ. Thimme (1976), fig. 97.

350 (NAM, unknown inv.no.) BONE PIN
“Two fragments” (Tsountas 1899, 113). 
No further details available.

351 (NAM 5127) OBSIDIAN BLADE (fig. 66)
L pres. 0.056; W max 0.018
Fragment of a blade with triangular or prismatic
section, wide dorsal ridge. Lower end missing.

352 (NAM 11886) OBSIDIAN BLADE (fig. 66)
L 0.05
Triangular section with parallel narrowing sides,
small dorsal ridge.

353 (NAM, unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

354 (NAM 5129) RED PIGMENT
L 0.02 and 0.016
Two lumps of red colouring substance. 
No further details available.

TOMB 358

355 (NAM 11819.1) BONE TUBE (fig. 66)
L 0.093; Diam 0.021
White brittle bone. Complete.
Circular section, filled with soil; surface too much
encrusted to identify decorations. 

 
356 (NAM 11819.2) BONE TUBE (fig. 66)
L 0.104; Diam 0.018
White bone, Complete.
Curved bone with circular section, one ending with
cut-way tip. Undecorated.

TOMB 359

This tomb is described by Tsountas in his published
report. It has a rectangular ground plan. The finds
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were discovered at two locations. In the right front
corner were an incised jar and a marble bowl. In the
right back corner a bone tube, fragments of a bone
pin with bird head, a sea shell, and a bronze scraper
were found together.
Publ. Tsountas (1899), 113; Åberg (1933), 102, 
no. 19.

357 (NAM 5130) FOOTED BICONICAL JAR
(fig. 67)
H 0.200-0.203; Diam rim (restored) 0.072; Diam max
0.135; Diam base 0.074
Medium, very dark grey to reddish-brown fabric (10
YR 3/1-5 YR 5/4) with grey core (10 YR 6/1). Dark
burnished surface. Incomplete, mended and restored.
Hollow flaring foot, low stem, biconical body with
outcurving rim and flattened lip bevelled outwards.
Four horizontal rectangular lugs placed at the widest
diameter of the body.
Decorated on the exterior upper part of the body
with incised white-filled geometric motifs in 
geometric patterns. Arrangements of Kerbschnitt
and connected concentric circles.
Publ. Kahstedt (1913), pl. 7,2; Zervos (1957), pl. 216.

358 (NAM 5297) STONE BOWL (fig. 67)
H 0.052; Diam rim 0.11; Diam base 0.037
White marble. Intact, rim chipped.
Flat base, straight spreading wall with rounded lip.
Four horizontal lugs placed off the rim at opposite
sides. 
Publ. Getz-Gentle (1996), 276-77, no. G21.

359 (NAM 5131) METAL SCRAPER (fig. 67)
L 0.053; W 0.018-0.02; Th 0.0008
Copper-based alloy.
Rectangular blade with parallel sides and straight top.
Bone handle preserved, circular section.
Publ. Tsountas (1899), pl. 10,33; Montelius (1924),
fig. 332; Åberg (1933), fig. 186; Branigan (1974), 
pl. 16, 1369.

360 (NAM 5132) BONE PIN (fig. 67)
L 0.061; Diam 0.004; L bird 0/012
Thin pin with circular section, and a small bird on
the head. Mended.
Publ. Thimme (1976), fig. 97 middle.

361 (NAM 11820) BONE TUBE (fig. 67)
L 0.105; Diam 0.019
Hollow round tube with lower pointed end. Straight
cut top with two opposite holes. Traces of blue and
black pigment inside. Mended, large part of pointed
tip missing.

362 (NAM 5298) SHELL (fig. 67)
W min 0.052, W max 0.12; L 0.101

Both valves of a scallop (Pecten jacobaeus L.).

TOMB 361

The tomb is described by Tsountas in his published
report. It has a irregular circular ground plan. The
finds were distributed over three locations inside the
tomb. On the right side of the entrance were a deep
spouted bowl and two conical cups with leaf 
impressions at the base. On the left side of the 
entrance lay two bronze pins and a bone tube. In the
centre of the tomb was an obsidian blade. Many frag-
ments of red and brown pottery lay strewn on the
floor.
Publ. Tsountas (1899), 113.

363 (NAM 5133) SAUCEBOAT (fig. 67)
H max 0.165; H min 0.11; Diam rim 0.117; Diam
max 0.141; Diam base 0.07
Medium-coarse with large white calcareous inclusi-
ons, reddish-brown fabric (5 YR 5/4) with dark grey
core (5 YR 4/1), smoothed surface. Intact, restored
at the rim and spout.
Flat base, globular body, inturning rim, rounded lip.
One horizontal lug at the shoulder; beaked spout.
Undecorated.

364 (NAM 5299) CONICAL CUP (fig. 67)
H 0.058; Diam rim 0.082; Diam base 0.039
Medium-coarse with large inclusions, red to dark
brown fabric and similar core (2.5 YR 4/6-7.5 YR
4/2). Traces of black burnishing inside. Incomplete,
mended and rim partly restored.
Flat base, rounded edge towards flaring wall, upright
rim with rounded lip thickening at the outside. 
Leaf impression at the base.

365 (NAM 5300) CONICAL CUP (fig. 67)
H 0.05; Diam rim 0.082; Diam base 0.04
Medium-coarse with large white calcareous inclusi-
ons, red to brown fabrice and similar core (2.5 YR
5/6-7.5 YR 5/4). Intact, rim partly restored.
Flat base, upright edge towards spreading wall, con-
vex shoulder, upright rim with rounded lip. 
Leaf impression at the base.

366 (NAM, unknown inv.no.) SHERDS OF 
POTTERY
Unknown type, no further details available.

367 (NAM 5134) METAL PIN (fig. 67)
L 0.103; Th 0.001-0.003; W head 0.0065
Copper-based alloy.
Pin with round section narrowing towards a sharp
point. Below the head two concentric depressions.
Head formed by a square-based pyramid with 
rounded edges. Small chips off the pin.
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Publ. Tsountas (1899), pl. 10,19; Montelius (1924),
fig. 319; Zervos 91957) pl. 260 second from below;
Higgins (1961), pl. 5,e; Higgins (1967), pl. 69 right;
Sapouna-Sakellaraki (1973), pl. 26 top row first item;
Branigan (1974), no. 1874, pl. 19;Müller-Karpe
(1974), pl. 357,12; Thimme (1976), fig. 95, first on
the right; Papathanasopoulos (1981), pl. 62,2.

368 (NAM 11800) METAL PIN (fig. 67)
“Knot-headed” (Tsountas 1899, 113). 
Copper-based alloy.
Eighteen fragments. No further details available.

369 (NAM 11826) BONE TUBE (fig. 67)
L pres. 0.035; Diam 0.011
Fragment of hollow round tube, partly mended from
three parts and many loose small fragments. 
Incomplete.
Decorated with incised parallel concentric lines on
the exterior.

370 (NAM 11823) OBSIDIAN BLADE (fig. 67)
L 0.057; W 0.012; Th 0.003
Prismatic blade with pointed dorsal ridge creating
two cutting edges along the longer sides. Raised top;
tip broken off. Covered with heavy encrustation.

TOMB 363

371 (Syros 534) BOWL (fig. 68)
H 0.032; Diam rim 0.115
Medium-coarse with large mica inclusions, light
reddish-brown fabric and similar core (5 YR 6/4).
Brush marks inside. Intact, rim chipped.
Rounded base, hemispherical body, short upright rim
with rounded lip. Undecorated.

TOMB 364

372 (NAM 5135) PAN (fig. 68)
H 0.026; Diam rim 0.261; Diam base 0.271
Medium, reddish-brown to dark reddish-brown fa-
bric (2.5 YR 4/4-5/4), with light grey core 
(5 YR 6/4). Dark burnished surface. Incomplete,
mended and restored, handle missing.
Flat base, rounded edge, outcurving wall with
rounded lip. 
Decorated on the exterior base with incised and
impressed white-filled geometric motifs in various
bands of lines and Kerbschitt. In the central area two
boats are depicted with high prows and fishes; the
boats are surrounded by regularly placed concentric
circles connected with double parallel lines filled with
oblique lines. A band along the border consists of
short oblique lines between concentric lines and a
band of double Kerbschnitt.
Publ. Tsountas (1899), figs. 17-18; Zervos (1957), 

fig. 219; Bossert (1960), fig. 8,18; Müller-Karpe
(1974), pl. 362,6; Coleman (1985), no. 27, pl. 35.

373 (NAM 11849) METAL PIN (fig. 68)
L 0.149; Th 0.0018
Copper-based alloy.
Thin pin with round section; bent over and both
ends pointed. Complete, corroded.

TOMB 366

374 (NAM 5136) STONE BOWL 
H 0.045; Diam rim 0.10
White marble. Four horizontal lugs at the rim. No
further details available.

TOMB 369

This tomb is not described by Tsountas. Part of the
inventory is listed in Åberg. He mentions among the
finds a footed biconical jar and two marble bowls.
The inventory of the museum in Athens lists some
additional objects from this tomb.
Publ. Åberg (1933), 103, no. 20.

375 (NAM 5137) FOOTED BICONICAL JAR
(fig. 68)
H 0.168; Diam base (restored)  0.065; Diam rim
0.062; Diam max 0.122
Medium, reddish-brown fabric (5 YR 5/4) with red-
yellow core (5 YR 6/6). Slipped surface with root
imprints on the exterior. Half of the body and flaring
hollow foot restored, mended.
Biconical body, outcurving rim with flattened lip,
pointed outwards. Inside base concave.
Decorated on the exterior with white-filled incised
and impressed motifs in horizontal bands. Below the
rim incised chevrons between incised lines, followed
by two rows of impressed interconnected concentric
circles, an incised line and a band of Kerbschnitt.
Publ. Kahrstedt (1913), pl. 7,3.

376 (NAM 5138) BOWL (fig. 68)
H 04.06-0.055; Diam base 0.052; Diam rim 0.154
Medium, dark brown fabric (too worn to take 
Munsell colour code) with yellow-red core (5 YR
5/6). Traces of dark burnishing on the surface. Very
worn, complete.
Flat base, spreading straight wall, straight rim with
outwards pointed lip. Four rectangular lugs placed
horizontally at right angles at the rim. 
Small incised lines on the bottom of the lugs.
Publ. Tsountas (1899), pl. 9,12; Montelius (1924), 
pl. 90,10.

377 (NAM 5301) STONE BOWL (fig. 68)
H 0.026; Diam rim 0.074; Diam base 0.026
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White marble. Intact.
Flat base, straight spreading wall, rounded lip, Four
horizontal rectangular lugs off the rim set at opposite
sides. Faint traces of blue pigment inside.
Publ. Getz-Gentle (1996), 275, no. G1, pl. 64c.

378 (NAM 5302) STONE BOWL (fig. 68)
H 0.026; Diam rim 0.075; Diam base 0.027
White marble. Intact.
Flat base, straight spreading wall, rounded lip. Four
horizontal rectangular lugs set at opposite sides off
the rim. Traces of blue pigment inside.
Publ. Sapouna-Sakellarakis (1973), fig. 22 top left;
Getz-Gentle (1996), 275, no. G2, pl. VIIc, 64d.

379 (NAM 5303.1) SHELL (fig. 68)
Complete example of a scallop (Pecten jacobaeus L.).
No further details available.
Publ. Sapouna-Sakellaraki (1973), pl. 25 top.

380 (NAM 5303.2) SHELL
Complete example of a scallop (Pecten jacobaeus L.).
No further details available.

381 (NAM 5303.3) SHELL
Complete example of a scallop (Pecten jacobaeus L.).
No further details available.

TOMB 370

The contents of this tomb were transferred from the
museum in Athens to Syros in 1971. Not all objects
registered in the Syros inventory included the tomb
number. One marble bowl in Syros with no tomb
number closely fits the description given in the 
inventory in Athens, and furthermore preceeds the
other marble bowl from this tomb which does have
its tomb number recorded. The identification of the
shell is less certain, but it may have been either this
one or another one quite similar. The metal pin
(inv.no. Syros 807) is clearly not of prehistoric date.
It is registered in the inventory of the museum in
Syros as belonging to this tomb. However, 
considering the fact that it is of a much later date, it
seems unlikely it originally belonged to this tomb
group.

382 (prob. Syros 391) STONE BOWL (fig. 69)
H 0.036; Diam rim 0.082; Diam base 0.027
White marble with yellow veins. Intact.
Flat base, straight spreading wall with rounded rim.
Four horizontal rectangular lugs with pointed edges
set at the rim at opposite sides.

383 (Syros 392) STONE BOWL (fig. 69)
H 0.042; Diam rim 0.091; Diam base 0.03
White marble. Intact.

Flat base, straight spreading wall, rounded lip. Four
horizontal rectangular lugs placed at opposite sides
off the rim.

384 (Syros 673) METAL SCRAPER (fig. 69)
L 0.058; W 0.015; Th 0.00075
Copper-based alloy.
Flat thin rectangular blade with concave top, 
irregular sides and lower end; three rivets through
the surface at the top.
Publ. Tsountas (1899), pl. 10,34; Montelius (1924),
fig. 328; Branigan (1974), pl. 16, no. 1372.

385 (prob. Syros 819) SHELL (fig. 69)
Both valves of a scallop (Pecten jacobaeus L.).

TOMB 371

The tomb is described by Tsountas in his published
report. It has a circular ground plan. Inside a dark
brown jug, a painted bowl (or cup), an obsidian 
blade, and two sea shells were found. The inventory
of the museum in Athens lists only two objects
which can be attributed to this tomb group.
Publ. Tsountas (1899), 113.

386 (NAM 5141) FOOTED CUP (fig. 69)
H 0.071-0.074; Diam rim 0.102; Diam base 0.044
Fine, light brown-yellow fabric (7.5 YR 7/4) with
grey core (7.5 YR 5/0). Smoothed surface with traces
of brush marks. Intact with few parts of the rim
missing.
Hollow base, flaring spreading foot, low cylindrical
stem, outcurving thin wall, spreading straight rim
with thin pointed lip.
Decorated on the exterior and interior rim with black
painted geometric motifs; four parallel horizontal
lines with oblique strokes in between on the outside,
and a solid horizontal line below the rim on the insi-
de.
Publ. Zervos (1957), pl. 189, right.

387 (NAM, unknown inv.no.) JUG
Probably dark brown burnished. No further details
available.

388 (NAM 5142) OBSIDIAN BLADE
(fig. 11)
L 0.065; W 0.013-0.009; Th 0.003
Parallel sided blade with prismatic section and 
narrow dorsal ridge. Intact.

389 (NAM, unknown inv.no.) SHELL
A limpet (Patella, unknown species). No further 
details available.
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390 (NAM, unknown inv. no.) SHELL
No further details avaialable.

TOMB 372

The tomb was not described by Tsountas in his pu-
blished report. Some of the finds from this tomb are
mentioned by Åberg. He lists a one-handled cup, a
spouted pyxis, and two bronze pins. One of the pins
was made of silver, however, not bronze.
Publ. Åberg (1933), 103, no. 21.

391 (NAM 5143) BOWL (fig. 69)
H 0.043; Diam rim 0.124; Diam base 0.048
Medium-fine, reddish fabric with lustrous slip (10 R
4/6) and red core (10 R 5/6). Intact, with few chips
at the rim.
Low ring-foot with convex base, flaring outcurving
wall, spreading rim with rounded pointed lip. Two
solid oblique semi-circular pierced lugs at middle of
the body, pointing downwards. Undecorated.
Publ. Zervos (1957), pl. 188.

392 (NAM 5146) SPOUTED SPHERICAL JAR
(fig. 69)
H 0.107; Diam rim 0.069; Diam max 0.136; Diam
base 0.047
Medium, light brown fabric, with dark brown-black
burnished lustrous surface (no Munsell codes 
available). Intact, chipped rim.
Flat base, hemispherical body with upright collar-
shaped rim and rounded lip. Two small semicircular
horizontal handles set at the widest diameter of the
body. Spout from the shoulder upwards  with oval
mouth.
Decorated on the exterior lower half of the body
with groups of horizontal plastic concentric bands
and groups of incised lines radiating straight down
from the lowest horizontal plastic band.
Publ. Tsountas (1899), pl. 9,14; Montelius (1924), 
pl. 90,5; Åberg (1933), fig. 167; Hekman (1990), 
fig. 3.

393 (NAM 5306) ONE-HANDLED TANKARD
(fig. 69)
H 0.115; Diam rim 0.093; Diam base 0.047
Medium, reddish-yellow fabric (5 YR 6/6) with same
core. Smoothed and slipped surface. Traces of very
dark brown to black burnishing (7.5 YR 3/0). Intact,
handle mended.
Flat base, globular lower body, high convex wide
spreading neck and rim with pointed lip. One handle
with round section from the shoulder to the neck
below the rim in a wide arch. Undecorated.
Publ. Tsountas (1899), pl. 9,7; Åberg (1933), fig. 172.

394 (NAM 5144) METAL PIN (fig. 69)
L 0.05; Th 0.0015-0.002; Diam head 0.005
Silver. Incomplete, mended from three pieces. Cor-
roded and crackling surface.
Thin pin with round section, lower end missing.
Globular head. 
Publ. Tsountas (1899), pl. 10,11; Montelius (1924),
fig. 316; Sapouna-Sakellaraki (1973), pl. 26; Branigan
(1974), no. 1706, pl. 18; Müller-Karpe (1974), 
pl. 357,18; Papathanasopoulos (1981), pl. 62,4; 
Pernicka & Wagner (1985), 203, Table 1-2.

395 (NAM 5145) METAL PIN (fig. 69)
L 0.115; Th 0.0015; W head 0.008; H head 0.015
Copper-based alloy.
Thin pin with round section, head of bent wire for-
ming a complicated knot. Heavy corrosion.
Publ. Tsountas (1899), pl. 10,21; Montelius (1924),
fig. 321; Åberg (1933), fig. 184; Schachermeyr (1955),
fig. 53,10; Branigan (1974), no. 1622, pl. 18; 
Müller-Karpe (1974), pl. 357,5; Thimme (1976), fig.
95 third from tight; Papathanasopoulos (1981), 
pl. 62,1.

TOMB 374

The tomb is described by Tsountas in his published
report. Its ground plan is circular. The finds were
distributed in two locations. On the right side of the
entrance was an undecorated jar. On the left side of
the entrance were three stone bowls, one of 
greenstone with a spout, and further a stone 
spherical pyxis with lid, a marble cup, a small bowl
on a ring foot, a small broken vase, and a painted jug.
Most of the objects could be identified among the
entries in the inventory of the museum in Athens,
except the undecorated jar (possibly a footed colla-
red jar), the bowl on a ring foot, and the small bro-
ken vase (possibly a conical cup). In addition to the
finds mentioned in the report by Tsountas, the in-
ventory in Athens also lists a bone tube as 
belonging to this tomb group. 
Publ. Tsountas (1899), 114; Åberg (1933), 103, 
no. 22.

396 (NAM 5147) JUG (fig. 70)
H 0.154; Diam base 0.053; Diam rim 0.034; Diam
max 0.126
Fine-medium, light brown yellowish surface (10 YR
8/4) with light brown-red core (7.5 YR 7/4). Yellow-
white slip with painted decoration in black, largely
faded (5 YR 3/1-6/6). Surface partly worn, top of
beak broken off. Complete.
Flat base, globular body, cylindrical neck tapering
upwards and ending in outcurving rim with rounded
lip, one end pointed upwards creating an oval mouth.
Vertical handle with round section from shoulder to
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neck below the rim.
Decorated on the exterior and interior with painted
geometric motifs in horizontal bands. On the upper
half of the body a band of hatched triangles between
solid horizontal lines; along the middle of the neck is
a solid line and along the lip a solid concentric line
and a wavy line. Along the inside of the mouth is a
solid line and a wavy line. Over the outside of the
handle are three vertical parallel lines ending above
and below near attachments in short horizontal lines
with a solid dot at either end.
Publ. Tsountas (1899), pl. 8,10; Kavvadias (1914), 
fig. 523; Fimmen (1921), fig. 129; Montelius (1924),
pl. 91,2; Tsountas (1928), fig. 18; Bossert (1937), 
fig. 440, b; Zervos (1957), pl. 232; Ekschmitt (1986),
pl. 6 below right.

397 (NAM, unknown inv.no.) JAR
“Undecorated” (Tsountas 1899, 114). No further
details available.

398 (NAM, unknown inv.no.) BOWL or SAUCER
“On a ring foot” (Tsountas 1899, 114). 
No further detail available.

399 (NAM, unknown inv.no.) VESSEL
“small size, broken” (Tsountas 1899, 114). No 
further details available.

400 (NAM 5148) STONE SPHERICAL JAR WITH
LID (fig. 70)
H 0.065; Diam base 0.025; Diam rim 0.066; Diam
max 0.102; H lid 0.012; Diam lid top 0.062; Diam lid
below 0.045
White marble. Intact.
Flat base, outcurving and incurving wall, collar-like
rim, rounded lip; two pairs of horizontal lugs set at
the widest diameter.
Publ. Getz-Gentle (1996), 282-83, no. I24, 
pl. 70c.

401 (NAM 5149) STONE SPOUTED BOWL
(fig. 70)
H 0.043; Diam rim 0.10; L max 0.125
Blue-green stone (granite). Intact.
Rounded base, outcurving flaring thick wall, pointed
lip; spout extending horizontally off the rim.

402 (NAM 5150) STONE BOWL (fig. 70)
H 0.075; Diam rim 0.192; Diam base 0.082
White marble. Intact.
Flat base, straight spreading wall, flattened rim.
Groove inside below the rim. One rectangular 
horizontal lug below the rim.
Publ. Hekman (1990), fig. 3.

403 (NAM 5307) STONE BOWL (fig. 70)
H 0.045; Diam rim 0.136
Green-blue stone. Complete, mended, chipped rim.
Flattened base, spreading wall with rounded lip.
Groove inside below the rim. Four ancient repair
holes at either side of old break.
Publ. Hekman (1990), fig. 4.

404 (NAM 5308) STONE FOOTED BOWL
(fig. 70)
H 0.064-0.07; Diam rim 0.112; Diam base 0.042
White marble. Incomplete, mended and restored;
encrustation on many parts of the exterior surface.
Solid flaring foot with flat base, low stem with 
horizontally extending base of bowl, sharp edge to
flaring wall, outcurving rim with rounded lip. 
Publ. Getz-Gentle (1996), 193, no. L27.

405 (NAM 11844) BONE TUBE (fig. 70)
L 0.058; Diam 0.022
White brittle bone.
Hollow round piece of bone with straight cut ends.
Undecorated.

TOMB 375

406 (NAM 5151) GOBLET (fig. 70)
H 0.114; Diam rim 0.135; Diam base 0.059
Medium, light reddish-yellow fabric (5 YR 7/4) with
dark grey core (5 YR 4/1). Dark brown to black
burnished surface (5 YR 2.5/1).
Hollow base, flaring foot, short cylindrical stem,
horizontally extending base of bowl, flaring 
spreading wall, rounded lip; flat base inside the bowl.
Undecorated.
Publ. Tsountas (1899), pl. 9,13; Montelius (1924), 
pl. 90,11; Zervos (1957), pl. 189.

TOMB 376

407 (NAM 5152) SPHERICAL JAR (fig. 70)
H 0.075; Diam base 0.023; Diam rim recon. 0.058;
Diam max 0.109
Medium, reddish-yellow fabric (5 YR 6/8) with grey
core (5 YR 5/1). Dark brown lustrous burnished
surface (5 YR 3/1). Incomplete, lid and part of the
wall missing; very worn surface.
Shallow depression at the base, spreading wall, 
incurving shoulder, straight spreading collar-like rim
with rounded lip. Three oblique semi-circular lugs at
the widest diameter.
Decorated on the shoulder with incised motifs 
consisting of a double Kerbschnitt, parallel lines and
a band impressed spirals connected with incised
strokes.
Publ. Kahrstedt (1913), pl. 8,2; Bossert (1960), 
fig. 3,7 1.
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TOMB 377

408 (NAM 5153) PAN (fig. 70)
H 0.049; Diam rim 0.255; Diam base 0.225
Medium-coarse with mica/quartz inclusions, light
reddish-brown, in many gradations, fabric and red
brown core (5 YR 6/3). Burnished surface. Intact,
one part of rim restored, inside very worn.
Convex base, rounded edge towards flaring wall with
rounded lip. Inside convex. Forked prong-like handle
ending in two knobs with round section.
Decorated on the exterior base with incised and
impressed white-filled geometric motifs. Along the
outside concentric patterns of large deeply pressed
Kerbschnitt, surrounded by a concentric line. Inside
is a band of inwardly pointing triangles filled with
Kerbschnitt and in the centre are two circles of
Kerbschnitt. On the lower surface of the handle is a
circle of Kerbschnitt with double row towards the
end.
Publ. Zschietzschmann (1935), fig. 9; Bossert (1937),
fig. 434; Mellink (1956), pl. 4, fig. 4; Zervos (1957),
pl. 209; Sapouna-Sakellaraki (1973), pl. 49 below
right; Coleman (1985), no. 4, pl. 33.

409 (NAM 11837) BONE TUBE (fig. 70)
L largest piece 0.047; Diam 0.017
Six fragments of hollow round tube. Incomplete.

TOMB 378

410 (NAM 5002) STONE FOOTED BOWL
(fig. 70)
H 0.054; Diam rim 0.108; Diam base 0.042
White marble. Intact.
Flaring solid foot with concave base, hemispherical
body, lip bevelled outwards.
Publ. Getz-Gentle (1996), 288, no. K13.

TOMB 382

411 (NAM 5154) PAN (fig. 70)
H 0.017; Diam base 0.14; Diam rim 0.126; L max
0.189
Fine-medium, dark brown fabric (7.5 YR 3/2) with
dark grey core (7.5 YR 4/0). Burnished 
semi-lustrous surface. Incomplete, mended and res-
tored, part of the handle missing.
Flat base, extending rounded edge, flaring wall with
rounded rim, inside concave; forked handle ending in
two knobs with circular section.
Decorated on the base with incised and impressed
motifs, consisting of double Kerbschnitt along the
outer edge; central area filled with regularly spaced
impressed concentric circles conected with incised
strokes.
Publ. Coleman (1985), no. 11.

TOMB 384

412 (NAM 5155) FOOTED JAR (fig. 71)
H 0.106; Diam rim 0.049; Diam max 0.099; Diam
base 0.053
Medium, brown to very dark greyish-brown fabric
and core (10 YR 5/3-10 YR 3/2). Intact. Dark
brown burnished surface.
Hollow flaring foot, low stem, biconical body with
four horizontal rectangular lugs at widest diameter,
outcurving rim with flattened lip.
Decorated on the exterior surface with incised white-
filled geometric motifs consisting of bands of
Kerbschnitt, triangles and concentric circles.
Publ. Tsountas (1899), pl. 8,9; Kahrstedt (1913), 
pl. 8,4; Kavvadias (1914), fig. 522; Bossert (1937), 
fig. 437; Zervos (1957), pl. 202; Bossert (1960), 
fig. 8,2; Buchholz & Karageorgis (1971), pl. 850.

TOMB 386

413 (NAM 5156) SPHERICAL JAR (fig. 71)
H 0.093; Diam base 0.044; Diam rim 0.077; Diam
max 0.149; Diam lid top 0.077; Diam lid below
0.052; H lid 0.021
Medium, light reddish-yellow fabric (7.5 YR 8/6-
7/6) with light brown core (7.5 YR 6/4). Smoothed
and slipped surface all over with black (7.5 YR 3/0)
painted decoration. Few brush marks on the surface.
Intact.
Flat base, flaring spreading wall, incurving shoulder,
outflaring collar-like rim with pointed lip; two verti-
cal tubular lugs set at the widest diameter. Circular lid
with four holes in square arrangement.
Decorated on the upper half of the body, rim, lugs,
and on the lid with black painted motifs, consisting
of hatched triangles pointing downwards, a solid
horizontal line with semi-circles below. On the lid is
a cross of two parallel lines with dots and in the four
corners elongated circles with a dot.
Publ. Tsountas (1899), pl. 8,8; Montelius (1924), 
pl. 90,6; Åberg (1933), fig. 146; Schachermeyr (1955),
fig. 54; Zervos (1957), pl. 233; Sapouna-Sakellaraki
(1973), 12 below lift; Ekschmitt (1986), pl. 4 top left.

TOMB 387

414 (NAM 5157) SPHERICAL JAR (fig. 71)
H 0.075; Diam rim 0.058; Diam max 0.111; Diam
base 0.038
Fine-medium with black-speckled inclusions, brown
fabric (7.5 YR 5/4) with dark grey core (5 YR 4/1).
Dark burnished surface. Intact, weathered surface.
Small flat base, globular body, collar-like upright rim
with outflaring lip. Three horizontal rounded
crescent-shaped lugs placed the widest diameter of
the body. Undecorated.
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415 (NAM 5158) FOOTED BOWL (fig. 71)
H 0.101; Diam rim 0.141; Diam base 0.059
Medium with few large inclusions, light red-brown
fabric (7.5 YR 7/4) with greyish core (no Munsell
colour code obtainable). Incomplete, mended and
restored; worn surface.
Flaring hollow foot, low cylindrical stem, 
hemispherical body, upright rim ending in rounded
lip.
Decorated on the interior with painted geometric
motifs. From the rim downwards various interwoven
thick lines and chevrons.

416 (NAM 5309) BOWL (fig. 71)
H 0.048; Diam rim 0.118
Medium-coarse with large inclusions, reddish-yellow
fabric (10 YR 5/6-5 YR 6/6) with similar core.
Convex base, hemispherical body, straight rim en-
ding in rounded lip. Undecorated.

417 (NAM 5310) SPHERICAL JAR (fig. 71)
H 0.065; Diam rim 0.062; Diam base 0.042
Medium, yellowish-grey fabric and core (no Munsell
codes available). Smoothed surface covered with
greyish-brown slip. Intact, weathered surface, parts
of body chipped.
Small flat base, spherical slightly squat body, upright
collared rim with rounded lip. Undecorated.
Publ. Hekman (1990), fig. 3.

418 (NAM 5311) BOWL (fig. 71)
H 0.040; Diam rim 0.11
Medium, reddish-brown fabric (no Munsell codes
available). Smoothed surface. Intact.
Small circular depression at the base, hemispherical
body with flaring rim and rounded lip.  Undecorated.
Publ. Hekman (1990), fig. 2.

419 (NAM 5312) BOWL (fig. 71)
H 0.040; Diam rim 0.114
Medium-coarse, reddish fabric (no Munsell codes
available). Intact, rim chipped, weathered surface
with encrustation.
Round base, hemispherical body with outturning rim
and pointed lip. Undecorated.
Publ. Hekman (1990), fig. 2.

TOMB 389

420 (NAM 5159) SAUCEBOAT (fig. 71)
H 0.098-0.132; Diam bas 0.06; Diam rim 0.124; 
Diam max 0.189
Fine, light reddish-yellow fabric (5 YR 7/4) with
darker core (5 YR 6/4). White slipped all over (5 YR
8/2) applied with brush. Intact, one fragment of the
wall restored; very thin wall.
Hollow ring base, flaring foot, spreading outcurving

wall, upright inturned rim with pointed thin lip;
spout extending from shoulder high above the rim;
vertical lugs with rectangular section on opposite side
from rim down. Undecorated.
Publ. Tsountas (1899), pl. 9,8; Montelius (1924), 
pl. 90,9; Zervos (1957), pl. 190.

TOMB 394

The spherical jar from this tomb was unfortunately
not available for study.

421 (NAM 5160) SPHERICAL JAR
No further details available.

422 (NAM 11845) BONE TUBE (fig. 71)
L pres. 0.083; Diam 0.019-0.021
Brittle yellowish-brown to white bone. Incomplete.
Fragment of hollowed bone with straight side.
Undecorated.

TOMB 396

423 (NAM 5313) SAUCER (fig. 72)
H 0.035-0.04; Diam base 0.023; Diam rim 0.097
Medium, red fabric (2.5 YR 5/6) with red core (5 YR
5/6). Smoothed surface with reddish slip, some 
places with black patches from firing. Intact.
Low concave ring base, wide spreading wall, upright
rim with rounded lip and edge along the inside of the
rim.
Circular markings on the inside; body slightly 
off-centre. Undecorated.

424 (NAM 5314) BOWL (fig. 72)
H 0.055; Diam base 0.012; Diam rim 0.115
Medium-coarse, red-brown fabric (2.5 YR 5/4) with
greyish core (no Munsell colour code obtainable).
Smoothed with sharp object leaving irregular marks
on the exterior surface. Intact.
Small circular depression on the base, hemispherical
body, spreading rim with rounded lip. Undecorated.

425 (NAM 5315) PAN (fig. 72)
H pres. 0.04; Diam rim ca. 0.02; Diam base ca. 0.022
Medium, light brown to dark grey-brown fabric (10
YR 6/3-4/2) with dark grey core (10 YR 4/1). Dark
burnished surface. Irregularly fired with black 
patches. Fragment of pan without handle and circa
one third of body missing. Mended.
Convex base, extending rounded edge to flaring wall.
Decorated on the exterior base with white-filled
incised and impressed motifs. Along the side a con-
centric zone of Kerbschnitt. The area within is filled
with impressed interconnected concentric spirals.
Near the missing handle a horizontal incised line
with Kerbschnitt bordering a probably separate 
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decoration near the handle.
Publ. Bossert (1960), fig. 7,11; Coleman (1985), 
no. 23, pl. 34.

426 (NAM 5161) STONE CUP (fig. 72)
H 0.047; Diam rim 0.085; Diam base 0.049
White fine-grained marble. Intact.
Flat base, sharp edge to flaring wall with spreading
rim ending in rounded lip.
Publ. Tsountas (1899), fig. 23; Kavvadias (1914), 
fig. 529; Zervos 91957), pl. 12; Getz-Gentle (1996,
278, no. H2, pl. 70b.

427 (NAM 5162) STONE BOWL (fig. 72)
H 0.031; Diam rim 0.105
White, fine marble. Intact, two rim fragments 
mended.
Rounded base, spreading wall and rounded rim; four
small rectangular lugs set below the rim at opposite
sides; groove along the inside rim.

428 (NAM 5163) STONE BOWL (fig. 72)
H 0.033-0.036; Diam rim 0.136
White marble. Intact.
Flattened convex base, spreading convex wall, 
spreading rim with rounded lip.
Groove along the inside of the rim.

TOMB 398

The tomb and its contents were not described by
Tsountas. Åberg only mentions a pan with 
impressed and incised decoration from this tomb.
The other two objects are listed in the inventory of
the museum in Athens. The stone stopper or plug
and the bone tube are treated here as separate items.
The stone plug or stopper does not fit onto the bone
tube, and probably belonged to another bone tube
which was not preserved or included in this tomb.
Tsountas may have counted them as one, which
would explain why in the numerical summary in his
published report he mentions only three stone 
stoppers, whereas the various museum collections
together posses four of these items. 
Publ. Åberg (1933), 103, no. 23.

429 (NAM 5164) PAN (fig. 72)
H 0.032; Diam rim 0.207; Diam base 0.195; L with
handle 0.272
Medium, red-brown fabric (2.5 YR 5/4) with very
dark grey core (10 YR 3/1). Dark red-brown 
burnished surface (2.5 YR 4/3). Intact, rim chipped,
inside very worn.
Flattened convex base, rounded edge to flaring wall
with rounded lip. Forked handle ending in two round
knobs with circular section.
Decorated on the exterior base with white-filled

incised and impressed motifs. Triangles, pointed
towards the centre, filled with Kerbschnitt along the
side. In the centre are two concentric circles with a
zone in between filled with Kerbschnitt. Near the
handle a large incised pubic triangle, at one side ac-
companied by Kerbschnitt.
Publ. Tsountas (1899), pl. 9,4; Kavvadias (1914), 
fig. 511; Åberg (1933), fig. 138; Zschietzschmann
(1935), fig. 6; Zervos (1957), fig. 211; 
Sapouna-Sakellaraki (1973), pl. 49 top left; 
Müller-Karpe (1974), pl. 362,3; Papathanasopoulos
(1981), pl. 94; Coleman (1985), no. 1; Ekschmitt
(1986), pl. 20.

430 (NAM 5165) STONE STOPPER 
(fig. 72)
H 0.014; Diam top 0.016; Diam base 0.012
Steatite. Intact.
Cylindrical plug with disc-like top extending on all
sides. Hole through the plug.
Publ. Tsountas (1899), pl. 10,4; Müller-Karpe (1974),
pl. 357,23.

431 (NAM 11834) BONE TUBE (fig. 72)
L largest piece 0.028; Diam 0.017
Four fragments of hollow round tube with circular
section. Incomplete. 

TOMB 399

The inventory of the museum in Athens lists as the
contents of this tomb a marble bowl and two bone
tubes. They were transferred to the museum in Syros
in 1971. The marble bowl is recorded with its tomb
number. When I studied the bowl in the museum a
small marble pestle was found lying inside. It did not
carry any inventory number, but its association with
the marble bowl suggested that it also came from this
tomb. The two bone tubes are not recorded with the
tomb number, but they are probably the same ones
registered as nos. 816 and 830 in the Syros inventory.

432 (Syros 379.1) STONE BOWL (fig. 72)
H 0.04; Diam rim 0.014
White marble. Intact.
Convex base, flaring outcurving wall, rounded lip.
Groove along the inside below the rim.

433 (Syros 379.2) STONE PESTLE (fig. 72)
L 0.028; Diam max 0.012
White marble. Intact.
Concave body with convex top and bottom.

434 (prob. Syros 816) BONE TUBE (fig. 72)
L pres. 0.045; Diam top 0.018
Brittle white bone. Incomplete, lower end missing.
Hollow tube, diameter decreasing towards lower end.
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Two holes at the top at opposite sides.
Decorated with incised geometric motifs, consisting
of two concentric bands of parallel lines with her-
ringbone and cross-hatching in between.

435 (prob. Syros 830) BONE TUBE (fig. 72)
L 0.036; Diam top 0.018
Brittle white bone. Incomplete, very worn surface.
Hollow tube with straight cut top.
Traces of incised concentric decoration on the 
exterior. Few remains of blue pigment inside.

TOMB 403

436 (NAM 5168) SAUCER (fig. 72)
H 0.095-0.104; Diam base 0.069; Diam rim 0.169;
Diam max 0.179
Medium, yellowish-red to dark grey fabric (5 YR
5/6-4/1) with reddish-brown core (5 YR 5/4).
Smoothed surface with brush marks. Complete,
mended with a few parts of the rim missing. Upper
part of the wall covered with darker red slip. 
Hollow concave base, flaring spreading foot, 
outcurving wall, rounded lip. Inside circular 
depression at the base. Undecorated.

TOMB 404

437 (Syros 488) BOWL (fig. 72)
H 0.03; Diam rim 0.116
Medium, reddish fabric (2.5 YR 5/8) with very dark
grey core (5 YR 3/1). Intact.
Flat base, flaring outcurving wall, rounded lip.
Undecorated.

TOMB 407

438 (NAM 5169) FOOTED ONE-HANDLED
CUP (fig. 73)
H 0.148; Diam base 0.074; Diam rim 0.121; Diam
max 0.137
Fine-medium, light yellowish-brown fabric (5 YR
7/3) with light reddish-yellow core (5 YR 7/6). 
Lower part of the body slipped very dark grey (5 YR
3/1). Smoothed and slipped surface all over both
inside and outside. Incomplete, mended with two
fragments missing.
Hollow base, flaring foot, spreading outcurving wall,
incurving upper body , spreading rim with rounded
lip; one vertical strap band handle from the rim
down.
Decorated on the upper wall with dark painted lines
arranged in netted motif.
Publ. Tsountas (1899), pl. 8,4; Kavvadias (1914), 
fig. 519; Zervos (1957), pl. 126; Renfrew (1972), 
pl. 7,4; Müller-Karpe (1974), pl. 363,12.

TOMB 408

The tomb is described by Tsountas in his published
report. It has a rectangular ground plan. All the finds
were located at the right side in the tomb. Tsountas
lists as the objects in this tomb group a painted
pyxis, a pan, a broken dark brown jug, two marble
bowls, a small marble cup, an incised stone vessel, a
bronze pair of tweezers, a bronze scraper, a sea shell,
and an obsidian blade. Except for the pan, the 
broken jug  and the small marble cup, all the objects
can be identified among the entries in the inventory
of the museum in Athens. The inventory lists two
other objects to this tomb group in addition to the
objects mentioned by Tsountas: a bronze pin and a
second bronze pair of tweezers. The bronze pin is
included in the summary of the contents of this
tomb by Åberg.
Publ. Tsountas (1899), 113; Åberg (1933), 103, 
no. 24.

439 (NAM 5170) SPHERICAL JAR (fig. 73)
H 0.088-0.092; Diam rim 0.06; Diam max 0.123;
Diam base 0.048
Fine-medium, light brown fabric (10 YR 7/4) with
light brown core (10 YR 8/4). Dull yellowish slip
with dark brown to black painted decoration (10 YR
3/1). Intact; one pair of lugs damaged, body surface
partly worn on one side.
Flat, slightly concave, base, spreading lower body
and spherical upper body, incurving shoulder,
upright collar-rim with lip bevelled on the inside; two
pairs of vertical pierced tubular concave lugs placed
at the widest diameter at opposite sides. Circular lid
with convex top and straight sides, four holes
through the top.
Decorated on the upper body, lugs and top of the lid
with painted geometric motifs. Along the rim is a
solid line, both inside and outside; below this and
between the lugs a zone of superimposed chevrons
with a hatched triangle on each side. The area above
the lugs has a solid cross. The lugs have each three
vertical lines between horizontal short strokes with
dots at each end. The top of the lid has four groups
of superimposed chevrons meeting in the centre.
Publ. Tsountas (1899), pl. 8,7; Kavvadias (1914), 
fig. 518; Montelius (1924), pl. 90,2; Åberg (1933), 
fig. 147; Bossert (1937), fig. 440,a; Zervos (1957), 
pl. 237; Renfrew (1972), pl. 7,2.

440 (NAM, unknown inv.no.) PAN
No further details available.

441 (NAM, unknown inv.no.) JUG
“Dark brown clay, broken” (Tsountas 1899, 113).
No further details available.
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442 (NAM 5171) STONE FOOTED JAR (fig. 73)
H 0.05; Diam rim 0.033; Diam max 0.055; Diam base
0.023
Black-green steatite. 
Flaring foot with concave base, spherical body,
upright collar-rim with rounded lip bevelled on the
inside, two pairs of vertical pierced tubular lugs at
the widest diameter at opposite sides. Intact.
Decorated on the exterior upper body with white-
filled incised motifs, consisting of three horizontal
bands of hatched triangles separated by concentric
lines.
Publ. Tsountas (1899), pl. 8:2.

443 (NAM 5172) STONE BOWL (fig. 73)
H 0.054; Diam rim 0.124; Diam base 0.046
White marble. Intact.
Flat base, flaring wall, spreading rim with rounded
lip. Four rectangular lugs placed horizontally at right
angles at the rim. 
Encrustation of blue pigment inside.
Publ. Getz-Gentle (1996), 277, no. G23.

444 (NAM 5173) STONE BOWL (fig. 73)
H 0.036; Diam rim 0.083; Diam base 0.018
White-grey marble. Intact.
Small flat base, convex wall, upright rim with
rounded lip. Four rectangular lugs placed 
horizontally at right angles at the rim.
Publ. Getz-Gentle (1996), 275, no. G5.

445 (NAM 5174) STONE FOOTED BOWL
(fig. 73)
H 0.034; Diam rim 0.051; Diam base 0.023
White marble. Intact.
Solids flaring foot with flat base, low stem, 
horizontally widening to flaring wall, spreading rim
with rounded lip.
Publ. Getz-Gentle (1996), 291, no. L1.

446 (NAM 5175.1) METAL TWEEZERS
H 0.073; W 0.038; Th 0.0015; W hands 0.014
Copper-based alloy.
Thin bent strap of copper with hands widening 
towards convex ends; rectangular section, rounded
top. Intact.

447 (NAM 5175.2) METAL SCRAPER 
(fig. 73)
L 0.031; W 0.015-0.013; Th 0.001; H rivet 0.005
Copper-based alloy.
Rectangular thin blade with concave sides and 
convex end. One vertical round rivet through the
middle near the top. Corroded, intact.

448 (NAM 5175.3) METAL PIN (fig. 73)
L 0.087; Th 0.003-0.002; W head 0.013; H head

0.012
Copper-based alloy.
Thin pin with round section. Head formed from
several pieces of bent wire creating a complicated
knot. Mended from several fragments.
Publ. Sakellariou-Papathanasopoulos (1964), 
pl. 18,a; Thimme (1976), fig. 95, second from the
right.

449 (NAM 5176) METAL TWEEZERS
No dimensions available.
Copper-based alloy.
Thin bent strap of bronze with rectangular section,
hands widening towards tips.

450 (NAM 5175.4) OBSIDIAN BLADE
L 0.073; W 0.01; H 0.003
Parallel blade with trapezoidal section and central
dorsal ridge converging to distal end. Proximal end
tilted upwards with triangular striking platform; 
convex lower point.

451 (NAM 12449) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

TOMB 409

452 (Syros 539) SPHERICAL JAR (fig. 73)
H 0.076; Diam rim 0.06; Diam max 0.132; Diam base
0.03
Medium, dark greyish-brown fabric (2.5 YR 4/2)
with reddish-brown core (5 YR 5/4). Dark 
burnished surface. Intact.
Concave base, spherical body with outturned collar
rim and rounded lip. Two double vertical tubular
vertically pierced lugs placed at opposite sides at the
widest diameter of the body. Undecorated.

TOMB 410

453 (NAM 5178) BOWL (fig. 73)
H 0.094; Diam base 0.069; Diam rim 0.136; Diam
max 0.148
Medium-coarse, light brown fabric (7.5 YR 6/4-6/3)
with brown core (7.5 YR 5/4). Smoothed surface
with few traces of lighter slip. Complete, mended.
Flat base, outcurving-incurving wall, incurving rim
with rounded lip. Undecorated.

TOMB 411

454 (NAM 5179) FOOTED CUP (fig. 73)
H 0.071; Diam base 0.049; Diam rim 0.109
Medium with some large calcareous inclusions, light
yellow fabric (10 YR 7/4) with greyish-brown to
yellow core (no Munsell code obtainable). Slipped
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surface. Mended and damaged, with a hole in the
wall probably caused during excavation.
Hollow base, flaring foot, outcurving flaring wall,
spreading rim with rounded thin lip.
Decorated on the exterior and interior with red on
light; a solid line over the lip with curved lines both
inside and outside, and similarly on the base; inside
the bowl a solid dot at the base.
Publ. Zapheiropoulou (1988), 6 plate below.

TOMB 412

455 (NAM 5180) JAR (fig. 74)
H 0.071; Diam rim 0.019; Diam max 0.07-0.064;
Diam base 0.016
Medium-coarse, grey-brown fabric (10 YR 5/2) with
same core. Traces of lustrous dark grey-red 
burnished surface (5 YR 4/2). Crudely shaped. 
Intact.
Flat base, globular barrel-shaped body with oval
horizontal diameter, incurving shoulder to cylindrical
neck, outcurving rim with one side pointed upwards,
oval mouth. Three vertical semi-circular pierced lugs
above the widest diameter. Neck off-centre.
Undecorated.

456 (NAM 5181) FOOTED CUP (fig. 74)
H 0.084; Diam rim 0.106; Diam base 0.053
Fine-medium, light reddish-brown to orange fabric
(5 YR 6/6) with same core. Grey-brown slipped
surface (10 YR 6/2). Incomplete, mended and 
restored.
Hollow flaring foot, low stem, convex body, 
spreading rim with rounded lip. Undecorated.

457 (NAM 5182) GOBLET (fig. 74)
H 0.06; Diam rim 0.095; Diam base 0.043
Medium, light brown fabric (10 YR 6/3) with grey
core (2.5 YR 5/0). Traces of lustrous dark brown
burnishing (2.5 YR 2.5/0). Complete, mended.
Hollow flaring foot, low cylindrical stem, 
horizontally widened edge to flaring wall, outcurving
rim with rounded lip. Inside base of bowl flat.
Undecorated.

458 (NAM 5183) METAL SPATULA (fig. 74)
L 0.112; W 0.022-0.01; Th 0.0015; H head 0.007
Copper-based alloy. Intact, corroded.
Flat trapezoidal blade with convex end. Head formed
by narrowed top bent forwards creating a hole. 
Publ. Zervos (1957), pl. 260, below.

TOMB 414

459 (NAM 5184) STONE FOOTED SPOUTED
CUP (fig. 74)
H 0.095; Diam base 0.049; Diam rim 0.09

Blue-grey stone, horizontally veined (carefully 
selected stone with alternating horizontal veins of
different colours, darker towards the base and lighter
towards the rim). Complete, mended with part of the
spout missing.
Solid foot flaring towards concave base, cylindrical
short stem, convex hemispherical bowl with straight
inturning rim and flattened lip; three rectangular
horizontal lugs below the rim, spout extending
horizontally from the rim.
Publ. Getz-Gentle (1996), 291, no. K37, 
pl. VIIIb.

TOMB 415

The tomb is described by Tsountas in his published
report. It is a small size tomb with an almost square
ground plan. The two finds were located on the left
side in the tomb.
Publ. Tsountas (1899), 113.

460 (NAM 5185) SPHERICAL JAR (fig. 74)
H 0.078; Diam rim 0.055; Diam max 0.115; Diam
base 0.028
Medium, dark reddish-brown fabric (2.5 YR 4/4-
3/0) with red-brown core (2.5 YR 4/4). Light
yellow-brown slipped surface. Intact, worn surface.
Depressed shallow convex base, lentoid squat
spherical body, upright collar-rim with rounded lip;
two pairs of vertical tubular pierced lugs at widest
diameter at opposite sides. Undecorated.

461 (NAM 5186) STONE FIGURINE
(fig. 74)
H 0.051; W head 0.013; W body 0.035; 
Th 0.0105
White marble. Intact, encrustation on the back.
Schematic figurine, short flat neck with concave sides
and edge at top. Semicircular body.
Publ. Tsountas (1899), fig. 30; Kavvadias (1914), 
fig. 526; Renfrew (1969), no. VI.2.

TOMB 416

The bowl from this tomb was transferred in 1901
from the museum in Athens to Syros. It could be
identified among the objects that arrived in the 
museum in Syros in that year on the basis of the
description in the inventory of the museum in
Athens. The only object to fit the description was the
bowl with the inventory no. 176 in the museum in
Syros.

462 (prob. Syros 176) BOWL (fig. 74)
H 0.034; Diam rim 0.089; Diam base 0.042
Medium, dark brown to dark grey fabric (5 YR 5/6-
4/1) with same core. Some areas fired black; 
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burnished surface. Intact.
Concave base with sharp edge towards flaring wall,
rounded lip. Inside convex. Undecorated.

TOMB 417

The tomb is not described by Tsountas. Åberg men-
tions three objects from this tomb: a footed collared
jar, a marble bowl and a bone tube. In addition the
bronze scraper is listed in the inventory of the 
museum in Athens as belonging to this tomb group.
Publ. Åberg (1933), 103, no. 25.

463 (NAM 5188) FOOTED BICONICAL JAR
(fig. 74)
H 0.189; Diam rim 0.088; Diam max 0.134; Diam
base 0.082
Medium, grey to red-brown fabric (5 YR 6/6-10 YR
5/2) with red-yellow core (5 YR 6/6). Dark grey-
brown burnished surface (10 YR 3/1). Very worn
surface. Complete, foot mended.
Hollow flaring foot, biconical body, outcurving rim
with flattened lip. Four rectangular horizontal lugs at
the widest diameter at opposite sides. 
Decorated on the exterior with white-filled incised
and impressed motifs in horizontal zones. On the
body two zones of double Kerbschnitt between lines
surrounding a zone of two rows of impressed 
connected concentric circles.
Crudely executed shape and decorations, irregularly
placed, incised and impressed motifs.
Publ. Zervos (1957), pl. 201; Bossert (1960), fig. 8,6;
Müller-Karpe (1974), pl. 362,14.

464 (NAM 5189) STONE BOWL (fig. 74)
H 0.048; Diam rim 0.12; Diam base 0.052
White marble with blue-grey horizontal veins near
the top. Intact.
Flat base, convex wall, spreading rim with flattened
lip and sharp edge along the inside. Four rectangular
horizontal lugs at the rim.
Carefully executed. Stone probably especially chosen
for the effect of creating a white marble bowl with
dark-blue rim.
Publ.Getz-Gentle (1996),  277, no. G25.

465 (NAM 11848) METAL SCRAPER 
(fig. 74)
L 0.035; W 0.013; Th 0.0015; L rivet 0.008
Copper-based alloy.
Flat thin blade with rounded corners; one rivet at the
middle near the top. Corroded surface.

466 (NAM 5190) BONE TUBE (fig. 74)
L pres. 0.102; Diam 0.015
Hollow tube with circular section, widening towards
the straight cut top, with two opposite holes; pointed

lower tip with oval mouth. Large remains of solid
blue pigment inside. 
Decorated with incised motifs in three concentric
bands, consisting of hatched oblique lines between
parallel lines.
Publ. Zervos (1957), pl. 262, below.

TOMB 418

467 (NAM 5191) SAUCEBOAT (fig. 75)
H 0.138; Diam  base 0.06; H max 0.247
Medium, reddish-yellow to reddish-grey fabric (5 YR
6/6-5/2) with grey core (5 YR 5/1). Smoothed 
surface covered with white slip (5 YR 8/1), mostly
worn off; irregularly fired with several dark patches
(5 YR 5/1) on one side. Complete, mended, tips of
spout restored.
Hollow base, low flaring foot, outcurving wall 
incurving upper body and rim; high vertical spout
extending from the rim, elaborately accentuated with
pointed tips curved upwards creating a horse-shoe
like front; vertical handle with oval section set below
the rim and extending above it; remains of two 
vertical plastic rope bands on either side of the 
handle. Undecorated.
Publ. Tsountas (1899), pl. 9:1; Kavvadias (1914), 
fig. 520; Montelius (1924), fig. 90,7; Åberg (1933),
fig. 164; Zervos (1957), pl. 179-81; Lacy (1967), 
fig. 98,f; Renfrew (1972), pl. 19,4.

TOMB 419

468 (Syros 519) METAL PIN (fig. 75)
L 0.133; Th 0.0015
Copper-based alloy.
Circular section, pointed at the lower bent tip with
rounded top. Intact.

TOMB 423

469 (Syros 550) STONE WEIGHT (fig. 75)
L 0.071; W 0.062; H 0.04-0.025
Green-red speckled granite. Intact.
Irregularly shaped stone with two depressions in the
middle, probably unfinished.

TOMB 428

470 (NAM 5195) SPOUTED BOWL (fig. 75)
H 0.122; Diam base 0.091; Diam rim 0.198; L max
0.224
Medium-coarse, brown fabric and similar core (7.5
YR 5/3). Covered with light yellow slip (7.5 YR 8/3).
Complete, mended with fragments of the rim and tip
of the spout missing.
Flat base, outcurving wall, upright slightly incurving
upper wall and rim with thickened rounded lip; spout
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extending from the rim; two horizontal band handles
at the widest diameter and a third rectagular lug 
opposite the spout. Undecorated.
Publ. Tsountas (1899), pl. 9:9.

471 (NAM 5194) METAL NEEDLE (fig. 75)
L 0.142; Th 0.0015
Copper-based alloy.
Thin pin with round section. Top bent backwards
creating a small eye.
Publ. Tsountas (1899), pl. 10,20; Branigan (1974), 
no. 1198; Müller-Karpe (1974), pl. 357,21.

TOMB 428A

Unfortunately we have no information why this
tomb is differentiated from the preceeding tomb
428. 

472 (NAM 11850) METAL PUNCH (fig. 75)
L 0.105; Th 0.004. 
Copper-based alloy. Intact.
Thin tool with square section, pointed tip short 
upper part after widening; flattened top with sharp
cutting edge.

TOMB 432

473 (NAM 5196) SPHERICAL JAR (fig. 75)
H 0.067-0.073; Diam base 0.032; Diam rim 0.053;
Diam max 0.096
Fine, black-brown fabric (7.5 YR 2/0) with brown
core (7.5 YR 5/2-5/3). Dark burnished lustrous
surface all over. Incomplete, large fragments of wall
and rim restored.
Flat base, glonular spherical body, straight inturning
shoulder, upright collar-like rim with thin rounded
lip. Lid probably missing. Undecorated.
Publ. Tsountas (1899), pl. 9,:0; Renfrew (1972), 
pl. 9,3.

TOMB 433

474 (NAM 5197) SPHERICAL JAR (fig. 75)
H 0.064; Diam base 0.033; Diam rim 0.058; Diam
max 0.113; H lid 0.013; Diam lid 0.059
Medium, very dark brown to reddish-brown fabric (5
YR 3/1) with grey core (5 YR 5/1). Semi-lustrous
dark burnished surface. Brush marks horizontally
over body surface. Intact, save for a restored hole in
the body.
Flat base, spreading outcurving wall, incurving 
almost flat shoulder, upright collar-like rim with
flattened lip; two pairs of vertical tubular lugs set at
the widest diameter. Circular lid with upright sides
and flat top with four holes. Undecorated.

TOMB 434

475 (Syros 484) CONICAL CUP (fig. 76)
H4 0.072; Diam rim 0.12; Diam base 0.052
Medium, red fabric (2.5 YR 5/6) with dark grey core
(2.5 YR 4/0). Smoothed surface with brush marks
inside. Complete, mended, few parts missing. Small
solid raised foot, straight spreading wall, rounded
rim. Leaf impression at the base.

TOMB 439

476 (NAM 5198) STONE BOWL (fig. 76)
H 0.036-0.04; Diam base 0.035; Diam rim 0.126
Blue to grey-white stone with horizontal veins. 
Intact.
Flat base, spreading wall with rounded lip.

477 (NAM 11884) METAL TWEEZERS
(fig. 76)
L 0.067; W max 0.025; Th 0.002; W tips 0.012
Copper-based alloy.
Bent strap of flat metal with rounded top and 
widening tips. Intact.

TOMB 442

478 (Syros 774) CONICAL CUP (fig. 76)
H 0.88; Diam rim 0.139; Diam base 0.067
Medium-coarse, greyish-brown fabric (2.5 YR 5/0)
with reddish-brown core (2.5 YR 5/4). Incomplete,
large fragment of the wall with base and rim missing.
Flat base, straight flaring wall with rounded lip.
Mat impression on the base.

TOMB 445

The contents of this tomb were on two occassions
transferred to the museum in Syros. The footed jar
arrived in 1901, and was registered in the inventory
as coming from this tomb. The two metal objects
were transferred in 1971. The tomb number of the
bronze needle was also recorded in the inventory in
Syros. That of the bronze punch, however, was not.
Based on the description in the inventory of the
museum in Athens it is probable that this punch is
the same as the one listed under no. 648, although
this is not completely certain.

479 (Syros 153) FOOTED BICONICAL JAR
(fig. 76)
H 0.205; Diam rim 0.083; Diam base 0.075
Medium, dark greyish-brown to very dark grey fabric
(10 YR 4/2-3/1) with dark grey core. 
(5 YR 4/1). Dark burnished surface. Complete, 
mended.
Flaring foot with hollow base, conical lower body
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with concave upper body, outturnig rim with 
flattened top. Four horizontal rectangular lugs placed
at opposite sides at widest diameter.
Decorated on the exterior upper part with incised
geometric motifs consisting of bands of Kerbschnitt,
concentric lines, two bands of interconnected 
concentric circles and band of herring-bone motif.

480 (Syros 518) METAL NEEDLE (fig. 76)
L 0.106; Th 0.0002
Copper-based alloy. Intact.
Thin shaft with round section and small eye in the
top.

481 (prob. Syros 648) METAL PUNCH (fig. 76)
L 0.084; Th 0.003-0.002
Copper-based alloy. Incomplete.
Square section, top shorter than lower pointed end,
pointed lower tip broken off.

TOMB 446

482 (NAM 5200) SPHERICAL JAR (fig. 76)
H 0.051; Diam rim 0.042; Diam max 0.075; Diam
base 0.033
Medium, greyish-brown fabric (10 YR 5/2) with grey
core (2.5 YR 6/0). Burnished surface. Intact.
Flat base, globular body, collar-shaped rim with
rounded lip.
Decorated on the exterior shoulder with incised
white-filled geometric motifs, consisting of
Kerbschnitt above and below concentric incised line.

TOMB 447

The tomb is described by Tsountas in his published
report. It has a rectangular ground plan. Parts of the
skull were found in the right front corner and nearby
were fragments of a large bowl. In the right back
corner lay a bowl, a spherical vase, a bronze scraper,
and a marble female figurine. Except for the large
bowl and the spherical vase, all the other finds were
among the entries in the inventory of the museum in
Athens. However, the stone bowl (no. 485) listed in
Athens is not mentioned in the report by Tsountas,
but it may be very possible this stone bowl is the
bowl found in the right back corner of the tomb.
Publ. Tsountas (1899), 114; Åberg (1933), 103, 
no. 26.

483 (NAM, unknown inv.no.) BOWL
“Large size, fragments” (Tsountas 1899, 114). No
further details available.

484 (NAM, unknown inv.no.) SPHERICAL 
VESSEL
No further details available.

485 (NAM 5201.1) STONE BOWL
No further details available.

486 (NAM 5201.2) STONE FIGURINE (fig. 76)
H 0.155; W head 0.034; W body 0.065; W feet 0.031;
Th 0.014
White marble. Complete, neck mended a two places.
Triangular head tilting backwards, vertical ridge on
the head forming a prominent nose, cylindrical neck
widening towards broad horizontal shoulders, upper
arms straight down and bending at the elbows, lower
arms left over right on front of the belly, on the
torso two raised breasts, below the folded arms
disproportional large pubic triangle made by three
incised lines; incision continuing downwards 
separating the legs; no indication of knees; feet 
pointed downwards and sideways. Head and neck
slightly off-centre to the left. Backside completely
flat and at the top of the head a narrow flat ridge. 
Publ. Zervos (1957), fig. 245; Renfrew (1969), 
no. IV.C.3.

487 (NAM 5202) METAL SCRAPER (fig. 76)
L 0.059; W 0.022; Th 0.001
Copper-based alloy.
Thin rectangular blade with cut-out top for 
attachment to handle. One vertical rivet through the
surface, and traces of area covered by handle.
Publ. Tsountas (1899), pl. 10,32; Montelius (1924),
fig. 331; Branigan (1974), pl. 16, 1368.

TOMB 448

Both objects from this tomb were transferred to the
museum in Syros in 1901. Among the group of 
objects which arrived in Syros in that year one item is
a bronze punch and it therefore seems probable that
it is the same one mentioned in the inventory in
Athens. The bone tube was recorded in the 
catalogue of the museum in Athens under the same
inventory number as the metal punch. It could not
be located in the inventory in Syros, nor were there
any similar items with no recorded tomb number
that could be identified with it.

488 (prob. Syros 201) METAL PUNCH (fig. 76)
L 0.107; Th 0.004-0.002
Arsenic-bronze.
Square section, straight regular shaft narrowing 
towards pointed lower tip, widening upper part,
narrowing head to rounded top, widest section near
the upper top, afterwards concave narrowing 
towards rounded raised head. Intact, three small
holes drilled in upper part for metallurgical analysis.
The object was analyzed for its chemical 
composition (Bossert 1967, 76; Stos-Gale et al. 1984,
30, 42 table 3).



APPENDIX 1

252

Publ. Tsountas (1899), pl. 10:12; Branigan (1974), 
no. 1056.

489 (Syros, unknown inv.no.) BONE TUBE
No further details available.

TOMB 450

The inventory of the museum in Athens only menti-
ons this obsidian blade as coming from Tomb 450. It
was transferred to the museum in Syros in 1901.
Although not completely certain, it seems probable
this obsidian blade is one of the two obsidian blades
listed under no. 202.1-2 in the Syros inventory.

490 (prob. Syros 202.2) OBSIDIAN BLADE
L 0.056 (from museum inventory book)
No further details available.

TOMB 452

491 (NAM 5208) STONE GRINDER (fig. 77)
H 0.072; W 0.052; L base 0.065
Blue-green stone. Intact, encrustation on parts of the
surface.
Convex polished smoothed base, oval diameter,
convex incurving sides and flattened round top.

492 (NAM 5316) STONE PALETTE (fig. 77)
L 0.243; W 0.195; H 0.052-0.048
Speckled greyish schist. Intact.
Flattened convex base, low sides spreading upwards,
raised rim along the top, rectangular depression
slightly concave at the centre.

493 (NAM 5205) METAL SPATULA (fig. 77)
L 0.078; Th 0.001; Diam head 0.009
Copper-based alloy.
Thin flat blade with concave sides, convex cutting
edge. Head bent forming small circle. Intact.

494 (NAM 5206.1) METAL PUNCH (fig. 77)
L 0.075; W max 0.0025
Copper-based alloy.
Long pointed tip, square section with short raised
upper part towards pointed top (haft). Intact.

495 (NAM 5206.2) METAL NEEDLE (fig. 77)
L 0.124; Th 0.0015
Copper-based alloy.
Thin shaft with round section, small eye at the top;
sharp point at lower tip. Intact.

496 (NAM 5207) SPINDLE WHORL (fig. 77)
H 0.0175; Diam max 0.029; Diam hole 0.0075
Fine-medium, reddish-brown fabric (2.5 YR 4/4)
with reddish-brown core (no Munsell code 

obtainable). Smoothed grey brown slipped surface
(10 YR 4/1). Intact.
Biconical object with vertical hole through body.
Decorated with four groups of incised and white-
filled chevrons.
Publ. Tsountas (1899), pl. 10,6; Zervos (1957), pl.
265; Müller-Karpe (1974), pl. 357,25.

TOMB 453

497 (NAM 5317) CONICAL CUP (fig. 77)
H 0.078; Diam base 0.051; Diam rim 0.112
Coarse with large inclusions, yellowish-brown fabric
(10 YR 5/6) with lighter brownish-yellow core (10
YR 6/8). Incomplete, large part of the wall and rim
restored.
Raised solid low foot, striaght spreading wall with
rounded lip; inside concave.
Leaf impression on the base.

498 (NAM 5209.1) METAL FISH-HOOK (fig. 77)
L 0.051; W 0.022; Th 0.004
Copper-based alloy.
Round section. flattened top; lower end bent 
upwards with sharp point. Traces of rope windings
on surface encrustation. Intact.
Publ. Tsountas (1899), pl. 10,38; Montelius (1924),
fig. 314; Zervos (1957), pl. 260, second row from
below; Sapouna-Sakellaraki (1973), pl. 54 below;
Branigan (1974), no. 1174; Müller-Karpe (1974), 
pl. 357,10; Papathanasopoulos (1981), pl. 57; Treuil
(1983), fig, 37.

499 (NAM 5209.2) METAL FISH-HOOK (fig. 77)
L 0.024; W 0.012; Th 0.003
Copper-based alloy.
Round section, flattened top, lower end bent 
upwards ending in sharp point. Rope windings in
encrustation. Intact.
Publ. Tsountas (1899), pl. 10,39; Branigan (1974), no.
1177; Müller-Karpe (1974), pl. 357,15; see also
cat.no. 498.

TOMB 454

500 (Syros 703) CONICAL CUP (fig. 77)
H 0.053; Diam rim 0.089; Diam base 0.039
Medioum-coarse, greyish-brown fabric (2.5 YR 5/0)
with reddish-brown core (2.5 YR 5/4). 
Complete, mended.
Flat base, straight spreading wall with pointed lip.
Leaf impression on the base.
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TOMB 455

501 (NAM 5318) CONICAL CUP (fig. 77)
H 0.089-0.086; Diam rim 0.127-0.129; Diam base
0.052
Medium, coarse, red to reddish-brown fabric (2.5 YR
5/6-5/4) with similar core. Horizontal band which
was coloured grey during firing (10 YR 5/1). Incom-
plete, mended and restored.
Flat base, straight spreading wall, straight rim with
rounded lip.
Mat impression on the base; one impressed sealing,
consisting five concentric circles, on the body.
Publ. Bossert (1960, fig. 2,2.

502 (NAM 11857) CONICAL CUP (fig. 77)
H 0.063; Diam base 0.047; Diam rim 0.112
Coarse-medium, light red fabric (2.5 YR 5/2) with
slightly darker core (2.5 YR 5/4). Smoothed 
surface. Intact.
Flat base, straight spreading wall, flattened lip; base
flat inside.
Unrecognizable traces of possibly mat impression on
the base.

TOMB 464

503 (Syros 393) STONE BOWL (fig. 78)
H 0.039; D rim 0.099; D base 0.026
Blue-grey veined marble. Intact.
Flat base, straight spreading wall, rounded lip. Four
horizontal rectangular lugs set at opposite sides of
the rim.

TOMB 467

504 (NAM, unknown inv.no.) SPINDLE WHORL
No dimensions available.
Terracotta. Intact.
Biconical shape with large hole through the centre;
decorated with band of incised open triangles 
pointed upwards.
Publ. Tsountas (1899), 105, pl. 10:6.

TOMB 468

The tomb is described by Tsountas in his published
report. It has a rectangular ground plan. The finds
were distributed over two locations. In the right
front corner were a bronze awl, a stone palette, a
stone pestle and a conical cup with leaf impression
on the base. Found together in a niche inside the
right wall were: an incised jar, two sea shells, three
bronze spatulas, two bronze pins, three bronze need-
les, two bronze awls, six stone beads, two bone rings,
fragments of a bone tube, ten shell beads, and a
marble figurine. Three objects (the incised jar and

the two sea shells) are not identified among the en-
tries in the inventory of the museum in Athens. In
addition the inventory lists a bone pin as belonging
to this tomb group.
Publ. Tsountas (1899), 114.

505 (NAM 5319) CONICAL CUP (fig. 78)
H 0.066; Diam base 0.042; Diam rim 0.116
Medium-coarse, red to reddish-brown fabric (2.5 YR
5/6-5 YR 5/3) with grey core (2.5 YR 5/0). Few
traces of slip or smoothing on the surface. Intact.
Flat base, upright edge to flaring conical wall, 
spreading rim with rounded lip. 
Leaf impression on the base.

506 (NAM, unknown inv.no.) JAR
“Incised decoration” (Tsountas 1899, 114). No fur-
ther details available.

507 (NAM 5211) STONE FIGURINE (fig. 78)
H 0.108; W head 0.024; W body 0.053; Th 0.02
White fine-grained marble. Intact, chipped at the
surface.
Schematic figurine of Apeiranthos type. Flat head or
neck with concave sides and convex top, tilting back-
wards but not beyond thickness of the body; rectang-
ular flat body with rounded corners.
Publ. Tsountas (1899), fig. 29; Kavvadias (1914), fig.
524; Zervos (1957), fig. 45a; Höckmann (1968), pl.
4,6; Müller-Karpe (1974), pl. 360,22; Renfrew (1969),
14, no. VI.1.

508-513 (NAM 5216) SIX STONE BEADS
(fig. 78)
1: Diam 0.011; L 0.019. 2: Diam 0.013; Th 0.007. 3:
Diam 0.01; Th 0.005. 4: Diam 0.01; Th 0.003. 5:
Diam 0.007; Th 0.008. 6: Diam 0.006; Th 0.005
Four light green stone beads, one globular (1) with
attached pierced lug; three circular with pierced hole
(2-4). Two dark blue-black stone beads, 
cylindrical with vertically pierced holes (5-6).
Publ. Tsountas (1899), pl. 10:23-26; Montelius
(1924), fig. 313; Müller-Karpe (1974), pl. 357, 13. 28.
31-32.

514 (NAM 5320) STONE PALETTE (fig. 78)
L 0.223; W 0.171; H 0.036-0.031
Coarse speckled greyish-white stone. Intact.
Convex base, rounded incurving convex sides, raised
rim along the top, rectangular depression on top.

515 (NAM 5321.2) STONE GRINDER (fig. 78)
H 0.085; W max 0.06; W min 0.027
Green-grey stone (schist). Intact.
Square base, irregular pyramidal body to a 
rounded top. Several surfaces are highly polished.
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516 (NAM 5212) METAL PIN (fig. 78)
L 0.111; Th 0.002; W head 0.028
Copper-based alloy.
Pin with round section ending in sharp tip; top
mounted by flat double bent spiral. Intact.
Publ. Tsountas (1899), pl. 10,15; Montelius (1924),
fig. 318; Åberg (1933), fig. 183; 
Schachermeyr (1955), fig. 53,3; Higgins (1961), 
fig. 5,b; Higgins (1967), fig. 69; Branigan (1974), no.
2066, pl. 19; Müller-Karpe (1974), pl. 357,9; Hood
(1978), fig. 187,a.

517 (NAM 5213.1) METAL PUNCH (fig. 78)
L 0.147; W max 0.0035; Th 0.002
Copper-based alloy.
Thin shaft with square section, ending in sharp tip;
thickening near short pointed top. Intact.

518 (NAM 5213.2) METAL PUNCH (fig. 78)
L 0.115; W 0.003-0.002
Copper-based alloy.
Thin shaft with square section, ending in sharp tip;
thickening towards short pointed top. Intact.

519 (NAM 5213.3) METAL PUNCH (fig. 78)
L 0.102; W 0.003-0.001
Copper-based alloy.
Thin shaft with square section, ending in sharp tip;
thickening towards short pointed top. Intact.

520 (NAM 5213.4) METAL PIN (fig. 78)
L 0.158; Th 0.002
Copper-based alloy.
Thin bent pin with round section; sharp points at
both ends. Intact.

521 (NAM 5213.5) METAL PIN (fig. 78)
L 0.156; Th 0.002
Copper-based alloy.
Thin slightly bent pin with round section; sharp
points at both ends. Intact.

522 (NAM 5213.6) METAL PIN (fig. 78)
L 0.098; Th 0.002
Copper-based alloy.
Thin pin with round section; sharp pointed tip; lower
end broken off. Incomplete.

523 (NAM 5214.1) METAL SCRAPER (fig. 78)
L 0.085; W 0.02; Th 0.001; L rivet 0.009
Copper-based alloy.
Thin flat rectangular blade with concave sides and
concave top; one vertical rivet in the middle near the
top. Intact, corroded.

524 (NAM 5214.2) METAL SCRAPER (fig. 78)
L 0.063; W 0.02; Th 0.001; L rivet 0.008

Copper-based alloy.
Thin flat rectangular blade with concave top and
concave sides; one rivet in the middle near the top.
Intact, corroded.

525 (NAM 5214.3) METAL SPATULA (fig. 78)
L 0.056; W 0.013-0.006; Th 0.001-0.003
Copper-based alloy.
Flat rectangular blade narrowing towards the top; top
bent forwards on the blade creating small 
opening. Intact.

526 (NAM 5217.2) METAL FRAGMENT (fig. 78)
No dimensions available.
Copper-based alloy.
Thin rectangular fragment of copper, probably 
fragment of tool. Heavy encrustation on the surface.

527 (NAM 5215.1) BONE SEAL-RING (fig. 78)
Very brittle bone. Incomplete.
Diam ring 0.014; Diam seal 0.01
Fragment of small finger-ring with carved circular
seal. The seal shows no apparent motif, but consists
of irregular crossing lines. 
Publ. Tsountas (1899), pl. 10,8; Müller-Karpe (1974),
pl. 357,22.

528 (NAM 5215.2) BONE FINGER-RING (fig. 78)
Diam 0.02
Fragment of finger-ring with three parallel incised
lines on the exterior. Incomplete.

529 (NAM 11822.1) BONE TUBE (fig. 78)
L pres. 0.04; Diam pres. 0.01
Hollow tube with circular section, broken into six
pieces, incomplete.
Decorated with at least one concentric incised line.

530 (NAM 11822.2) BONE PIN (fig. 78)
L pres. 0.038; Th 0.0025
One fragment of pin with round section, both ends
missing.

531 (NAM 5217.1) NECKLACE OF SHELLS
(fig. 78)
Diam 0.016-0.01; Th 0.005-0.002
Ten small flat shells with pierced holes, in diminis-
hing diameters. The beads are made of the operculae
of the Murex bandaris L.

532 (unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

533 (unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). No further
details available.
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TOMB 469

The tomb is described by Tsountas in his published
report. It has a rectangular ground plan. In the right
front corner lay a conical cup with leaf impression on
the base. Found together in the right back corner
were: a stone palette, a stone grinder, a jar, a sea
shell, a bronze scraper, a bronze pin, a bronze
needle, and a bronze awl. Four objects (conical cup,
jar, stone mortar, and shells) could not be identified
among the entries in the inventory of the museums
in Athens or Ermoupolis. The stone celt is 
registered in the inventory of the museum in Athens
as coming from this tomb, although it is not as such
listed in the report by Tsountas, it seems likely that
this was what Tsountas referred to as a grinder or
pestle.
Publ. Tsountas (1899), 115.

534 (NAM, unknown inv.no.) CONICAL CUP
“Leaf impression on the base” (Tsountas 1899, 115).
No further details available.

535 (NAM, unknown inv.no.) JAR
probably a footed biconical jar (doxeion). No further
details available.

536 (NAM 5371) STONE CELT (fig. 79)
L 0.054; W 0.04; Th 0.017. 
Greenish-grey stone. Intact.
Polished surface, sharpened wetted cutting edge,
rounded top, oval section.

537 (NAM, unknown inv.no.) STONE PALETTE
No further details available.

538 (Syros 510) METAL PIN (fig. 79)
L 0.101; Diam spiral head 0.01; Th 0.001-0.002
Copper-based alloy.
Metal shaft with circular section and double spiral
head. Complete.
Publ. Tsountas (1899), pl. 10:16; Montelius (1924),
fig. 322; Zervos (1957), pl. 261, top right; Branigan
(1974), no. 2065, pl. 19; Müller-Karpe (1974), 
pl. 357,8.

539 (Syros 511) METAL PUNCH (fig. 79)
L 0.125; W 0.0025-0.003
Copper-based alloy.
Square section, bent heavy punch or awl. Intact,
corroded.

540 (Syros 512) METAL NEEDLE (fig. 79)
L 0.132; Th 0.0015
Copper-based alloy.
Long thin shaft with circular section, lower tip bent
sideways, hole pierced through the top. Intact.

541 (Syros 514) METAL PUNCH (fig. 79)
L 0.13; Th 0.001-0.003
Copper-based alloy.
Square section, both ends pointed. Intact, corroded.
Publ. Tsountas (1899), pl. 10:9; Müller-Karpe (1974),
pl. 357,20.

542 (Syros 672) METAL SPATULA (fig. 79)
L 0.087; W 0.021-0.011; Th 0.0015
Copper-based alloy. Incomplete, corroded.
Trapezoidal thin blade with rolled top and rounded
sharp edge; centre blade filled with modern lead
repairs.
Publ. Tsountas (1899), pl. 10:31; Branigan (1974), pl.
16,1446.

543 (NAM, unknown inv.no.) SHELL
Probably a scallop (Pecten jacobeus L.). 
No further details available.

TOMB 472

The tomb is described by Tsountas in his published
report. It has a rectangular ground plan. The body
was on its right side. The finds were distributed at
different locations around the body. A marble bowl
with a pair of tweezers inside was found near the
head. Three other tweezers were lying nearby with a
bronze scraper. A little further away was an obsidian
blade. Near the breast stood an undecorated clay jar
with sea shells below it. Near the back was another
clay jar. A clay cup, two bronze pins, and an obsidian
blade were found by the feet. Most of the finds could
be identified among the entries in the 
inventory of the museum in Athens, except for the
two jars and bowl. In addition the inventory lists a
third obsidian blade as belonging to this tomb group.
Publ. Tsountas (1899), 115.

544 (NAM, unknown inv.no.) JAR
“Undecorated” (Tsountas 1899, 115). No further
details available.

545 (NAM, unknown inv.no.) JAR
No further details available.

546 (NAM, unknown inv.no.) CONICAL CUP
No further details available.

547 (NAM 5221) STONE SPOUTED BOWL
(fig. 79)
H 0.071; Diam rim 0.118; Diam base 0.039; 
L spout 0.035
White marble. Intact.
Flat base, spreading convex wall, spreading rim cur-
ving inwards at the top, rounded lip bevelled on the
inside. Three horizontal rectangular lugs below the
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rim; one beaked spout from below the rim extending
upwards.
Publ. Tsountas (1899), fig. 25; Kavvadias (1914), 
fig. 531; Zervos (1957), pl. 14.

548 (NAM 5222.1) METAL TWEEZERS (fig. 79)
L 0.077; W 0.033-0.01; Th 0.001
Copper-based alloy.
Thin bent strap of copper, round top, widening
hands. Intact.
Publ. Tsountas (1899), pl. 10:42; Montelius (1924),
pl. 17,20; Branigan (1974), pl. 16, 1344.

549 (NAM 5222.2) METAL TWEEZERS (fig. 79)
L 0.084; W 0.034-0.009; Th 0.001
Copper-based alloy.
Thin bent strap of copper with rounded top and
widening convex ending hands. Intact.

550 (NAM 5222.3) METAL TWEEZERS (fig. 79)
L 0.082; W 0.032-0.01; Th 0.001
Copper-based alloy.
Thin strap of copper with rounded top and widening
convex ending hands. Intact.

551 (NAM 5222.4) METAL TWEEZERS (fig. 79)
L 0.08; W 0.027-0.011; Th 0.001
Copper-based alloy.
Thin bent strap of copper, top with loop, widening
convex ending hands. Intact.

552 (NAM 5223.1) METAL SCRAPER (fig. 79)
L 0.067; W 0.019; Th 0.001
Copper-based alloy.
Flat thin rectangular blade with concave cut-out head
and one rivet through the middle; slightly concave
sides and chiselled sharp cutting edge at top.

553 (NAM 5223.2) METAL PIN (fig. 79)
L 0.139; Th 0.0015
Copper-based alloy.
Thin pin, bent at two places, with round section, one
sharp point. Incomplete.

554 (NAM 5223.3) METAL PIN (fig. 79)
L 0.082; Th 0.001
Copper-based alloy.
Thin pin with round section, one sharp point, top
broken off. Incomplete.

555 (NAM 5224.1) OBSIDIAN BLADE (fig. 79)
L 0.109; W 0.012-0.006; H 0.004
Parallel blade with triangular section and narrow
dorsal ridge; raised head with triangular striking 
platform; narrowing lower end. Mended.

556 (NAM 5224.2) OBSIDIAN BLADE (fig. 79)
L pres. 0.073; W 0.014-0.008; H 0.004
Parallel blade with triangular section and narrow
dorsal ridge; raised head with triangular striking 
platform. Incomplete.

557 (NAM 5224.3) OBSIDIAN BLADE (fig. 79)
L 0.049; W 0.007-0.004; H 0.002
Small parallel blade with triangular section and small
dorsal ridge; raised head with triangular striking 
platform. Intact.
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1.2. Excavation Bosanquet

TOMB B1

Investigated by Robert Bosanquet in 1892. The 
conical cup was found about mid-way in the filling of
the tomb. Although Bosanquet referred to the site as
Krokidas it can now be identified with 
Chalandriani.

558 (BSA A.161) CONICAL CUP
H 0.062; Diam rim 0.13; Diam base 0.06
Medium, reddish-brown fabric with dark red slip (no
Munsell codes available), fired black-brown in places.
Intact with restoration at the rim.
Flat base, straight spreading wall with rounded lip.
Mat impression at the base.
Publ. Bosanquet (1895-96), 142; Bosanquet (1896-
97), 61-63.

1.3. Excavations Doumas

TOMB D3

The contents of this tomb are from the only tomb
that was not found plundered during the rescue
excavations carried out by C. Doumas in the area of
Chalandriani in 1962.
Publ. Doumas (1977), 129-30.

559 (Syros 402) BOWL (fig. 79)
H 0.04; Diam rim 0.13
Medium, brown gritty fabric, imperfectly fired. 
Incomplete, part of the rim missing.
Shallow depression at the base, flaring wall, rim 
bevelled inwards, rounded lip. 
Undecorated.
Publ. Doumas (1977), pl. L:f.

560 (Syros 400) STONE BOWL (fig. 79)
H 0.028; Diam rim 0.096; Diam base 0.025
Greyish-white veined marble. Intact.
Flattened convex base, spreading flaring wall, 
inturned rim with rounded lip.
Publ. Doumas (1977), pl. L:h.

561 (Syros 401) STONE FOOTED BOWL
(fig. 79)
H 0.08; Diam rim 0.122; Diam base 0.055
White yellowish marble. Incomplete, large part of
upper body missing.
Flat disc-like base with central depression, concave
stem, bowl with straight horizontal base, flaring con-
cave wall, outturned rim with rounded lip.
Publ. Doumas (1977), pl. L: g; Getz-Gentle (1996),
294, no. L37.

562 (Syros 403) METAL SCRAPER (fig. 79)
L 0.039; W 0.018-0.014; Th 0.001
Copper-based alloy.
Flat trapezoidal blade with one rivet hole at the 
widest width near the top. Surface and edges 
corroded. 
Publ. Doumas (1977), pl. L:j.

563 (Syros 405) BONE TUBE WITH STONE
STOPPER (fig. 79)
No dimensions available.
Brittle white bone. Incomplete, broken in several
small pieces. 
Hollow tube with two holes at the top at opposite
sides. Stone stopper well preserved with cylindrical
lower part and extending disc-like upper part with
horizonal hole through lower end corresponding to
the two holes in the tube. Traces of blue pigment
preserved in the tube.
Publ. Doumas (1977), pl. L:i.
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FINDS OUT OF CONTEXT 
AND SURFACE FINDS

1. Excavations by Tsountas

This first group of objects lacking individual tomb provenances from the cemetery at Chalandri-
ani came from the excavations carried out by Tsountas in 1898. More details about his work on
the island of Syros are to be found in chapter 3 above. The items described below fall into three
categories, two of which are based on specific qualifications written in the catalogue of the
Prehistoric Collection of the National Museum in Athens. As discussed above, the expression
chomata nekrotafeio probably means that these objects were found by Tsountas on the terrain of
the cemetery at Chalandriani. They are not recorded with individual tomb numbers and are
therefore probably from disturbed tombs. The other expression used for a number of objects, ek
tafou, is less clear. Literally it means they are from tombs, but again no tomb numbers are
recorded for these items. It seems probable that these objects also came from disturbed tombs
of which the tomb inventory was no longer intact. The objects were therefore not assigned to
individual tomb groups, but generally listed as from tombs.

1.1. National Archaological Museum,
Athens

1.1.1. chomata nekrotafeio

Pottery

564 (NAM 5229) SPHERICAL JAR
No further details available.

565 (NAM 5230) PAN
Diam rim ca. 0.30. 

Handle and part of the pan missing; broken and
mended.
Flaring wall. Decorated on the base with a band of
single Kerbschnitt along the edge; central area filled
with regularly arranged stamped concentric circles
connected with short incised strokes; in the lower
part is a ship with a high end to the right, and a fish
emblem filled with herringbone connected through a
short line with the high end; cross-hatched banner
descends from line connecting fish and ship; 25
short strokes above and 29 below the hull indicating
the oars, these may have originally numbered 30 and
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36. No further details available.
Publ. Tsountas (1899), fig. 22; Zervos (1957), fig.
218; Bossert (1960), fig. 8, no. 20; Coleman (1985),
no. 26, pl. 35, fig. 17.

1.1.2. ek tafou

Pottery

566 (NAM 5231) PAN
Slightly convex base, forked splaying handle, pierced
with stringhole. Decorated on the base with a band
along the edge of broad short incised strokes 
followed by a band of double Kerbschnitt between
concentric lines, and a six-spoked star filled with
Kerbschnitt in the central area. Small triangular
strokes on the outside wall. 
No further details available.
Publ. Zschietzschmann (1935), fig. 10; Zervos
(1957), fig. 207; Coleman (1985), no. 3.

1.1.3. Finds without tomb provenance

Pottery

567 (NAM 11869) BOWL
No further details available.

568 (NAM 11870) BOWL
No further details available.

569 (NAM 11871) BOWL
No further details available.

570 (NAM 11872) BOWL
No further details available.

571 (NAM 11873) BOWL
No further details available.

572 (NAM 11874) BOWL
No further details available.

573 (NAM 11875) BOWL
No further details available.

574 (NAM 11876) BOWL
No further details available.

575 (NAM 11877) BOWL
No further details available.

576 (NAM 11878) BOWL
No further details available

Metal objects

577 (NAM 11885) METAL SCRAPER
Copper-based alloy. No further details available.

578 (NAM 11891.1) METAL TWEEZERS
Copper-based alloy. No further details available.

579 (NAM 11891.2) METAL TWEEZERS
Copper-based alloy. No further details available.

Bone objects

580 (NAM 11847) ANIMAL BONE
No further details available. 
Reportedly coming from Tomb 521, although no
other objects are known from this tomb.

Obsidian

581 (NAM 11851) OBSIDIAN BLADES
Nine fragments. No further details available.

Shells

582 (NAM 12475) SHELL
Unidentified conch shell. No further details available.

583 (NAM 12498) SHELL
One valve of a scallop (Pecten jacobeus L.). No further
details available.

584 (NAM 12499) SHELL
Unidentified conch shell. No further details available.

1.2. Archaeological Museum,
Ermoupolis

A large collection of prehistoric objects from
Chalandriani are now part of the collection of the
Archaeological Museum in Ermoupolis. All objects
described in this section were first part of the
National Archaeological Museum in Athens. In 1901
and again in 1971 two collections of objects were
transferred to the museum in Syros (see chapter
three). The objects which are described in this
section could not be associateed with any tomb
group. The museum inventory in Ermoupolis does
not record any such details for these objects. Except
for the fact that they originate from the excavations
carried out by Tsountas and Stephanos at
Chalandriani, no further information is presently
available.
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1.2.1. Finds without tomb provenance

Pottery

585 (Syros 157) FOOTED BICONICAL JAR
(fig. 80)
H 0.13; Diam rim 0.07; Diam max 0.096; Diam base
0,065
Medium, very dark grey fabric (7.5 YR 3/0) with
light brown (7.5 YR 6/4) to grey (7.5 YR 5/0) core.
Dark slipped and burnished surface. Complete,
mended and restored. 
Flaring foot, hollow base, conical lower body,
concave upper body, sharp edge between two parts,
outcurving rim with rounded lip.
Undecorated.

586 (Syros 158) FOOTED ONE-HANDLED CUP
(fig. 80)
H 0.131; Diam rim 0.114; Diam base 0.06; Diam max
0.12
Medium, light yellowish-brown fabric (10 YR 6/2)
with grey core (10 YR 6/1). Red slip on exterior
surface (2.5 YR 5/6). Intact, handle mended and
partly restored, paint partly faded.
Hollow flaring foot, outcurving lower wall, incurving
upper wall, outcurving rim with flattened lip; one
vertical handle with rectangular section.
Decorated on the upper body with painted 
geometric motifs, a band of crossed double lines and
horizontal parallel lines.

587  (Syros 159) FOOTED BOWL (fig. 80)
H 0.115; Diam rim 0.141; Diam base 0.062
Medium, light pink fabric (7.5 YR 7/4) with identical
core. Slipped surface. Intact.
High flaring foot, hollow base, hemispherical bowl
with pointed lip.
Decorated on the inside of the bowl with painted
crossing black lines. 

588 (Syros 164) CONICAL CUP (fig. 80)
H 0.079; Diam rim 0.139; Diam base 0.053
Medium, reddish-yellow fabric (5 YR 6/6) with grey
core (7.5 YR 5/0). Intact.
Flat base, flaring straight wall with rounded lip.
Mat impression on the base.

589 (Syros 165) CONICAL CUP (fig. 80)
H 0.08; Diam rim 0.144; Diam base 0.057
Medium, reddish-yellow fabric and same core (7.5
YR 6/6). Intact.
Flat base, straight flaring wall with rounded lip.
Mat impression on the base.

590 (Syros 166) CONICAL CUP (fig. 80)
H 0.071; Diam rim 0.129; Diam base 0.054

Medium, yellowish-red fabric with same core (5 YR
5/6). Surface coated with thin light grey slip. Intact.
Short raised solid foot, straight spreading wall with
rounded lip.
Mat impression on the base.

591 (Syros 167) CONICAL CUP (fig. 80)
H 0.065; Diam rim 0.106; Diam base 0.048
Medium-coarse, light reddish-brown (5 YR 6/4) to
reddish-brown (5 YR 5/4) surface with dark grey
core (5 YR 4/1). Surface very worn. Intact.
Flat base, conical flaring wall with rounded lip.
Leaf impression on the base.

592 (Syros 168) FOOTED BOWL (fig. 80)
H 0.127; Diam rim 0.158; Diam base 0.065
Medium, red brown fabric (2.5 YR 5/6) with grey
core (5 YR 6/1). Smoothed and burnished surface,
unevenly fired. Intact with a few chips at the rim.
Bowl slightly off-centre with regard to the stem.
Trumpet-shaped hollow foot with outward flaring
base, hemispherical bowl with rounded lip.
Undecorated.

593 (Syros 169) BOWL (fig. 80)
H 0.048; Diam rim 0.122
Medium-coarse, red brown fabric (2.5 YR 5/6) with
same core. Smoothed, almost lustrous surface.
Intact.
Round convex base, hemispherical body with
rounded lip. Undecorated.

594 (Syros 170) SAUCER (fig. 80)
H 0.0285; Diam rim 0.095; Diam base 0.022
Medium, reddish-yellow fabric (5 YR 7/6) with same
core. Smoothed surface. Intact.
Small flaring ring foot, spreading convex wall,
upright rim with pointed lip. Undecorated.

595 (Syros 171) BOWL (fig. 80)
H 0.029; Diam rim 0.117
Medium with large quartz inclusions, reddish-yellow
fabric (2.5 YR 6/6-4/6) with same core, some
patches fired black. Intact.
Round convex base, hemispherical body, small
upright rim with rounded pointed lip, Irregular rim
diameter, slightly off-centre. Undecorated.

596 (Syros 172) SAUCER (fig. 80)
H 0.047; Diam rim 0.116; Diam base 0.028
Medium, reddish-brown fabric (5 YR 4/3) with
similar core. Smoothed, light slipped exterior,
concentric brush marks on inside surface.
Small flaring ring foot, hollow base, conical curving
wall, inturned rim with rounded lip. Undecorated.
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597 (Syros 173) ONE-HANDLED TANKARD 
(fig. 80)
H 0.098; Diam rim 0.086; Diam base 0.037
Medium, yellow brown fabric (10 YR 5/4) with
reddish-yellow core (7.5 YR 6/6). Smoothed and
slipped surface. Complete and mended.
Flat base, globular body with edge at the shoulder,
flaring outspreading rim-collar. One large vertical
handle with round section, from upper body to
middle of rim. Undecorated.

598 (Syros 462) CONICAL CUP (fig. 80)
H 0.078; Diam rim 0.126; 
Diam base 0.058
Medium, reddish-yellow fabric (7.5 YR 6/6) with
grey core (5 YR 5/1). Intact with a few chips at the
rim.
Raised solid foot, flat base, straight spreading wall
with rounded lip. Mat impression on the base.

599 (Syros 463) CONICAL CUP (fig. 80)
H 0.064; Diam rim 0.111; Diam base 0.056
Medium, reddish-yellow fabric (5 YR 6/6) with dark
grey core (5 YR 4/1). Smoothed surface. Incomplete,
large part of the rim missing.
Flat base, small raised solid foot, straight spreading
wall, rounded lip. Leaf impression on the base.

600 (Syros 464) CONICAL CUP (fig. 80)
H 0.065; Diam rim 0.097; Diam base 0.038
Medium, reddish-yellow fabric (5 YR 6/6) with
reddish-brown core (5 YR 5/4). Intact with few
chips at the rim.
Solid raised foot with flat base, straight spreading
wall, inturning rim. Leaf impression on the base.

601 (Syros 465) CONICAL CUP (fig. 81)
H 0.08; Diam rim 0.123; Diam base 0.042
Medium, grey fabric (10 YR 5/1) with lighter grey
core (10 YR 6/1). Coarse burnished grey-black
surface.
Flat base, straight spreading wall, rounded rim.
Leaf impression on the base.

602 (Syros 466) CONICAL CUP (fig. 81)
H 0.088; Diam rim 0.153; Diam base 0.07
Medium with clearly visible calcereous and
micaceous inclusions, red (10 R 5/6) to grey-brown
(10 YR 5/2) fabric with brown core (10 YR 5/3).
Smoothed surface with patches fired black. Brush
marks inside. Intact, with part of the rim missing.
Flat base, straight spreading wall, rounded lip.
Mat impression on the base.

603 (Syros 467) CONICAL CUP (fig. 81)
H 0.073; Diam rim 0.126; Diam base 0.041
Medium, with quartz and mica inclusions, reddish-

yellow (5 YR 6/6) to red (2.5 YR 5/6) fabric with red
core (52.5 YR 5/6). Light brown slipped surface.
Intact with a hole in the wall.
Flat base, straight spreading wall, rounded lip. 
Mat impression on the base.

604 (Syros 485) CONICAL CUP (fig. 81)
H 0.077; Diam rim 0.104; Diam base 0.04
Medium, light reddish-brown fabric (5 YR 6/4) with
same core. Intact with part of the rim missing.
Raised solid foot inside concave, flat base, flaring
wall with rounded lip. Foot slightly off-centre, one
side raised, on the other side the wall extends straight
from the base. Leaf impression on the base.

605 (Syros 486) CONICAL CUP (fig. 81)
H 0.088; Diam rim 0.128; Diam base 0.05
Medium-coarse, with large white quartz particles,
dark reddish-grey fabric (5 YR 4/2) with dark grey
core (5 YR 4/1). Intact.
Flat base, straight spreading wall with rounded lip.
Undecorated.

606 (Syros 487) BOWL (fig. 81)
H 0.053; Diam rim 0.132
Fine-medium, light reddish-brown fabric (5 YR 6/4)
with same core. Smoothed surface, brush marks
inside. Intact.
Pointed convex base, flaring wall with rounded rim,
lip bevelled outwards. Undecorated.

607 (Syros 490) BOWL (fig. 81)
H 0.029; Diam rim 0.121
Medium, light reddish-brown fabric (5 YR 6/4) with
pinkish core (7.5 YR 7/4). Smoothed surface, brush
marks on inside surface. Intact.
Round base, conical flaring wall with pointed round
lip. Undecorated.

608 (Syros 491) BOWL (fig. 81)
H 0.03; Diam rim 0.096
Medium, reddish-yellow fabric (5 YR 7/6) with same
core. Intact.
Round base, hemispherical bowl, upright rim with
pointed round lip. Undecorated.

609 (Syros 492) BOWL (fig. 81)
H 0.031; Diam rim 0.123
Fine-medium, reddish-brown fabric (2.5 YR 5/4)
with same core. Smoothed surface with some
patches on exterior fired black. Brush marks inside.
Intact.
Rounded base, flaring wall, outturned rounded rim
with pointed lip. Groove along the inside of the rim.
Undecorated.
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610 (Syros 493) CONICAL CUP (fig. 81)
H 0.07; Diam rim 0.116; Diam base 0.04
Medium, light yellowish-brown (10 YR 6/4-5 YR
5/6) with yellowish-red core (5 YR 5/6). Slipped
fabric. Intact.
Flat base, rounded edge towards conical spreading
wall, rounded lip. Leaf impression on the base.

611 (Syros 494) CONICAL CUP (fig. 81)
H 0.063; Diam rim 0.124; Diam base 0.053
Medium, reddish-brown fabric (5 YR 5/4) with dark
grey (5 YR 4/1). Complete, large part of rim missing.
Flat base, edge towards straight spreading wall with
edge to upright rim with rounded lip.
Leaf impression on the base.

612 (Syros 496) CONICAL CUP (fig. 81)
H 0.068; Diam rim 0.101; Diam base 0.043
Medium, reddish-yellow fabric (5 YR 6/6) with pink
core (7.5 YR 7/4). complete, mended.
Solid raised foot with flat base, straight flaring wall
with round pointed lip.
Leaf impression on the base.

613 (Syros 497) CONICAL CUP (fig. 82)
H 0.071; Diam rim 0.134; Diam base 0.06
Medium, light reddish-brown fabric (5 YR 6/4) with
reddish-brown core (5 YR 4/3). Smoothed slipped
inside surface, outside more coarse. Intact, very
worn.
Flat base, straight flaring wall with rounded rim.
Mat impression on the base.

614 (Syros 499) BOWL (fig. 82)
H 0.0535; Diam rim 0.113
Medium, red to grey fabric (2.5 YR 5/6-7.5 YR 5/0)
with dark grey core (10 YR 4/0). Smoothed and
slipped exterior surface, very worn. Intact with chips
at the rim. 
Round base, hemispherical body ending in nearly
upright rim with rounded lip. Inside traces of
combing. Undecorated.

615 (Syros 500) SAUCER (fig. 82)
H 0.047; Diam rim 0.103; 
Diam base 0.029
Medium, reddish-yellow to grey fabric (5 YR 7/6-
5/1) with grey core (7.5 YR 5/0). Traces of
smoothed surface treatment on exterior with patches
fired black. Intact.
Small ring-foot with hollow concave base, outcurving
wall and inturning rim with rounded lip.
Undecorated.

616 (Syros 524) BOWL (fig. 82)
H 0.0425; Diam rim 0.11; Diam base 0.05
Fine, very pale brown fabric (10 YR 7/4) with same

core. Traces of cutting cord at the base. Brush marks
inside. Intact.
Flat base, flaring conical wall with rounded rim.
Undecorated.

617 (Syros 525) BOWL (fig. 82)
H 0.027; Diam rim 0.118
Medium, reddish-brown fabric (2.5 YR 5/4) with
same core. Intact.
Round base, flaring wall with pointed round lip.
Undecorated.

618 (Syros 526) SPHERICAL JAR (fig. 82)
H 0.056; Diam rim 0.037; Diam max 0.065; Diam
base 0.035
Medium, dark grey fabric (10 YR 4/1) with reddish-
yellow core (7.5 YR 7/6). Dark slipped surface.
Incomplete, large piece of wall missing, mended.
Ring-foot with hollow base, globular body, collar-like
rim, outturning rounded lip; four knob-like lugs place
diametrically at the widest diameter.
Undecorated.

619 (Syros 527) SAUCER (fig. 82)
H 0.047; Diam rim 0.113; Diam base 0.028
Medium, reddish-brown fabric (2.5 YR 5/6) with
same core. Some parts fired black. Smoothed
surface. Intact.
Small hollow base, ring-foot, flaring wall with conical
rim inturning at the top, rounded lip. Small
depression inside at the centre. Undecorated.

620 (Syros 529) BOWL
H 0.07; Diam 0.069 (from museum inventory book)
No further details available. 

621 (Syros 530) CONICAL CUP
H 0.128 (from museum inventory book)
No further details available. 

622 (Syros 531) CONICAL CUP (fig. 82)
H 0.075; Diam rim 0.119; Diam base 0.048
Medium, light reddish-brown fabric (5 YR 6/4) with
light red core (2.5 YR 6/8). Intact.
Flat base, straight spreading wall with round lip.
Mat impression on the base.

623 (Syros 533) CONICAL CUP (fig. 82)
H 0.077; Diam rim 0.139; Diam base 0.06
Medium, reddish-yellow fabric (5 YR 6/6) with grey
core (5 YR 5/1). Surface cracked and dried out prior
to firing. Intact.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

624 (Syros 535) BOWL (fig. 82)
H 0.03; Diam rim 0.106
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Medium, light reddish-brown fabric (5 YR 6/4) with
pinkish-grey core (7.5 YR 6/2). Brush marks inside.
Intact with few chips at the rim.
Circular depression at the base, flaring hemispherical
wall, lip bevelled outwards. Undecorated.

625 (Syros 536) CONICAL CUP (fig. 82)
H 0.08; Diam rim 0.132; Diam base 0.053
Medium, reddish-brown fabric (5 YR 5/4) with same
core. Slipped surface with brown brush marks on
inside surface.
Flat base, straight flaring wall with rounded lip.
Mat impression on the base.

626 (Syros 541) BOWL (fig. 82)
H 0.061; Diam rim 0.15
Medium, red fabric (2.5 YR 5/6) with darker red
core (2.5 YR 4/6). Slipped and smoothed surface.
Complete and mended.
Convex base with small circular depression at centre,
hemispherical body with conical rim and rounded lip.
Undecorated.

627 (Syros 542) SAUCEBOAT (fig. 82)
H max 0.066; Diam rim 0.071; Diam base 0.033
Fine-medium, red fabric (2.5 YR 4/6) with reddish-
yellow core (7.5 YR 7/6). Dark red slip on surface.
Incomplete and mended.
Flaring ring foot, conical wall with rounded lip. One
vertical band handle off the rim; large semi-circular
spout opposite the handle. Undecorated.

628 (Syros 545) CONICAL CUP (fig. 82)
H 0.056; Diam rim 0.119; Diam base 0.06
Medium, reddish-brown fabric (5 YR 5/4) with
reddish-brown core (2.5 YR 5/4). Incomplete and
mended.
Flat base, straight spreading wall with rounded lip.
Two pieces of clay over the rim.
Mat impression on the base.

629 (Syros 554) BOTTLE (fig. 83)
H pres. 0.073; Diam base 0.041
Medium, brown fabric (10 YR 5/3) with reddish-
yellow core (7.5 YR 6/6). Dark brown slipped
decoration on the surface (7.5 YR 3/2). Incomplete,
rim missing, very worn surface.
Flat base, globular body.
Decorated on the body with five groups of parallel
incised lines from the shoulder to the base.

630 (Syros 555) LID (fig. 83)
H 0.014; Diam max 0.067
Medium, very pale brown fabric (10 YR 7/4) with
red core. Restored and mended.
Oval shaped, two extending sides with holes
corresponding to attached lugs of the cylindrical

pyxis. Straight sides, round convex top, inside
concave. Undecorated.

631 (Syros 556) LID (fig. 83)
H 0.014; Diam max 0.066
Medium, reddish-brown fabric (5 YR 5/4) with same
core. Black slipped and burnished surface. Intact.
Flat top, straight sides. No holes. Undecorated.

632 (Syros 559) CONICAL CUP (fig. 83)
H 0.116; Diam rim 0.146; Diam base 0.058
Medium, reddish-yellow fabric (5 YR 6/6) with very
dark grey core (7.5 YR 4/0). Intact.
Flat base, convex foot, straight flaring wall with
rounded lip. Undecorated.

633 (Syros 561) BOWL (fig. 83)
H 0.033; Diam rim 0.115
Medium, reddish-yellow fabric (7.5 YR 6/6) with
light red core (2.5 YR 6/6). Smoothed surface with
light yellow-brown slip. Intact.
Round base, flaring conical wall with rounded lip.
Undecorated.

634 (Syros 587) CONICAL CUP (fig. 83)
H 0.055; Diam rim 0.091; Diam base 0.036
Medium-coarse, light reddish-brown fabric (5 YR
6/4) with very dark grey core (5 YR 3/1). Smoothed
surface fired black in some parts. Intact.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

635 (Syros 589) CONICAL CUP (fig. 83)
H 0.065; Diam rim 0.101; Diam base 0.044
Medium, reddish-yellow fabric (5 YR 6/6) with grey
core. Coarse exterior surface, very worn. Intact.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

636 (Syros 590) CONICAL CUP (fig. 83)
H 0.054; Diam rim 0.084; Diam base 0.33
Medium, reddish-yellow (5 YR 6/6) with grey core.
Traces of greyish slip. Intact.
Flat base, straight spreading wall with rounded lip. 
Leaf impression on the base.

637 (Syros 591) SAUCER (fig. 83)
H 0.053; Diam rim 0.104; Diam base 0.035
Medium, light reddish-brown to dark grey fabric (5
YR 6/4-4/1) with light reddish-brown core (no
Munsell code obtainable.) Part of exterior fired black.
Intact with few chips at the rim.
Hollow concave base, low ring-foot, straight
spreading wall, conical shoulder, slightly inturned rim
with rounded lip. Undecorated.
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638 (Syros 592) SAUCER (fig. 83)
H 0.043; Diam rim 0.098; Diam base 0.03
Medium, red fabric (2.5 YR 5/6) with same core.
Intact.
Hollow ring-foot flaring outwards, low stem,
hemispherical body, upright rim with rounded lip.
Inside small circular depression in the middle. 

639 (Syros 593) CONICAL CUP (fig. 83)
H 0.076; Diam rim 0.121; Diam base 0.048
Medium, reddish-yellow fabric (5 YR 6/6 with dark
grey core (5 YR 4/1). Smoothed surface. Intact with
chips at the rim.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

640 (Syros 594) BOWL
H 0.068; Diam 0.17 (from museum inventory book)
No further details available. 

641 (Syros 596) SAUCER (fig. 83)
H 0.042; Diam rim 0.105; Diam base 0.024
Medium, reddish-brown fabric (2.5 YR 5/6) with
similar core. Brush marks on exterior surface. Intact.
Small ring-foot, hollow base, flaring wall, incurving
rim with pointed round lip. Undecorated.

642 (Syros 608) BOWL (fig. 84)
H 0.032; Diam rim 0.111
Medium, red fabric (2.5 YR 5/8) with light reddish-
brown core (2.5 YR 6/4). Intact.
Round base, rounded flaring body, spreading rim
with rounded lip. Groove along the outside rim.
Undecorated.

643 (Syros 609) BOWL (fig. 84)
H 0.033; Diam rim 0.125
Medium, red fabric (5 YR 5/6) with pink- red core
(7.5 YR 8/4). Intact with two parts of the rim
missing.
Round base, flaring wall, upright rim with rounded
lip. Undecorated.

644 (Syros 616) ONE-HANDLED TANKARD
(fig. 84)
H 0.128; Diam rim 0.09; Diam max 0.010; Diam base
0.047
Medium-fine, reddish-yellow to pink fabric (5 YR
7/6-7.5 YR 7/4) with light grey core (7.5 YR 7/0).
Surface light orange-cream slip. Incomplete, handle
missing, and mended.
Flat base, globular body, high flaring neck to
rounded pointed lip. Attachment for vertical handle,
round section, from widest diameter body to below
the rim. Undecorated.

645 (Syros 636) SPHERICAL JAR (fig. 84)
H 0.101; Diam max 0.139; Diam base 0.045
Medium,, black-grey fabric (7.5 YR 2/0) with dark
grey core (10 YR 4/6). Smoothed and burnished
surface. Incomplete, mended and restored.
Flat base, spherical body with four knob-like lugs
placed diametrically at the widest diameter. Rim
missing.
Decorated on the exterior upper half of the body
with incised and stamped geometric motifs in
concentric bands. Decoration consisting of a
Kerbschnitt motifs creating a zigzag, between two
incised lines.

646 (Syros 696) CONICAL CUP (fig. 84)
H 0.053; Diam rim 0.107; Diam base 0.047
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with weak red core (2.5 YR 4/2). Intact.
Flat base, small raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

647 (Syros 699) CONICAL CUP (fig. 84)
H 0.063-0.068; Diam rim 0.098; Diam base 0.04
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with grey core (2.5 YR 5/0), smoothed surface.
Intact, few chips off the rim.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

648 (Syros 700) CONICAL CUP (fig. 84)
H 0.06; Diam rim 0.094; Diam base 0.045
Medium-coarse, pink fabric (7.5 YR 7/4) with red
core (2.5 YR 5/6), slipped and smoothed surface.
Intact, few chips off the rim.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

649 (Syros 701) CONICAL CUP (fig. 84)
H 0.057; Diam rim 0.095; Diam base 0.04
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with red core (2.5 YR 5/6). Intact, few chips off the
rim.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.

650 (Syros 704) CONICAL CUP (fig. 84)
H 0.054; Diam rim 0.102; Diam base 0.042
Medium-coarse, red to dark brown (2.5 YR 5/6-7.5
YR 4/2) fabric with grey core (2.5 YR 6/0),
smoothed surface, irregularly fired. Intact, cracked
surface, part of the base broken off.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

651 (Syros 705) CONICAL CUP (fig. 84)
H 0.065-0.072; Diam rim 0.116; Diam base 0.044
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
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with nearly similar core (2.5 YR 5/3), yellow
encrustation on the surfaces. Incomplete, large
fragment of rim and upper wall missing.
Flat base, slightly off-centre, outcurving spreading
wall, upright rim with rounded lip.
Leaf impression on the base.

652 (Syros 706) CONICAL CUP (fig. 84)
H 0.065; Diam rim 0.121; Diam base 0.052
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with dark grey core (2.5 YR 4/0). Incomplete, large
fragment of rim and upper wall missing.
Flat base, straight spreading wall with rounded
bevelled rim. Leaf impression on the base.

653 (Syros 709) CONICAL CUP (fig. 84)
H 0.072; Diam rim 0.121; Diam base 0.047
Medium-coarse, light reddish-brown fabric (2.5 YR
4/2) with slightly darker core (2.5 YR 5/4). Incom-
plete, large fragment of rim and upper wall missing.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf decoration on the base.

654 (Syros 710) CONICAL CUP
H 0.078; Diam rim 0.113; Diam base 0.047
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with grey core (2.5 YR 5/0), coated with white
yellow slip (7.5 YR 7/2), Incomplete, two pieces not
mended, one fragment missing.
Flat base, straight spreading wall with pointed lip.
Leaf impression on the base.

655 (Syros 711) CONICAL CUP (fig. 84)
H 0.78; Diam rim 0.118; Diam base 0.056
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with weak red core (2.5 YR 4/2), smoothed surface.
Incomplete, large fragment of rim and upper wall
missing.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

656 (Syros 713) CONICAL CUP (fig. 85)
H 0.056; Diam base 0.041
Coarse, dark yellowish-brown to yellowish-brown (10
YR 4/6-5/4) with nearly similar core (10 YR 5/4),
inside smoothed surface. Incomplete, upper part
missing; very brittle clay and very worn.
Flat base, solid raised foot, straight flaring wall.
Leaf impression on the base. Incised curved lines
inside cup from rim to base.

657 (Syros 714) CONICAL CUP (fig. 85)
H pres. 0.049; Diam base 0.047
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with similar core. Incomplete, only base fragment
preserved.
Flat base, solid raised foot, straight spreading wall.

Leaf impression on the base.

658 (Syros 715) BICONICAL JAR (fig. 85)
H 0.138; Diam rim 0.068; Diam max 0.133; Diam
base 0.046
Medium, dark grey brown fabric (10 YR 3/2) with
light brownish-grey core (2.5 YR 5/2). Smoothed
and burnished surface. Incomplete, about half of
vase is missing, mended.
Flat base, conical lower body, concave upper body,
sharp edge between two parts, outturned rim with
flattened top and pointed round lip. Two horizontal
band handles, vertically pierced, below the widest
diameter.
Decorated on the upper exterior body with incised
geometric motifs, consisting of a band of four
chevrons placed on top of each other, between a
concentric incised line.

659 (Syros 719) CONICAL CUP (fig. 85)
H 0.082; Diam rim 0.132-0.121; Diam base 0.048
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with grey core (2.5 YR 5/0), soil encrusted to
surfaces. Intact.
Flat base, straight spreading wall with rounded lip;
oval-shaped rim due to sides pressed inwards.
Mat impression on the base.

660 (Syros 722) CONICAL CUP (fig. 85)
H 0.094; Diam rim 0.149-0.122; Diam base 0.061
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with grey to reddish-brown core (2.5 YR 5/0-4/4).
Incomplete, large fragment of the rim and upper wall
missing.
Flat base, straight spreading wall with rounded lip;
oval-shape rim. Mat impression on the base.

661 (Syros 725) CONICAL CUP (fig. 85)
H 0.075; Diam rim recon. 0.12; Diam base 0.05
Medium-coarse, weak red fabric (2.5 YR 5/2) with
reddish-brown core (2.5 YR 4/4). Incomplete, large
part of the wall and rim missing; very brittle clay. 
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

662 (Syros 726) CONICAL CUP (fig. 85)
H 0.062; Diam rim 0.097; Diam base 0.052
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with reddish-brown core (2.5 YR 4/3-5 YR 5/3),
smoothed surface. Incomplete, large fragment of
wall and rim missing.
Flat base, solid raised foot, straight spreading wall
with thin flattened lip; two raised bands placed over
the rim. Mat impression on the base.

663 (Syros 732) BOWL (fig. 85)
H 0.048; Diam rim 0.132
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Medium-coarse, reddish-brown to light red fabric
(2.5 YR 5/3-6/6) with grey core (2.5 YR 5/0),
smoothed surface, small brush marks on the exterior.
Complete, mended from two parts.
Convex base, spreading flaring wall with rounded lip.
Undecorated.

664 (Syros 733) BOWL (fig. 85)
H 0.035; Diam rim 0.112
Medium-coarse, red fabric (2.5 YR 5/6) with greyish
core (not clearly visible). Intact, a few chips off the
rim.
Convex pointed base,flaring spreading wall with
rounded lip. Undecorated.

665 (Syros 734) BOWL (fig. 85)
H 0.035; Diam rim 0.108
medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with grey core (2.5 YR 5/0). Intact, a few chips off
the rim, cracks in surface.
Convex base, flaring spreading wall with rounded lip.
Undecorated.

666 (Syros 735) BOWL (fig. 85)
H 06.034; Diam rim 0.124
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with grey core (2.5 YR 5/0). Intact, a few chips off
the rim.
Convex base, flaring spreading wall with rounded lip.
Undecorated.

667 (Syros 736) BOWL (fig. 85)
H 0.031; Diam rim 0.131
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with similar core (2.5 YR 5/4), brush marks outside,
smoothed surface. Intact, a few chips off the rim.
Convex base, spreading flaring wall with rounded
thin lip. Undecorated.

668 (Syros 738) BOWL (fig. 85)
H 0.034; Diam rim 0.105
Medium-coarse, red fabric (2.5 YR 5/6) with similar
core. Drying cracks in surface. Complete, mended
from two parts.
Convex almost flat base, spreading flaring wall,
upright rim with pointed lip. Undecorated.

669 (Syros 739) BOWL (fig. 85)
H 0.053; Diam rim 0.11
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core (not clearly visible), smoothed
surface. Intact, rim almost completely chipped.
Convex almost flat base, flaring wall, upright rim
with rounded lip. Undecorated.

670 (Syros 740) BOWL (fig. 86)
H 0.031; Diam rim 0.12

Medium-coarse, reddish-brown fabric (2.5 YR 4/3)
with grey core (2.5 YR 5/0). Intact, a few chips off
the rim.
Convex base, flaring wide spreading wall with
rounded lip. Undecorated.

671 (Syros 742) BOWL (fig. 86)
H 0.037; Diam rim 0.123
Medium-coarse, reddish-brown fabric (2.5 YR 5/6)
with probably similar core (not clearly visible). Intact,
one fragment of the rim missing.
Convex, slightly pointed base, outcurving flaring wall
with rounded lip. Undecorated.

672 (Syros 743) BOWL (fig. 86)
H 02.037; Diam rim 0.116-0.11
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core (2.5 YR 5/6), traces of greyish-
white slip. Intact, chips of larger fragment of the rim
missing.
Convex base, hemispherical bowl, upright rim with
rounded lip. Rim slightly oval-shaped due to two
sides pressed inwards. Undecorated.

673 (Syros 744) BOWL (fig. 86)
H 0.041; Diam rim 0.096
Medium-coarse, dark yellowish-brown to dark brown
fabric (10 YR 4/4-4/3) with similar core; smoothed
with deep brush marks inside. Intact, a few chips off
the rim.
Convex base, spreading flaring wall, upright rim with
rounded lip. Undecorated.

674 (Syros 745) BOWL (fig. 86)
H 0.044; Diam rim 0.124
Medium-coarse, grey fabric (5 YR 5/1) with dark
grey core (2.5 YR 4/0). Intact.
Convex pointed base, flaring wall, upright rim with
rounded lip. Undecorated.

675 (Syros 746) BOWL (fig. 86)
H 0.042; Diam rim 0.13
Medium-coarse, red fabric (2.5 YR 5/6) with
reddish-brown core (2.5 YR 5/4). Smoothed interior
surface. Intact.
Convex base, flaring nearly straight wall, flaring rim
with rounded lip. Undecorated.

676 (Syros 747) BOWL (fig. 86)
H 0.052; Diam rim 0.15; Diam base 0.059
Medium-coarse, reddish-brown to yellowish-brown
fabric (2.5 YR 5/4-10 YR 5/6) with grey core (2.5
YR 5/0). Smoothed surface with traces of slip.
Intact, large fragment of rim missing.
Flat base, straight lower wall, outcurving upper wall,
incurving rim with pointed lip. Undecorated.
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677 (Syros 748) BOWL (fig. 86)
H 0.038; Diam rim 0.104
Medium-coarse, yellowish-brown fabric (10 YR 5/4)
with brownish-yellow core (10 YR 6/6). Smoothed
surface with brush marks inside. Intact.
Convex base, hemispherical bowl, upright rim with
rounded lip. Undecorated.

678 (Syros 749) BOWL (fig. 86)
H 0.034; Diam rim 0.122
Medium-coarse, light red to reddish-brown fabric
(2.5 YR 6/6-5/4) with grey core (2.5 YR 5/0). Intact,
two fragments of the rim missing.
Convex pointed base, spreading flaring wall with
rounded lip. Undecorated.

679 (Syros 750) BOWL (fig. 86)
H 0.045; Diam rim 0.118
Medium-coarse, reddish-brown to light reddish-
brown (2.5 YR 4/4-6/4) with grey core (2.5 YR 5/0).
Smoothed, deep brush marks inside. Incomplete,
mended with large fragment of rim missing.
Convex nearly flat base, hemispherical bowl, upright
rim with rounded lip. Undecorated.

680 (Syros 751) BOWL (fig. 86)
H 0.037; Diam rim 0.128
Medium-coarse, red to reddish-brown fabric (2.5 YR
4/6-5/4) with dark grey core (2.5 YR 4/0).
Smoothed surface with traces of slip. Incomplete,
mended with large fragment of the rim missing.
Convex base, spreading flaring wall with rounded lip.
Undecorated.

681 (Syros 752) BOWL (fig. 86)
H 0.029; Diam rim 0.112
Medium-coarse, reddish-brown fabric (2.5 YR 5/4-
4/4) with similar core (2.5 YR 4/4). Smoothed
surface with traces of slip. Intact, part of the rim
missing.
Convex base, spreading wall with rounded thin lip.
Undecorated.

682 (Syros 753) BOWL (fig. 86)
H 0.046; Diam rim 0.104
Medium-coarse, red to reddish-brown fabric (2.5 YR
5/6-5/4) with similar core (2.5 YR 5/6). Brush
marks inside. Intact, few chips off the rim.
Convex base, hemispherical bowl, upright rim with
rounded lip. Undecorated.

683 (Syros 754) BOWL (fig. 86)
H 0.052 Diam rim 0.122
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with weak red core (2.5 YR 4/2). Smoothed surface
with brush marks inside. Intact, large part of the rim
missing.

Convex base, spreading flaring wall with rounded
thin lip. Undecorated.

684 (Syros 755) BOWL (fig. 86)
H 0.06; Diam rim 0.138
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with grey core (2.5 YR 5/0). Smoothed surface,
traces of greyish-white slip on exterior. Complete,
mended from two large fragments.
Convex base, spreading flaring wall with rounded lip.
Undecorated.

685 (Syros 756) BOWL (fig. 86)
H 0.034; Diam rim 0.127
Medium-coarse, reddish-brown fabric (2.5 YR 4/4)
with similar core (2.5 YR 4/3). Smoothed surface,
inside slipped. Intact, large fragment of rim missing.
Convex base, spreading wall with thin rounded lip.
Undecorated.

686 (Syros 757) BOWL (fig. 87)
H 0.032; Diam rim 0.128
Medium-coarse, reddish-brown fabric (5 YR 5/3)
with grey core (5 YR 6/1). Smoothed surface. Intact,
large fragment of the rim missing.
Convex nearly flat base, spreading flaring wall with
rounded lip. Undecorated.

687 (Syros 773) BOWL (fig. 87)
H 0.032; Diam rim 0.113; Diam base 0.043
Medium, very dark grey surface (10 YR 3/1) with
grey core (10 YR 5/1). Burnished surface.
Incomplete, only one half preserved.
Low broad ring-foot, hollow centre, convex wall,
outturned rim and flattened top.
Decorated along the top of the rim with a band of
single Kerbschnitt.

688 (Syros 775) SAUCER (fig. 87)
H 0.031; Diam 0.095; Diam base 0.023
Medium, reddish-brown fabric (5 YR 5/3) with red
core (2.5 YR 5/6). Slipped surface. Intact.
Small ring-foot, outcurving wall, upright rim with
rounded lip. Undecorated.

689 (Syros 777) SAUCER (fig. 87)
H 0.045; Diam rim 0.107; Diam base 0.026
Medium, reddish-grey fabric (5 YR 5/2) with grey
core (10 YR 5/1). White slipped surface (5 YR 8/1).
Intact, part of the rim missing.
Small ring-foot, outcurving wall, upright rim with
rounded lip. Undecorated.

690 (Syros 779) SAUCER (fig. 87)
H 0.038-0.042; Diam rim 0.113-0.101; Diam base
0.036
Fine, light reddish-yellow fabric (7.5 YR 7/4) with
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similar core (not visible). Brush strokes in concentric
lines on the inside. Incomplete, mended and
restored.
Flat base, raised foot, outcurving thin wall, incurving
rim with rounded lip; rim oval-shaped. Inside traces
of blue pigment. Undecorated.

691 (Syros 818) SPHERICAL JAR (fig. 87)
H 0.087; Diam base 0.025; Diam max 0.141
Medium-coarse, light reddish-brown fabric (2.5 YR
6/6) with grey core (2.5 YR 5/0). Traces of dark
brown lustrous burnished surface (2.5 YR 3/2).
Incomplete, most of upper part and rim missing.
Circular depression at base, spreading flaring wall,
incurving shoulder, upright rim; remains of two pairs
of vertical tubular lugs vertically pierced at widest
diameter at opposite sides.
Decorated with incised geometric motifs on upper
body, consisting of concentric lines surrounding a
band of Kerbschnitt, below a band of three zigzags,
a band of connected concentric circles and another
band of Kerbschnitt between incised lines.

Stone vessels

692 (Syros 178) STONE CUP (fig. 87)
H 0.032; Diam rim 0.101
White marble. Intact with some chips at the rim and
dark colouring at the inside (possible traces of
pigment).
Round convex base, flaring wall with rounded lip.

693 (Syros 179) STONE FOOTED CUP (fig. 87)
H 0.077; Diam rim 0.087; Diam base 0.046
White marble. Intact, smoothed exterior surface.
Solid flaring foot, flat base, cylindrical stem, base of
cup extending sideways horizontally, flaring
spreading thick wall with rounded lip.

694 (Syros 181) STONE FOOTED BOWL (fig. 87)
H pres. 0.044; Diam rim 0.114
White marble. Incomplete, foot and stem missing.
Flaring spreading thin wall with pointed lip. Remains
on the base of the bowl indicate attachment of the
missing flaring solid foot.

695 (Syros 182) STONE BOWL (fig. 87)
H 0.031; Diam rim 0.102; Diam base 0.037
White translucent marble. Intact.
Flat base, spreading slightly curved wall with
rounded lip; four horizontal rectangular lugs set at
the rim at opposite sides.

696 (Syros 184) STONE FOOTED BOWL (fig. 87)
H 0.052; Diam rim 0.081; Diam base 0.038
White marble. Intact with a few chips at the rim and
base.

Flat base, solid raised foot, short stem, base of bowl
extending horizontally, flaring outcurving wall with
thin pointed lip.

697 (Syros 185) STONE FOOTED BOWL (fig. 87)
H 0.052; Diam rim 0.096; Diam base 0.038
White marble. Intact with a few chips at the rim and
base. Outside very smooth, inside rough surface.
Flat base. Solid raised foot, short stem, base of bowl
extending horizontally, spreading flaring wall with
rounded lip.

698 (Syros 186) STONE FOOTED BOWL (fig. 87)
H 0.058; Diam rim 0.095; Diam base 0.042
White marble. Intact, chips at rim and base. Traces
of black substance inside bowl.
Concave base, solid raised foot, short stem,
outcurving wall with rounded lip, inside upright rim
with groove along the rim.

699 (Syros 188) STONE BOWL (fig. 87)
H 0.039; Diam rim 0.166
White marble. Intact.
Convex base, spreading wall, rounded rim. Groove
along the inside of the rim.

700 (Syros 189) STONE BOWL (fig. 87)
H 0.039; Diam rim 0.163
White marble. Intact.
Round, convex base, flaring wall, rounded lip.
Groove along the inside of the rim.

701 (Syros 384) STONE FOOTED BOWL (fig. 88)
H 0.051; Diam rim 0.091; Diam base 0.031
White-grey marble. Restored and mended, part of
the rim is missing.
Flat base, solid foot, outcurving spreading wall with
rounded lip.

702 (Syros 386) STONE CUP (fig. 88)
H 0.04; Diam rim 0.149; Diam base 0.085
White marble. Incomplete, mended.
Flat base, flaring wall, rounded lip. Two horizontal
rectangular lugs at opposite sides off the rim.

703 (Syros 387) STONE BOWL
H 0.024; Diam. rim 0.083; Diam base 0.024
Flat base, flaring wall with rounded lip.

704 (Syros 388) STONE BOWL (fig. 88)
H 0.041; Diam rim 0.151; Diam base 0.04
White marble. Incomplete and mended, rim
fragment missing.
Flat base, flaring wall, rounded rim; groove along the
inside of the rim.
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705 (Syros 396) STONE BOWL (fig. 88)
H 0.064; Diam rim 0.155; Diam base 0.042
White marble. Intact.
Flat base, straight spreading wall with rounded lip.

706 (Syros 397) STONE BOWL (fig. 88)
H 0.05; Diam rim 0.111; Diam base 0.048
Yellow-white marble. Intact.
Flat base, spreading flaring wall, flattened top rim;
four horizontal rectangular lugs set at the rim at
opposite sides; lugs have pointed ends.

Stone objects

707 (Syros 162) STONE PALETTE (fig. 88)
L 0.259; W 0.172; H 0.033
Blue-green stone. Intact.
Convex base, flaring sides, flat top with rounded
ridge along the sides forming a rectangular
depression at top.

708 (Syros 163) STONE GRINDER (fig. 88)
H 0.115; Diam max 0.081-0.054
Green-blue stone. Intact.
Rounded base with oval section, conical body with
rounded top. One side flattened.

709 (Syros 548) STONE GRINDER (fig. 88)
L 0.065; W 0.041; Diam 0.034-0.041
Brown-red stone. Intact.
Tubular shaped with round section, one side straight,
the other side smoothed round.

Metal objects

710 (Syros 515) METAL PIN (fig. 88)
L 0.118; Th 0.002
Copper-based alloy. Incomplete, corroded.
Circular section, straight round pin, both ends
broken off. 

711 (Syros 517) METAL SCRAPER (fig. 88)
L 0.055; W 0.018-0.013; Th 0.001
Rectangular thin blade with two rivet holes at the
top.  V-shaped corroded lines indicates the extent of
the original haft. Intact, corroded.

712 (Syros 520) METAL NEEDLE (fig. 88)
L 0.147; Th 0.0025
Copper-based alloy.
Circular section, straight shaft, lower pointed tip bent
sideways, rounded top with hole pierced through
shaft. Intact, heavily corroded.

713 (Syros 521) METAL PIN (fig. 88)
L 0.09; Th 0.002
Copper-based alloy. Intact, corroded.

Circular section, thin wire, pointed tip with rounded
thicker upper end.

714 (Syros 522) METAL PUNCH (fig. 88)
L 0.111; Th 0.0025
Copper-based alloy. Intact.
Square section at short pointed top, longer lower
part ending in thin point.

715 (Syros 523) METAL PUNCH (fig. 88)
L 0.13; W ; Th 0.0045
Copper-based alloy. Intact.
Square section, pointed tips and bent in the middle.

716 (Syros 647) METAL PUNCH (fig. 88)
L 0.115; Th 0.003
Copper-based alloy. Intact.
Square section, bent at lower end, pointed tip and
upper end.

717 (Syros 651) METAL PUNCH (fig. 88)
L 0.096; Th 0.002
Copper-based alloy. Incomplete.
Square section, upper part pointed, lower tip broken
off.

718 (Syros 661) METAL PIN (fig. 89)
L 0.126; Th 0.0025
Copper-based alloy. Intact, corroded.
Circular section, bent in the middle, pointed tip and
rounded upper end.

719 (Syros 802) METAL TWEEZERS
L pres. 0.05
Copper-bases alloy. Incomplete, broken into many
small pieces, corroded.

720 (Syros 803) METAL PIN (fig. 89)
L 0.095; Th 0.0015
Copper-based alloy. Incomplete, corroded.
Circular section, long thin pin with both ends broken
off.

721 (Syros 804) METAL PIN
L 0.10 (from museum inventory book)
Circular section, bent pin with pointed tips. 

722 (Syros 805) METAL SCRAPER (fig. 89)
L 0.051; W 0.019; Th 0.0015
Copper-based alloy. Intact, corroded.
Rectangular blade with four rivets in a row at the
top, two rivets still in place; V-shaped corrosion
indicating edge of former haft; blade curved.

723 (Syros 806) METAL PUNCH
L 0.102 (from museum inventory book)
Incomplete, upper end missing. No further details
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available. The punch was not available for study.

724 (Syros 808) METAL PUNCH
L 0.132 (from museum inventory book)
Complete, broken in two parts.
Both tips pointed, circular section. The punch was
not available for study.

725 (Syros 809) METAL PIN (fig. 89)
L 0.112; Th 0.0015
Copper-based alloy. Intact.
Long thin pin with round section and pointed tips.

726 (Syros 810) METAL PIN (fig. 89)
L 0.097; Th 0.002
Copper-based alloy. Intact.
Long bent pin with round section and pointed tips.

727 (Syros 811) METAL NEEDLE (fig. 89)
L 0.112; Th 0.002
Copper-based alloy. Intact.
Bent thin pin with round section, pointed top.

728 (Syros 813) METAL SCRAPER (fig. 89)
L 0.041; W 0.017-0.013; Th 0.001
Copper-based alloy. Incomplete, corroded.
Thin trapezoidal blade with rivet at the top, lower
end broken off. V-shaped corrosion marking area
covered by former haft. 

729 (Syros 817) METAL PUNCH (fig. 89)
L 0.094; Th 0.0045
Copper-based alloy. Intact, corroded.
Square section, rectangular blade, upper part pointed,
pointed tip, greatest width near upper point.

Shells

730 (Syros 204.1) SHELL (fig. 89)
L 0.099; W max 0.114; W min 0.051
Both valves of a scallop (Pecten jacobaeus L.).

731 (Syros 204.2) SHELL (fig. 89)
L 0.086; W max 0.101; W min 0.045
Both valves of a scallop (Pectus jacobaeus L.).

732 (Syros 821) SHELL (fig. 89)
One valve of a scallop (Pecten jacobaeus L.).

733 (Syros 823) SHELL (fig. 89)
One valve of a scallop (Pecten jacobaeus L.).

734 (Syros 824) SHELL (fig. 89)
L 0.078; W max 0.097; W min 0.043
One valve of a scallop (Pecten jacobaeus L.).

735 (Syros 825) SHELL (fig. 89)

One valve of a scallop (Pecten jacobaeus L.).

736 (Syros 826) SHELL (fig. 89)
One valve of a scallop (Pecten jacobaeus L.).

737 (Syros 828) SHELL (fig. 89)
One valve of a scallop (Pecten jacobaeus L.). 

1.3. Fitzwilliam Museum, Cambridge

These objects from Chalandriani were presented to
the Fitzwilliam Museum in 1923 by the Greek
Government. No further documents regarding this
gift are either in the archives of the Fitzwilliam
Museum in Cambridge or in the National
Archaeological Museum in Athens. In 1963 the
Fitzwilliam Museum acquired a pan which is
described as coming from Syros. Further details of
this object are presented in the final section.

Pottery

738 (GR.7c.1923) FOOTED BOWL (fig. 90)
H 0.110; Diam rim 0.151; Diam base 0.068
Medium, reddish fabric (2.5 YR 3/3) with reddish-
brown core (2.5 YR 5/4). Dark brown-red slipped
and burnished surface. 
Incomplete, mended with some missing parts of the
upper body and base restored. Root impressions at
the exterior surface. Intact.
Hollow trumpet-shaped foot, narrowing upwards,
hemispherical bowl, conical flaring wall, flaring rim
with rounded lip. Undecorated.
Publ. CVA Great Britain 11, Cambridge 2 (1936), pl.
1,8; Thimme (1977), no. 415.

739 (GR.7d.1923) SPHERICAL JAR (fig. 90)
H 0.072; Diam max 0.052; Diam base 0.034; Diam
max 0.102
Medium, black-brown fabric (2.5 YR 3/0) with dark
reddish-brown core (2.5 YR 5/3). Dark grey
burnishing, smoothed surface treatment. Root
impressions on the exterior surface. Incomplete,
about one quarter of the upper body is missing and
restored. Some dark patches on the exterior surface
due to uneven firing.
Flat base, biconical body, small upright collar-like
rim with rounded lip. Undecorated.
Publ. CVA Great Britain 11, Cambridge 2 (1936), pl.
1,3; Thimme (1977), no. 395.

740 (GR.7e.1923) SAUCER (fig. 90)
H 0.038; Diam rim 0.104; Diam base 0.024
Medium, reddish-brown fabric (5 YR 6/6-4/2) with
light red core (2.5 YR 6/6). Smoothed surface
treatment. Intact. Some dark patches on the exterior
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due to uneven firing.
Short conical ring foot, concave base, conical flaring
wall, incurving rim with pointed inverted lip.
Undecorated.
Publ. CVA Great Britain 11, Cambridge 2 (1936), pl.
1,5; Thimme (1977), no. 409.

741 (GR.7f.1923) BOWL (fig. 90)
H 0.037; Diam rim 0.122; Diam base 0.02
Medium, dark brown fabric (5 YR 5/3-3/1) with
dark brown core (5 YR 5/3), traces of smoothing
and polishing on exterior surface. Intact.
Small hollow circular depression at the base,
hemispherical body with flaring conical wall, upright
rim with rounded lip. Undecorated.
Publ. CVA Great Britain 11, Cambridge 2 (1936), pl.
1,5; Thimme (1977), no. 408.

742 (GR.7g.1923) CONICAL CUP (fig. 90)
H 0.075; Diam rim 0.117; Diam base 0.05
Medium-coarse, reddish-brown fabric (2/5 YR 5/3)
with similar core (5 YR 5/3). Smoothed surface.
Complete, mended.
Flat base, solid low raised foot, straight spreading
wall, thickened rounded lip.
Leaf impression on the base.
Publ. CVA Great Britain 11, Cambridge 2 (1936), pl.
1,6; Thimme (1977), no. 414.

Stone vessels

743 (GR.7a.1923) STONE BOWL (fig. 90)
H 0.033; Diam rim 0.101; Diam base 0.0345
White marble. Complete, mended with small part of
the rim missing.
Flat base, conical flaring wall with rounded lip. Four
rectangular lugs set at right angles off the rim. 
Publ. Getz-Gentle (1996), 276, no. G14, pl. 66c.

744 (GR.7b.1923) STONE FOOTED BOWL 
(fig. 90)
H 0.048; Diam rim 0.085; Diam base 0.0275
White marble. Incomplete, rim and most of the lip
broken off. 
Solid trumpet-shaped foot flaring towards a flat base;
base of the bowl extending horizontally, concave
flaring wall, outcurving rim with pointed lip.
Publ. Getz-Gentle (1996), 292, no. L9, pl. 98d.

1.4. National Museum, Copenhagen

Only two objects, both conical cups, from
Chalandriani are in the possession of the National
Museum in Copenhagen. They were obtained in
1923 from the National Archaeological Museum in
Athens as part of an exchange. The circumstances of

their transfer from the National Archaeogical
Museum in Athens to Copenhagen are not known. 

Pottery

745 (6957) CONICAL CUP
H 0.052; Diam rim 0.085
Medium-coarse, brown-gray micaceous fabric. Intact.
Flat base, straight spreading wall and rounded lip. 
Leaf impression on the base.
Publ. CVA Danemark 1, Copenhague 1, Musée National,
31, pl. 37: 6.

746 (6958) CONICAL CUP
H 0.068; Diam rim 0.12
Medium-coarse, brown-red micaceous fabric. Intact,
with part of the rim missing.
Flat base, short raised foot, straight spreading wall.
Leaf impression on the base.
Publ. CVA Danemark 1, Copenhague 1, Musée National,
31, pl. 37: 7.

1.5. Museo Archeologico, Florence

The objects from Chalandriani in the Museo
Archeologico were obtained through an exchange
with the National Archaeological Musuem in Athens
1902-1903. In 1905 an additional group of objects
was donated by the Greek Government to the
musuem in Florence. All objects originally came
from the excavations by Tsountas at Chalandriani.
Lit. Milani (1912), 85, 177; Pecorella (1970).

Pottery

747 (4243, acquired 1902-03) FOOTED (fig. 91)
BICONICAL JAR
H 0.152; Diam max 0.104
Medium-coarse, blackish-grey fabric with dark
burnished, lustrous surface. Incomplete, almost half
of the vessel has been restored, a few chips at the
base.
Hollow foot flaring towards a broad base, spherical
biconical carinated body, concave neck, outturning
rim. Four horizontal lugs placed at right angles of
each other at the widest diameter of the body.
Decorated on the upper part of the body with
patterns of incised and stamped white-filled
geometric motifs concentricly arranged. Motifs
consist of running spirals (spirals connected with
tangent lines), with above and below these a band of
two incised lines with Kerbschnitt in between. 
Publ. Milani (1912), pl. CXXX,1; Pecorella (1970),
fig. 1.1, pl. 1.1; Thimme (1977), no. 386.
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748 (4244, acquired 1902-03) FOOTED
BICONICAL JAR (fig. 91)
H 0.101; Diam max 0.077
Medium-coarse, red-brown fabric, brown burnished,
lustrous surface. Intact.
Hollow flaring foot, broad base, biconical carinated
body, concave neck, outturned rim with rounded lip. 
Undecorated.
Publ. Pecorella (1970), fig. 1,3; pl. 1,3.

749 (4247, acquired 1902-03) BOWL (fig. 91)
H 0.027; Diam rim 0.121-0.115
Medium, brownish-red fabric, covered with dull
reddish slip. Intact.
Flat base, broad spreading wall, slightly oval
diameter. Undecorated.
Publ. Pecorella (1970), 158; fig. 1,7; pl. 3,3; Thimme
(1977), no. 407.

750 (4248, acquired 1902-03) SAUCER (fig. 91)
H 0.04; Diam rim 0.108
Medium, greyish-red fabric, reddish slip with large
inclusions. Intact.
Small flaring foot with concave base, hemispherical
body, upright wall, rounded lip. Elegantly curving
contour. Undecorated.
Publ. Pecorella (1970), 158; fig. 1,6; pl. 3,6; Thimme
(1977), no. 410.

751 (4249, acquired 1902-03) CONICAL CUP 
(fig. 91)
H 0.077; Diam rim 0.131
Medium-coarse, brown fabric with dark red slip.
Intact.
Flat base, straight spreading wall with rounded lip.
Leaf impression on the base.
Publ. Pecorella (1970), 159; pl. 3,8; Thimme (1977),
no. 413.

752 (4331, acquired 1905) FOOTED BICONICAL
JAR (fig. 91)
H 0.122; Diam max 0.09
Medium-coarse, black-brown fabric, burnished
surface. Intact. 
Hollow flaring foot towards broad base, spherical
biconical carinated body, concave neck, outturning
rim. Two small hand pressed horizontal lugs placed
diametrically on the widest part of the body.
Decorated on the upper half of the body with white-
filled incised and stamped geometric motifs in
concentric horizontal arrangement. Two bands of
Kerbschnitt between incised lines; in between a band
of running spirals.
Publ. Pecorella (1970), 155; fig. 1,2, pl. 1,2; Thimme
(1977), no. 387.

753 (4332, acquired 1905) FOOTED BICONICAL
JAR (fig. 91)
H 0.12; Diam max 0.087
Medium-coarse, red-brown fabric with dark brown
burnished surface. Intact.
Hollow flaring foot towards broad base; spherical
biconical crinated body, concave neck, outturning
rim. Two small horizontal lugs set at the widest
diameter. Undecorated.
Publ. Pecorella (1970), pl. 1,4; pl. 1,4.

754 (4333, acquired 1905) PAN (fig. 91)
H 0.032; Diam max 0.223; L max 0.294
Medium-coarse, greyish fabric, dark brown
burnished surface. Intact.
Oval flat base with slanting wall and rounded lip.
Forked handle with wide spaced prongs.
Decorated on the base with incised and stamped
geometric motifs concentricly arranged. Along the
outside is a concentric band of double Kerbschnitt,
followed by an incised line. Following this are five
concentric bands of interconnected running spirals.
A roughly triangular shaped wedge near the handle is
marked off by a band of Kerbschnitt with at the
lower point remains of incised female genitals in
oblique hatching. 
Publ. Milani (1912), pl. CXXX,1; Pecorella (1970),
156; fig. 2, pl. 2; Thimme (1977), no. 404.

Stone vessels

755 (4245, acquired 1905) STONE FOOTED
BOWL (fig. 91)
H 0.066; Diam rim 0.106
Fine-grained white marble. Intact.
Flat base, flaring solid foot, wide body with
outflaring wall, outturning rim and rounded lip.
Undecorated.
Publ. Milani (1912), pl. CXXX,3; Pecorella (1970),
fig. 4,9; pl. 3,9; Getz-Gentle (1996), 293, no. L23.

756 (4246, acquired 1905) STONE BOWL (fig. 91)
H 0.026; Diam rim 0.105
Fine-grained white marble. Intact.
Flat base, straight spreading wall, outturning rim with
rounded lip. Four horizontal rectangular lugs placed
diametrically off the rim.
Undecorated.
Publ. Pecorella (1970), fig. 4,10; pl. 3,10; Getz-Gentle
(1996), 276, no. G10.

757 (4336, acquired 1905) STONE BOWL (fig. 91)
H 0.044; Diam max 0.156
Fine-grained white marble. Intact.
Small flat base, hemispherical body and rounded
inturned rim. Undecorated.
Publ. Pecorella (1970), fig. 4,11, pl. 3, 11.
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1.6. University collection, Heidelberg 

The seven objects in the archaeological collection of
the University of Heidelberg in Germany are all
fragments of pottery. Three are of jars and the other
fragments are from a spherical jar or pyxis, a jug
(probably a high-neck painted jug), a saucer and a
bowl. The objects were from the collection of the
National Archaeological Museum in Athens. In 1923
they were part of an exchange.

Pottery

758 (K.1) FOOTED BICONICAL JAR
H pres. 0.136; Diam base 0.084
Medium, dark brown-red fabric with many
micaceous and calcaceous inclusions, surface dark
brown, burnished. Incomplete, upper body, neck and
rim missing.
Hollow flaring foot, biconical body with probably
two or four horizontal solid lugs set at opposite sides
(only one lug intact).
Decorated along the body with bands of impressed
connected concentric circles and a band of double
Kerbschnitt below. Traces of white paste in the
incised decorations.
Publ. CVA Deutschland, Heidelberg, Universität, 3, 11,
pl. 90: 1.

759 (K.2) FOOTED BICONICAL JAR
H 0.089; Diam base 0.124
Medium, dark brown reddish micaceous fabric, with
dark brown burnished surface. Incomplete, only the
fragment of the upper body with two lugs below the
decoration remaining.
Decorated with a band of impressed connected
concentric circles and a band of Kerbschnitt below. 
Publ. CVA Deutschland, Heidelberg, Universität, 3, 11,
pl. 90: 2.

760 (K.3) SPHERICAL JAR
H 0.041; Width 0.073
Medium, dark reddish-brown micaceous fabric, dark
brown burnished surface. Incomplete, only the
fragment of the shoulder remaining.
Decorated with two bands of impressed connected
concentric circles.
Publ. CVA Deutschland, Heidelberg, Universität, 3, 11,
pl. 90: 3.

761 (K.4) FOOTED BICONICAL JAR
Diam rim 0.075
Medium, reddish-brown micaceous fabric with dark
brown burnished surface. Incomplete, only part of
the neck and the rim remaining.
Decorated with a band of oblique incised strokes and
a band of impressed connected concentric circles

below.
Publ. CVA Deutschland, Heidelberg, Universität, 3, 11,
pl. 90: 4.

762 (K.31) JUG
Dimensions unknown.
Light brownish fabric with reddish surface. Wall
fragment. Painted with dark brown lines.

763 (K.32) SAUCER
Dimensions unknown.
Dark brown fabric with white slip or wash. Base
fragment. Undecorated.

764 (K.33) BOWL
Dimensions unknown.
No further details available.

1.7. The British Museum, London

These twelve objects from Chalandriani in the British
Museum were acquired as part of an exchange with
the Greek Government in 1912 in return for a cast
of the Caryatid from the Erechtheion. The objects
came from the collection of the National
Archaeological Museum in Athens. 

Pottery

765 (1912.6-26.1, A 317) SPHERICAL JAR (fig. 92)
H pres. 0.082; Diam rim 0.073; Diam base 0.03;
Diam max 0.158
Medium, reddish-brown fabric (5 YR 6/4) with same
core. Burnished, very dark grey surface (2.5 YR 3/0).
Incomplete, mended.
Small circular depression at the base; biconical body,
collar-like upright rim missing. Two pairs of
vertically pierced tubular lugs placed at the widest
diameter at opposite sides of the body. Undecorated.

766 (1912.6-26.2, A 329) BOWL (fig. 92)
H 0.048; Diam rim 0.138; Diam base 0.02
Medium-coarse, pinkish-red fabric (7.5 YR 7/4) with
dark brown core (7.5 YR 4/2). Traces of pinkish-
yellow slip on the exterior (7.5 YR 8/4) and
smoothed treatment in concentric circles. Intact, a
few parts of the rim are missing.
Small circular depression at the base, flaring conical
wall with flaring rim and rounded lip. Undecorated.

767 (1912.6-26.3, A 327) BOWL (fig. 92)
H 0.031; Diam rim 0.125-0.133
Medium-coarse, light reddish fabric (5 YR 6/4) with
grey core (5 YR 5/1). Some dark patches on the
exterior surface due to uneven firing. Root
impressions on the inside surface. Some chips two
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cracks down from the rim. Intact.
Rounded base, flaring wall, flaring rim and rounded
lip. Undecorated.
Publ. Forsdyke (1925), pl. 4; Thimme (1977), 
no. 411.

768 (1912.6-26.4, A 328) BOWL (fig. 92)
H 0.031; Diam rim 0.1275
Medium-coarse, reddish-brown fabric (5 YR 5/4)
with reddish-yellow core (5 YR 7/6). Some dark
patches on the exterior surface due to uneven firing.
Intact.
Rounded base, flaring wall, flaring rim with rounded
lip, inside convex. Undecorated.

769 (1912.6-26.5, A 322) CONICAL CUP (fig. 92)
H 0.076; Diam rim 0.135; Diam base 0.06
Medium, reddish-yellow fabric (5 YR 6/6) with red
core (2.5 YR 5/6). Smoothed exterior and interior
surface. Incomplete, mended, chips off the rim, part
of the rim restored.
Flat base straight spreading wall, spreading rim with
rounded pointed lip.
Mat impression on the base.

770 (1912.6-26.6, A 328) CONICAL CUP (fig. 92)
H 0.067; Diam rim 0.102; Diam base 0.043
Medium-coarse, red fabric (2.5 YR 5/6) with
reddish-brown core (2.5 YR 4/4). Smoothed on the
interior surface, very few dark patches on exterior
surface due to uneven firing. Incomplete, some chips
off the rim, restored with large part of the rim
missing.
Flat base, solid raised foot, convex flaring wall,
straight spreading rim with rounded pointed lip. 
Leaf impression on the base.

771 (1912.6-26.7, A 325) CONICAL CUP (fig. 92)
H 0.059; Diam rim 0.098; Diam base 0.038
Medium-coarse, red fabric (2.5 YR 5/8) with similar
core. Smoothed white slipped exterior surface (5 YR
8/1) with smoothed interior. Intact, a few chips at
the rim, crack down the wall from the rim. 
Flat base, straight spreading wall, slightly incurving at
the top, spreading rim with rounded lip.
Leaf impression on the base.

772 (1912.6-26.8, A 326) CONICAL CUP (fig. 92)
H 0.06; Diam rim 0.092; Diam base 0.04
Medium-coarse, red fabric (2.5 YR 5/6) with light
red core (2.5 YR 6/6). Smoothed with traces of
white slipped exterior surface (5 YR 8/1), interior
surface smoothed. Intact, a few chips at the rim.
Flat base, conical spreading wall, nearly upright rim
with rounded pointed inturning lip.
Leaf impression on the base.

773 (1912.6-26.9, A 323) CONICAL CUP (fig. 92)
H 0.058; Diam rim 0.094; Diam base 0.032
Medium-coarse, reddish-yellow fabric (5 YR 6/6)
with dark grey core (7.5 YR 5/0). Smoothed surface
with some dark patches due to uneven firing. Intact,
a few chips at the rim. Root impression on the
interior surface.
Flat base, solid raised foot, straight flaring wall,
flaring rim, rounded pointed lip. 
Mat impression on the base.

774 (1912.6-26.10, A 263) SAUCEBOAT (fig. 92)
H 0.117; Diam rim 0.113; Diam base 0.063
Medium, pinkish-red fabric (5 YR 7/3) with similar
core. Dark grey-black burnished surface (5 YR 4/1),
some red-black patches on the exterior due to
uneven firing. Incomplete, about two thirds of the
body including the handle is missing, mended from
three parts; horizontal band handle restored.
Raised foot with concave base (restored), conical
flaring wall, upright rim with pointed lip, flaring
pinched spout pointed and extending sideways and
upwards. Undecorated.
Publ. Forsdyke (1925), fig. 49; Thimme (1977), 
no. 421.

Stone vessels

775 (1912.6-26.11) STONE FOOTED BOWL 
(fig. 92)
H 0.068; Diam rim 0.098; Diam base 0.043
White marble. Complete, mended, a few chips
missing from the rim.
Solid trumpet-shaped foot with flat base, base of the
bowl extending horizontally, outcurving flaring wall,
outcurving rim with pointed lip.
Publ. Getz-Gentle (1996), 293, no. L24, pl. 100b,
figs. 90e, 95b.

776 (1912.6-26.12) STONE BOWL (fig. 92)
H 0.032; Diam rim 0.086; Diam base 0.03
White marble. Intact, with two parts of the rim
missing.
Flat base, conical flaring wall, flaring rim with
rounded lip. Four rectangular lugs extending from
the lip at right angles. Inside convex with rounded
base.
Publ. Getz-Gentle (1996), 276, no. G7, pl. 66b.

1.8. Ashmolean Museum, Oxford 

The three objects from Chalandriani in the
Ashmolean Museum were donated by the Greek
Government in 1923. 
Lit. S. Sherratt, Catalogue of Aegean Bronze Age
objects in the Ashmolean Museum (2001)
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Pottery

777 (1923.203) SAUCER (fig. 92)
H 0.056; Diam rim 0.109; Diam base 0.0315
Medium, orange-red micaceous fabric (2.5 YR 5/6)
with light red core (2.5 YR 5/8). Smoothed and
slipped surface. Intact, a few chips and a small part
of the rim are missing.
Convex base, Low flaring ring-foot, flaring conical
wall, incurving rim with rounded pointed lip.
Undecorated.
Publ. Sherratt (2001), no. III.1.b.1.

778 (1923.204) BOWL (fig. 92)
H 0.046; Diam rim 0.117
Medium-coarse, light reddish-yellow (5 YR 7/3) to
weak red fabric (10 R 5/4) with reddish-brown core
(2.5 YR 4/4). Intact, a few chips at the rim, root im-
pressions inside.
Hemispherical bowl with convex base, curving wall,
upright rim with rounded lip. Slipped surface.
Undecorated.
Publ. Sherratt (2001), III.1.b.2.

779 (1923.205) CONICAL CUP (fig. 92)
H 0.071; Diam rim 0.125; Diam base 0.
Medium-coarse, red fabric (2.5 YR 5/6) with red
core (2.5 YR 4/6), thin dark grey core. Incomplete,
restored with large part of the rim missing.
Flat base, solid raised foot, straight spreading wall,
straight rim with rounded lip. Extended base at one
side absent with wall spreading straight from the flat
base. Leaf impression on the base.
Publ. Sherratt (2001), III.1.b.3.

2. Excavations by Stephanos

The second major group of objects from
Chalandriani in the National Archaeological Museum
in Athens and the Archaeological Museum in
Ermoupolis came from the excavations carried out in
about 1870 by the anthropologist Klon Stephanos
(1855-1915). Not much is known of his
investigations on Syros. His main interest was
epigraphical, and he copied a large number of
inscriptions from various sites on Syros, especially
from the Bay of Grammata. In two papers in the
periodical Athinaion, later published together,
Stephanos presented a large collection of hitherto
unpublished Syriote inscriptions from the Hellenistic,
Roman and Byzantine periods. In few places he
mentions other archaeological remains, among them
the prehistoric tombs at Chalandriani and the
settlement at Kastri. On a large plate published with
his book on Syriote inscriptions, he included a
drawing of a marble female figurine from
Chalandriani.

Many of the objects excavated by Stephanos in the
National Museum in Athens could not be studied in
detail. Most are displayed in the Cycladic Room.
Publ. Stephanos (1874; 1875a; 1875b); the reference
to Chalandriani is found in Stephanos (1875), 8, 
note 7.

2.1. National Archaeological Museum,
Athens

Pottery

780 (NAM 6143) JUG
Barrel-shaped body with short pointed beak. Black
burnished surface with incised decoration. No
further details available.

781 (NAM 6144) PAN
Fragment, only the lower part, with much of the rim
missing. Decorated with incised and stamped motifs
consisting of a central star surrounded by connected
concentric circles. No further details available.
Publ. Coleman (1985), no. 9, pl. 33, fig. 4.

782 (NAM 6145) FOOTED BICONICAL JAR
Incised decoration on the upper part of the body.
No further details available.

783 (NAM 6148) FOOTED CUP
Red-brown surface with grey core. No further details
available.

784 (NAM 6149) FOOTED ONE-HANDLED
CUP
Painted red decoration. No further details available.
This cup is probably the same as published by
Collignon in his catalogue of vases in the collection
of the Archaeological Society of Athens, Collignon
1878, 2, no. 2.

785 (NAM 6153) TRIPLE-SPOUTED FOOTED
VASE 
Undecorated. No further details available.

786 (NAM 6156.1) SPOUTED SPHERICAL JAR
(fig. 93)
H 0.109; Diam rim 0.077; Diam max 0.133; Diam
base 0.046
Fine-medium, dark brown-black fabric (7.5 YR 2/0)
with dark grey core (7.5 YR 4/0). Black lustrous 
burnished surface.  Complete, mended from many
small fragments.
Flat base, convex wall, spherical body, collar-shaped
rim with pointed lip. Two horizontal semi-circular
lugs below the widest diameter. Spout from shoulder
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pointing upwards, ending in oval horizontal mouth
with flattened rim.
Decorated on the exterior body with raised cord
decoration consisting of five horizontal concentric
bands around the body. Lugs decorated with small
vertical strokes.

787 (NAM 6156.2) SPOUTED BOWL
Spherical shape with spout extending from the rim;
two horizontal semi-circular pierced handles at sides.
Black burnished surface treatment with white-filled
incised decorations. No further details available.

788 (NAM 6158) JUG
Black burnished surface treatment with white-filled
incised decorations. No further details avaialble.

789 (NAM 6159) JUG
Black burnished surface treatment with white-filled
incised decorations. No further details available.

790 (NAM 6160) SPHERICAL JAR
Spherical shape. Black burnished surface treatment
with white-filled incised decorations. No further
details available.

791 (NAM 6163) BOWL
Reddish-brown surface with grey core. Flat base with
flaring spreading wall. Undecorated. No further
details available.

792 (NAM 6167.2) FOOTED BICONICAL JAR
Dark brown burnished surface treatment. Decorated
on the upper part of the body with white-filled
incised decorations. No further details available.

793 (NAM 6172) PAN
Small example; handle missing (restored). Decorated
on the base with stamped concentric circles and near
handle an incised pubic triangle. No further details
available.
Publ. Coleman (1985), no. 22.

794 (NAM 6173) COLLARED JAR
No further details available.

795 (NAM 6177.1) PAN
Part of the base surface eroded with large parts of
wall and handle missing. Decorated on the base with
regularly arranged stamped concentric circles in
concentric rings connected with short incised
strokes, near the handle an incised pubic triangle. No
further details available.
Publ. Bossert (1960), fig. 7, no. 11; Coleman (1985),
no. 21, pl. 34, fig. 8.

796 (NAM 6177.2) PAN
Large parts of the base surface eroded, mended;
handle restored. Decorated on the base with
regularly arranged stamped concentric circles in two
different sizes connected with short incised strokes;
in the centre a ship with the high end to the right
with fish, filled with herringbone, at the top; banner
with multiple chevrons descends from the high end;
above and below the hull are 9 and 14 incised strokes
(oars). No further details available.
Publ. Bossert (1960), fig. 8, no. 13; Coleman (1985),
no. 25, pl. 34, fig. 12.

797 (NAM 6177.3) PAN
No further details available.

798 (NAM 6178) ZOOMORPHIC VASE (fig. 93)
H 0.107; W body 0.062; Th body 0.05; W arms 0.083;
W head 0.039; L head 0.033; Diam base bowl 0.02;
Diam rim bowl 0.064
Fine-medium, light brown fabric (10 YR 7/4) with
similar core. Light yellow slipped surface with
painted decoration in dark grey-brown (10 YR 3/1).
Intact.
A sitting hedgehog with legs spread in front and
holding a conical cup between extended arms. Hole
through the back of the cup into hollow body of
animal.
Decorated on the exterior with painted patterned
geometric and theriomorph motifs. On the body are
vertical, horizontal and oblique lines; the head is
painted with anatomical details: eyes, nose and ears;
on the conical cup a solid line runs along the rim and
horizontal lines across the body.
The animal is probably a hedgehog of the species
Erinaceus concolar, which is still found in the Cyclades
(Getz-Gentle 1997, 140).
Publ. Zervos (1957), figs. 238-239; Demagne (1964),
fig. 50; Vermeule (1964), fig. 8a; Higgins (1967), 
fig. 56; Renfrew (1972), pl. 16:2; Thimme (1977), 
fig. 27.

799 (NAM 6180.1) FOOTED BICONICAL JAR
(fig. 93)
H 0.177; Diam rim 0.067; Diam max 0.15; Diam base
0.068
Fine-medium, reddish-brown to dusky red fabric (2.5
YR 4/4-2.5 YR 3/2) with dark grey core (2.5 YR
4/0). Dark burnished surface, imperfectly fired.
Flaring hollow foot, biconical body, outcurving rim
flattened at the top. Four horizontal rectangular lugs
placed at right angles at the widest diameter of the
body. Incomplete, restored and mended.
Decorated on the upper half of the body with incised
white-filled geometric motifs in concentric patterns,
consisting of single Kerbschnitt placed close to each
other forming a zig-zag band; surrounded by incised



Appendix 2

278

lines, and two bands of 
interconnected concentric circles.

800 (NAM 6180.2) FOOTED BICONICAL JAR
Brown burnished surface treatment with incised
decorations on the upper part of the body. No
further details available.

801 (NAM 6184) PAN
Decorated on the base with a concentric band of
Kerbschnitt along the edge; an incised pubic triangle
near the forked handle; field in the centre is filled
with regularly arranged stamped spirals connected
with short incised strokes; below centre is a ship with
the high end to the right; fish connected to the high
end by a short line, banner descending from
connecting line; sixteen short strokes above and
below the hull incidating oars. No further details
available.
Publ. Zervos (1957), fig. 204; Bossert (1960), fig. 7,
no. 3; Coleman (1985), no. 18, pl. 35, fig. 15.

802 (NAM 6185) COMPOSITE VESSEL
(KERNOS) (fig. 93)
H max 0.052; H smaller pyxides 0.037; Diam rim
central pyxis 0.044; Diam smaller pyxides 0.031;
Diam max central pyxis 0.079; Diam max smaller
pyxides 0.054; Diam total object 0.183
Fine-medium, reddish-grey fabric and similar core (5
YR 5/2). Covered with light yellow slip (7.5 YR 8/4).
Intact.
Composite vessel consisting of a central larger
spherical pyxis with seven smaller similar pyxides
arranged around it, each connected to the central
pyxis and with its neighbours. All eight pyxides have
a lid consisting of an upright side and curved top
with vertical band handle. The seven smaller pyxides
all have three small horizontal semi-circular lugs at
the widest diameter.
Decorated on the exterior surface with geometric
motifs painted in dark on light slip. Motifs are bands
of connected circles with dots concentrically placed
around the body of the pyxides and similarly on the
top of the lids.

803 (NAM 6187) SAUCEBOAT
Covered with yellowish-white slip. No further details
available.

804 (NAM 6189) FOOTED CUP
Reddish-bown burnished surface treatment. No
further details available.

805 (NAM 6190) FOOTED BICONICAL JAR
Brown burnished surface treatment with white-filled
incised decoration on the upper part of the body. No
further details available.

806 (NAM 6191) FOOTED BICONICAL JAR
Brown burnished surface treatment with incised
decoration on the upper part of the body. No further
details available.

807 (NAM 6194) BOWL
No further details available.

Stone vessels

808 (NAM 6147.1) STONE BOWL
H 0.036; Diam rim 0.101
Blue-grey banded stone. Four rectangular lugs set at
the rim. No further details available.
Publ. Getz-Gentle (1996), 276, no. G13, pl. 68b.

809 (NAM 6147.2) STONE BOWL
No further details available.

810 (NAM 6147.3) STONE BOWL
No further details available.

811 (NAM 6154.1) STONE BOWL
H 0.082; Diam base 0.055; Diam rim 0.119
Blue-grey and white banded stone. Four rectangular
lugs set at the rim. No further details available.
Publ. Getz-Gentle (1996), 290, no. K36, pls. 68a,
97d.

812 (NAM 6154.2) STONE BOWL
Blue-grey and white banded stone. Four rectangular
lugs set at rim. No further details available.

813 (NAM 6154.3) STONE BOWL
No further details available.

814 (NAM 6155) STONE BOWL
Blue-grey banded stone. No further details available.

815 (NAM 6161.1) STONE FOOTED BOWL
H 0.068; Diam base 0.052; Diam rim 0.12
Greenish-grey marble or stone. 
No further details available.
Publ. Getz-Gentle (1996), 293, no. L28.

816 (NAM 6161.2) STONE FOOTED BOWL
H 0.067; Diam 0.041; Diam rim 0.11
White marble. Solid flaring foot, flat base, straight
horizontal base of bowl, flaring spreading wall. No
further details available.
Publ. Getz-Gentle (1996), 293, no. L26.

817 (NAM 6166) STONE SPOUTED BOWL
H 0.044; Diam rim 0.074; Diam with spout 0.105
Grey-white banded marble. No further details
available.
Publ. Getz-Gentle (1996), 273, no. F3.
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818 (NAM 6181.1) STONE SPOUTED BOWL
White marble. Bowl standing on a low ring foot. No
further details available.

819 (NAM 6181.2) STONE SPOUTED BOWL
White marble. No further details available.

820 (NAM 6183) STONE BOWL
White marble. Large example. No further details
available.

821 (NAM 6192.1) STONE FOOTED BOWL
White marble. Solid flaring foot, flat base, straight
horizontal base of bowl, flaring spreading wall. No
further details available.

822 (NAM 6192.2) STONE BOWL (fig. 93)
H 0.035; Diam base 0.021; Diam rim 0.073
White marble. Intact.
Concave base, spreading slightly outcurving wall with
rounded lip. Four rectangular lugs set at the rim.

823 (NAM 6192.3) STONE SPOUTED BOWL
White marble. No further details available.

824 (NAM 6192.4) STONE BOWL
H 0.06; Diam 0.112
White marble. No further details available.
Publ. Getz-Gentle (1996), 292, no. L19.

825 (NAM 6192.5) STONE BOWL (fig. 93)
H 0.057; Diam base 0.044; Diam rim 0.138
White marble. Intact.
Flat base, slightly concave, spreading outcurving wall
with rouneded lip. Four rectangular lugs set at the
rim.

Stone objects

826 (NAM 6170) STONE GRINDER
Conical shape. No further details available.

Stone figurines

827 (NAM 6164) FIGURINE
H 0.155. 
White marble. Intact.
Folded Arm type, Chalandriani variety.
Short legs without knees and with incised toes,
incision between the legs extends into the area of the
pubic triangle, no waist or lower body, arm directly
folded above the pubic triangle; square shaped upper
body with straight horizontal shoulders and arms
extending downwards and bent at the elbows,
modeled breasts; long thin neck ending in a back-
wards tilted lyre-shaped head with a prominent nose.

Publ. Zervos (1957), pl. 249; Renfrew (1969), 12, 
no. φ26, p. 17, no. IV.C.1.

828 (NAM 6165) FIGURINE
H 0.216. 
White marble. Intact.
Folded Arm type, Chalandriani variety.
Feet worn and possibly partly damaged; wide thick
legs with thin incised line separating them; knees
indicated by low bulge on upper legs; incised pubic
triangle just below the folded arms, no lower body;
angular, square upper body with horizontal shoulders
and arms extending downwards bend at the elbows;
widely spaced breasts indicated on upper body;
elongated cyclindrical neck on which a backward
tilted lyre-shaped head with long nose. Traces of red
colouring substance on the chest.
Publ. Zervos (1957), pl. 248; Renfrew (1969), 12, 
no. φ27, p. 17, no. IV.C.2.

829 (NAM 6167.1) FIGURINE
Dimensions unknown.
White marble.
Abstract-schematic type, Apeiranthos variety.
No further details available.
Publ. Renfrew (1969), 14, no. VI.8.

830 (NAM 6169.1) FIGURINE
H 0.125
Folded-arm type, Chalandriani variety.
Only the upper part of the figurine is preserved. 
Rounded lower part of the body with no indication
of legs, possibly unfinished figurine; short lower
body with narrow waist; widening upper body with
modeled breasts; sloping shoulder and sharp edges to
upper arms; lower arms bent at the elbow and folded
across the belly; cylindrical tapering neck and angular
lyre-shaped head with prominent nose.
Publ. Zervos (1957), pl. 244; Renfrew (1969) no. φ28.

831 (NAM 6169.2) FIGURINE
Dimensions unknown.
White marble.
Abstract-schematic type, Apeiranthos variety.
No further details available.
Publ. Renfrew (1969), p. 14, no. VI.5.

832 (NAM 6169.3) FIGURINE
Dimensions unknown.
White marble.
Abstract-schematic type, Apeiranthos variety.
No further details available.
Publ. Renfrew (1969), 14, no. VI.6.
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833 (NAM 6169.4) FIGURINE
H 0.075. 
White marble. Intact, worn surfaces.
Abstract-schematic type, Apeiranthos variety.
Flat, square lower body with rounded edges; tapering
neck ending in flattened top extending sideways.
Publ. Zervos (1957), pl. 45b; Renfrew (1969), 14, no.
VI.3, pl. 7b.

834 (NAM 6169.5) FIGURINE
Dimensions unknown.
White marble.
Abstract-schematic type, Apeiranthos variety.
No further details available.
Publ. Renfrew (1969), 14, no. VI.7.

835 (NAM 6169.6) FIGURINE
H 0.095.
White marble. Intact, worn surfaces.
Abstract-schematic type, Apeiranthos variety.
Flat, rectangular body with sloping shoulders, long
cylindrical neck ending with straight flat top.
Publ. Zervos (1957), pl. 45c; Renfrew (1969), 14, 
no. VI.4, pl. 7b.

836 (NAM 6169.7) FIGURINE
No further details available.

837 (NAM 6169.8) FIGURINE
No further details available.

838 (NAM 6169.9) FIGURINE
No further details available.

839 (NAM 6169.10) FIGURINE
H 0.13. 
White marble. Intact, only right foot partly broken
off.
Folded Arm type, Spedos variety.
Short legs with tilted feet separated by deep incised
cleft; incised pubic triangle and flat waist; arm bent in
front of belly below breasts; short upper body with
slightly sloping shoulders; cylindrical tapering neck
with backwards tilting lyre-shaped head with
prominent nose.
Publ. Zervos (1957), pl. 247; Renfrew (1969), 12,
 no. φ24.

840 (NAM 6174) FIGURINE
H 0.46.
White marble. Intact.
Folded Arm type, Dokathismata variety.
Classic example of this variety; incised toes and long
narrow legs separated by deep incised cleft; incised
pubic triangle and bulging belly below folded arm;
angular upper body with straight sloping shoulders
with pointed edges to upper arms; arms bent at

elbows and lower arms folded across belly; faintly
modeled breasts on upper body; cylindrical neck with
triangular head tilted backwards with prominent
nose.
Publ. Zervos (1957), pl. 251; Demagne (1964), fig.
71; Renfrew (1969), 12, no. φ25, 14, no. IV.B.3, pl.
5d; Sapouna-Sakellerakis (1973), pl. 38.

841 (NAM 6176) FIGURINE
H 0.224.
White marble. Intact.
Folded-arm type, Spedos variety.
Large feet with incised toes, bulging legs separate by
deep incised cleft; narrowing waist and lower body
with incised pubic triangle; short angular upper body
with modeled breasts; short shoulders and straight
upper arms; lower arms bent at the elbows and
folded across the front below the breasts; long
cylindrical neck with rounded head and prominent
nose.
Publ. Zervos (1957), pl. 246; Renfrew (1969), 
no. IV.F.22.

842 (NAM 6193) FIGURINE
H 0.192.
White marble. Intact.
Folded Arm type, Spedos variety.
Feet with incised toes bent slightly sideways and
obliquely to the legs, separated by a deeply incised
cleft; short lower body with faintly incised pubic
triangle; narrow waist; widening angular upper body
with modeled breasts; sloping shoulders with sharp
edges to straight upper arms; lower arms bent at the
elbows and folded across the belly; cylindrical
tapering neck with large lyre-shaped head with
prominent nose.
Publ. Zervos (1957), fig. 250; Renfrew (1969), 12, 
no. φ23.

2.2. Archaeological Museum,
Ermoupolis

A large group of objects from the excavations by
Stephanos at Chalandriani were transferred from the
National Museum in Athens to Ermoupolis in 1971.
They were part of a transfer which also included
many finds from the excavations by Tsountas at
Chalandriani and at Kastri.

Pottery

843 (Syros 408) COLLARED JAR (fig. 93)
H 0.125; Diam rim 0.065; Diam max 0.106; Diam
base 0.035
Medium, very dark grey fabric (7.5 YR 3/0) with
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same core. Dark burnished surface. Intact.
Flat base, conical lower body, concave upper body,
outcurving neck, lip slightly flattened at the top. Four
horizontal rectangular lugs placed diametrically at the
widest diameter. Undecorated.

844 (Syros 495) CONICAL CUP (fig. 93)
H 0.06; Diam rim 0.089; Diam base 0.046
Medium, red fabric (2.5 YR 5/6) with same core.
Traces of light reddish-yellow slip on surface (7.5 YR
7/6). Mended and restored.
Solid raised foot with flat base, inside concave,
straight flaring wall with pointed round lip.
Leaf impression on the base.

845 (Syros 503) SPHERICAL JAR (fig. 93)
H 0.066; Diam rim 0.06; Diam base 0.023; Diam max
0.112
Fine-medium, light reddish-brown fabric (5 YR 6/4)
with grey core (5 YR 5/1). Smoothed and slipped
surface with a few traces of dark reddish-grey
burnishing (5 YR 4/2). Incomplete, mended.
Circular depression at the base, outcurving lower
body, incurving upper body, straight spreading rim
with rounded lip; two pairs of vertical, pierced,
tubular lugs set at either side of the widest diameter.
Undecorated.
Found together with two metal scrapers (Syros
800.1-2).

846 (Syros 538) CONICAL CUP (fig. 93)
H 0.063; Diam rim 0.091; Diam base 0.037
Medium, reddish-brown fabric (2.5 YR 4/4) with
same core. Smoothed surface. Complete and
mended.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

847 (Syros 544) BOWL (fig. 93)
H 0.031; Diam rim 0.122
Medium-coarse, reddish-brown fabric (5 YR 5/4)
with same core. Burnished lustrous surface, brush
marks inside. Intact.
Round base, flaring wall with rounded lip.
Undecorated.

848 (Syros 560) CONICAL CUP (fig. 93)
H 0.055; Diam rim 0.092; Diam base 0.047
Medium-coarse, red fabric (2.5 YR 4/6) with same
core. Smoothed surface, brush marks on surface
inside. Intact.
Flat base, rounded edge towards straight spreading
thick wall, upright rim with pointed round lip; inside
pointed concave. Leaf impression on the base.

849 (Syros 597) JUG (fig. 93)
H pres. 0.07; Diam base 0.03

Fine-medium, reddish-brown fabric (5 YR 5/4) with
core of the same. Traces of dark brown to black
burnished surface treatment visible only in incised
lines on the body. Incomplete, rim with spout and
handle missing.
Flat base, biconical body, vertical handle with round
section from rim to shoulder set opposite the high
spout.
Decorated on exterior body with groups of parallel
incised lines, radiating from the shoulder to the base.

850 (Syros 598) JUG (fig. 93)
H 0.096; Diam base 0.029
Medium, very dark grey to reddish-brown fabric (7.5
YR 4/0-5 YR 5/4) with grey core (10 YR 5/1).
Burnished surface. Incomplete, mended, with handle
restored.
Flat base, biconical body, outcurving neck, flattened
rim; one vertical handle with round section from rim
to shoulder opposite spout.
Decorated on the exterior with groups of incised
parallel lines from the shoulder to the base.

851 (Syros 635) SPHERICAL JAR (fig. 93)
H 0.06; Diam rim 0.052; Diam max 0.093; Diam base
0.035
Medium, dark grey fabric (10 YR 4/1) with grey core
(10 YR 5/1). Lustrous grey-brown burnished surface.
Incomplete, mended and restored.
Flat base, conical body with three vertically pierced,
oblique semicircular lugs; outturned straight rim with
rounded lip.
Decorated on the shoulder with incised and white-
filled geometric motifs in a concentric band,
consisting of  connected concentric circles.

852 (Syros 693) CONICAL CUP (fig. 93)
H 0.058; Diam rim 0.095; Diam base 0.04
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core, surface covered with yellow white
encrustation. Intact.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

853 (Syros 694) CONICAL CUP (fig. 93)
H 0.058; Diam rim 0.098; Diam base 0.043
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with probably similar core (not visible), yellow white
soil encrusted on surfaces. Intact, a few chips off the
rim.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Leaf impression on the base.

854 (Syros 695) CONICAL CUP (fig. 93)
H 0.053; Diam rim 0.092; Diam base 0.041
Medium-coarse, weak red fabric (2.5 YR 5/2) with
dark grey core (2.5 YR 4/0), smoothed surface, white
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yellow soil encrustation on surfaces. Intact, most of
the rim is chipped.
Flat base, solid raised foot, straight spreading wall.
Leaf impression on the base.

855 (Syros 697) CONICAL CUP (fig. 93)
H 0.055; Diam rim 0.084; Diam base 0.032
Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with light reddish-brown core (2.5 YR 6/3). Intact.
Flat base, solid raised foot, spreading outcurving fla-
ring wall with rounded thin lip.
Leaf impression on the base.

856 (Syros 698) CONICAL CUP (fig. 93)
H 0.059; Diam rim 0.088; Diam base 0.047
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with nearly similar core (2.5 YR 4/3). Intact.
Flat base, solid raised foot, straight spreading wall
with pointed lip; irregularly shaped.
Leaf impression on the base.

857 (Syros 702) CONICAL CUP (fig. 93)
H 0.054; Diam rim 0.091; Diam base 0.042
Medium-coarse, red fabric (2.5 YR 5/6) with
reddish-brown to weak red core (2.5 YR 5/3-4/2),
yellow encrustation on surfaces. Incomplete,
mended, large part of the rim missing.
Flat base, straight flaring wall, upright rim with roun-
ded lip. Mat impression on the base.

858 (Syros 707) CONICAL CUP (fig. 93)
H 0.066; Diam rim 0.103; Diam base 0.048
Medium-coarse, reddish-brown fabric (2.5 YR 5.4-
4/4) with similar core, white encrustation on
surfaces. Intact, small parts of the rim are missing.
Flat base, straight spreading wall, incurving upright
rim with pointed lip. Leaf impression on the base.

859 (Syros 716) CONICAL CUP (fig. 93)
H 0.082; Diam rim 0.13; Diam base 0.048
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with light red core (2.5 YR 6/6). Intact, a few chips
off the rim.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

860 (Syros 717) CONICAL CUP (fig. 93)
H 0.084; Diam rim 0.143; Diam base 0.053
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core, yellow white encrustation on the
surfaces. Intact.
Flat base, straight flaring wall with rounded lip.
Groove incised below the rim on the outside.
Undecorated 

861 (Syros 718) CONICAL CUP (fig. 93)
H 0.073; Diam rim 0.126; Diam base 0.051

Medium-coarse, reddish-brown fabric (2.5 YR 5/3)
with similar core, base blackened (2.5 YR 4/0), thick
yellow white encrustation on the surfaces. Intact,
small parts of the rim are missing.
Flat base, straight spreading wall with rounded lip.
Mat impression on the base.

862 (Syros 720) CONICAL CUP (fig. 94)
H 0.089-0.09; Diam rim 0.15; Diam base 0.05
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core, yellow white encrustation on the
surfaces. Complete, mended.
Flat base, rounded edge to straight spreading wall
with rounded lip; groove incised below the rim on
the exterior. Mat impression on the base.

863 (Syros 728) CONICAL CUP (fig. 94)
H 0.085; Diam rim 0.152; Diam base 0.066
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core (2.5 YR 4/4). Complete, mended,
with rim partly restored. Very heavy with thick walls.
Flat base, straight spreading wall with rounded lip;
part of horizontal lug below the rim on the exterior.
Vertical curved incised strokes on the exterior
surface at regular distances. Mat impression on the
base.

864 (Syros 729) CONICAL CUP (fig. 94)
H 0.059; Diam rim 0.091; Diam base 0.036
Medium-coarse, greyish-brown fabric (5 YR 6/1)
with dark reddish-grey core (5 YR 4/2), coated on
the exterior with yellow-white slip (5 YR 8/3). Intact,
a few chips off the rim.
Flat base, straight spreading wall with pointed lip.
Mat impression on the base.

865 (Syros 730) CONICAL CUP (fig. 94)
H 0.06; Diam rim 0.094; Diam base 0.033
Medium-coarse, reddish-brown fabric (2.5 YR 5/4)
with similar core. Incomplete, mended and restored.
Flat base, solid raised foot, straight spreading wall
with rounded lip. Mat impression on the base.

866 (Syros 759) BOWL (fig. 94)
H 0.036; Diam rim 0.102
Medium-coarse, light reddish-brown fabric (5 YR
6/4) with probably similar core (not visible).
Complete, mended, two parts of the rim are missing.
Convex base, spreading flaring wall with rounded lip.
Undecorated.

867 (Syros 760) BOWL (fig. 94)
H 0.035; Diam rim 0.114
Medium-coarse, dark yellowish-brown fabric (10 YR
4/6) with yellowish-brown core (10 YR 5/6). Intact.
Convex base, outcurving wall, upright rim with
ounded lip. Undecorated.
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868 (Syros 761) BOWL (fig. 94)
H 0.039; Diam rim 0.132
Medium-coarse, reddish-brown fabric with similar
core (2.5 YR 4/4), yellowish crust (5 YR 7/4) on
inside and outside surface (weathered slip?). Intact,
one part of the rim missing.
Convex base, outcurving flaring wall, upright rim
with rounded lip. Undecorated.

 
869 (Syros 768) BOWL (fig. 94)
H 0.025-0.029; Diam rim 0.121-0.115
Medium, very pale brown fabric (10 YR 7/3) with
dark grey core (10 YR 4/1), encrusted slip on
surfaces. Intact.
Convex nearly flat base, spreading flaring wall with
rounded thin lip. Oval-shaped rim due to sides
pressed inwards. Undecorated.

870(Syros 794) LID (fig. 94)
H 0.017; Diam max 0.076
Medium, light reddish-brown fabric (5 YR 6/3) with
reddish-yellow core (7.5 YR 6/6). Complete, mended
and restored.
Round convex top, straight sides. Four holes
through top in square arrangement. Undecorated.

Stone vessels

871 (Syros 382) STONE BOWL (fig. 94)
H 0.04; Diam rim 0.152; Diam base 0.04
White-yellow marble. Intact.
Flat base, flaring conical wall, rounded lip. Inside
base concave; edge at inside rim towards concave
inside wall.

872 (Syros 383) STONE BOWL (fig. 94)
H 0.068; Diam rim 0.165; Diam base 0.027
White marble. Intact, chisel marks inside, outside
well polished.
Flattened convex base, spreading flaring thick wall
with rounded lip.

873 (Syros 394) STONE BOWL (fig. 94)
H 0.05-0.054; Diam rim 0.139; Diam base 0.058
White marble. Intact.
Flat base, straight spreading wall, rounded rim. Four
horizontal rectangular lugs placed diametrically off
the rim.

874 (Syros 395) STONE BOWL (fig. 94)
H 0.052; Diam rim 0.121; Diam base 0.028
Grey-blue stone. Intact.
Flat base, rounded edge towards straight spreading
wall, rounded lip; four rectangular horizontal lugs set
at the rim at opposite sides.

875 (Syros 398) STONE BOWL (fig. 94)
H 0.0395; Diam rim 0.098; Diam base 0.003
White marble. Intact.
Flattened convex base, straight spreading wall, rim
bevelled inwards.

Metal objects

876 (Syros 516) METAL TWEEZERS (fig. 94)
L 0.074; W max opening 0.025; Th 0.008
Copper-based alloy. Intact, corroded.
U-shaped with round top and arm meeting towards
tips. Arms widening towards rounded ends.

877 (Syros 800.1) METAL SCRAPER (fig. 94)
L 0.0245; W 0.017; Th 0.001
Copper-based alloy.
Rectangular thin blade with straight cutting edge, top
end broken off; three rivets. Incomplete, corroded.
Found together with a spherical jar and another
metal scraper (Syros 503 and Syros 800.2)

878 (Syros 800.2) METAL SCRAPER (fig. 94)
L 0.035; W 0.012; Th 0.001
Copper-based alloy.
Rectangular thin blade with straight cutting edge, top
end broken off; one rivet. Incomplete, corroded.
Found together with a spherical jar and another
metal scraper (Syros 503 and Syros 800.1). 

Shells

879 (Syros 820) SHELL (fig. 94)
One valve of a scallop (Pecten jacobaeus L.).

3. Surface finds from the cemetery

This third category of objects from Chalandriani
comprises objects that were found on the terrain of
the cemetery by different visitors. Eventually these
objects ended up in different archaeological collec-
tions. Most likely the objects came from disturbed
tombs. None of them, however, have any reliable
source of information regarding their original
context. 

3.1. American School of Classical
Studies, Athens

The one find from Syros in the collection of the
American School of Classical Studies at Athens was
donated to the collection by Prof J.L. Caskey, who
during a visit in 1963 to Chalandriani and the
settlement of Kastri was given fragments of a



Appendix 2

284

complete frying pan by a local inhabitant. Its exact
provenance remains unknown, but based on stylistic
and typological characteristics it is safe to assume an
origin from one of the probably many plundered or
destroyed tombs scattered around the site of
Chalandriani. No further documentation regarding
its origin is existent.398

880 (ASP 95) PAN (fig. 95)
H 0.044; Diam rim 0.268; Diam base 0.252
Medium, dark brown slipped and burnished surface.
Intact.
Flat base, slightly convex, straight spreading wall
with rounded lip. Forked handle.
Decorated on the base and along the exterior wall
with arrangements of white-filled incised geometric
motifs. On the base along the outer edge a double
Kerbschnitt followed by a concentric line, then a
concentric band of zigzag lines filled in with
Kerbschnitt and connected spirals; the inner area is
filled with small zigzags with Kerbschnitt and an
incised star with a stamped motif of concentric
circles. Along the outside of the wall is a zigzag filled
with Kerbschnitt. On the base of the handle is an
incised stylised representation of the female genitals.
The knob-like ends of the handle have stamped
concentric circles.
Publ. Caskey (1964), figs. 6-7.

3.2. British School at Athens

Besides the conical cup excavated by Bosanquet in
1894 at Krokidas (now identified with Chalandriani,
see chapter three), one other object in the collection
of the British School at Athens is from Chalandriani.
This plain bowl was found on the site in 1953 by Mrs
K. Scholes during her extensive visit to Syros. Its
exact provenance remains unknown, but on account
of fabric and shape it is safe to assume that it orig-
inated from one of the tombs at Chalandriani.399 The
bowl is not mentioned by her in the published report
on the Late Bronze Age finds from the Cyclades.

881 (A.469) BOWL
H 0.036; Diam rim ?; Diam base 0.122
Medium-coarse, reddish fabric with buff slip. Intact
with a few chips at the rim, encrustation at the
interior surface.
Rounded base, convex wall with slightly rolled rim.
Undecorated.

3.3. Fitzwilliam Museum, Cambridge

This pan was donated to the museum in 1963 by Dr
Winifred Lamb. Its provenance is given as Syros, but
it may well have originally come from the cemetery
at Chalandriani. The circumstances of the find and
its exact findspot were not recorded.400

882 (GR.18.1963) PAN (fig. 95)
H 0.028; L rest 0.373; Diam rim 0.267; Diam base
0.28
Medium, dark grey surface (10 YR 5/3) with dark
core (2.5 YR 4/0). Burnished surface treatment.
Incomplete, mended and restored from many pieces.
Surface very worn.
Flat base, slightly convex, outcurving flaring wall
with round pointed lip. Two-pronged forked handle
ending in two knobs with circular section. Inside
concave.
Decorated on the base with incised and stamped
geometric motifs in a circular arrangement. Along
the edge a band of single Kerbschnitt enclosed by an
incised line. Within an arrangement of
interconnected concentric circles around a rep-
resentation of a ship with a high bow towards the
right. On top of the bow is a fish with two lines
extending downwards, ending in smaller lines. Below
and above the hull are many oblique lines, represent-
ing the oars.
Publ. Nicholls (1965-66), 44-45, fig. 1.

3.4. Archaeological Museum, 
Ermoupolis

During a study visit to the site of Chalandriani in
1963, Colin Renfrew was given a number of
prehistoric pottery sherds by a local inhabitant.401

The sherds were placed in the collection of the
Archaeological Museum in Ermoupolis. It remains
uncertain whether these items came from disturbed

398The director at the time of the American School
of Classical Studies in Athens, Dr S. Miller,
kindly allowed me the study the pan on the
premises of the School in 1989. I thank also Dr R.
Bridges for making the arrangements on my visit
to the School. 
399I thank Mr R.Arnott for informing about this
bowl in the collection of the British School at
Athens.

400Mr R. Arnott kindly supplied me with a copy of
the museum report in which the pan is first
discussed. 
401 See Renfrew (1972), 176.
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tombs or whether they may have come from an area
near the cemetery where a contemporary settlement
was located. The sherds were not identified among
the entries in the inventory of the museum in Syros. 

During the rescue excavations carried out by
Doumas at the cemetery in 1965, an obsidian blade
was found in the vicinity of one of the tombs. Its
association with this or any other tomb is, however,
not certain. The tomb was was found heavily
disturbed and had probably been looted prior to the
excavations (Publ. Doumas (1977), 129-30).

883 (Syros 404) OBSIDIAN BLADE (fig. 95)
L 0.072; W max 0.009
Prismatic blade with dorsal ridge. One end turned
upwards, lower end pointed.
Publ. Doumas (1977), pl. L:k.
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OTHER PREHISTORIC FINDS 
FROM SYROS 

The objects listed in this appendix are all reported to have come from Syros, although
some with more certainty than others. A few are reported as having come from graves.
Based on the characteristics of some of the objects, a in the cemetery at Chalandriani
seems quite possible. During the more than 150 years that people have known of the

existence of this cemetery, many items from disturbed or destroyed tombs may have passed into
the hands of collectors and art dealers. Most of the objects mentioned below were purchased for
museum collections in the final years of the nineteenth or the early decades of the 20th century.
This suggests that it is unlikely that they are forgeries. At the time of their first appearance, the
material culture of these prehistoric periods was not yet in much demand with art collectors. 

Although details concerning the exact provenance are no longer available in most cases, it
seems highly probable that these objects came from excavations carried out at the cemetery or
else taken from disturbed tombs at Chalandriani. The materials used in the objects, their
techniques of manufacture, the shapes and character of the decorations clearly suggest an
association of these objects with the main corpus of objects from this cemetery. Among the
items in this category is the tomb group in Berlin. It was acquired together in 1892. Because of
the fact that this group was bought prior to the excavations carried by Tsountas, it may have
come from a private collector on Syros and probably originated from a disturbed tomb. Other
objects in this category are in the collection of the University of Athens, and the Archaeological
Museum in Ermoupolis. Unless further details regarding the provenance and find circumstances
becomes available, they cannot securely be linked to the other categories discussed in the
previous chapters. The large group of prehistoric objects from the excavated settlement at Kastri
on Syros are not discussed here. 
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NATIONAL ARCHAEOLOGICAL MUSEUM, ATHENS

A1 (NAM 5380) STONE FIGURINE
Unknown provenance, reportedly from Syros. 
White marble. 
H 0.0228. Intact, except for the head.
Folded-arm type, Chalandriani variety.
Short extending feet with incised toes; long legs separated by incised deep cleft; narrowing waist; modeled penis
sheath; modeled band across the waist; long upper body with modeled breasts, sloping shoulders and diagonal
shoulder strap running from left shoulder to the waist; upper arms attached to the upper body; lower arm bend at
the elbow and folded, left arm horizontally above the waist band, right arm raised diagonally across the body next to
the shoulder strap; neck and head missing.
Publ. Zervos (1957), pl. 253; Renfrew (1969), 12, no. φ21, 17-18, no. IV.C.17.

A2 (10541) POTSHERD WITH SEAL IMPRESSION
EC II.
H 0.0723; W 0.536; Th 0.36-74; Diam seal 0.09
Dark brown clay with reddish-brown slip.
Fragment was probably part of a spherical vase, possibly a pyxis, with one or two band handles on the body.
Part of the incised decoration is preserved, consisting of a corner of parallel lines. Around the handle are eight
impressions of the same seal. The seal consists of a cross with lines in the four sections parallel to the arms of the
cross.
Publ. Corpus der minoischen und mykenischen Siegel, I, Supplement (1982), no. 171.

BRITISH SCHOOL OF ARCHAEOLOGY, ATHENS

A3 (unknown inv.no.) STONE PYXIS
EC II.
White marble.
Spool-like vase with extending flat base, cylindrical wall with incised horizontal grooves, and flat extending lid.
Publ. Renfrew (1972), pl. 6,4.

ARCHAEOLOGICAL COLLECTION, UNIVERSITY OF ATHENS

A prehistoric vase described as being from Syros is kept in the pottery collection of the University of Athens. Is was
donated to the Universty study collection by the National Archaeological Museum. On account of the typological
characteristics and the fact that it came from the collection of the National Archaeological Museum it is very
probable that this pyxis was among the objects excavated at Chalandriani by Tsountas. No further documentation
regarding the origin or the transfer to the University collection exists.

A4 (P.M. 69) PYXIS
H 0.09; Diam rim 0.07
Medium-coarse, red-brown fabric with dark burnished surface, very weathered, rim partly missing, intact.
Flat base, spherical biconical body, upright collar-shaped rim with rounded lip. Two double vertically pierced
tubular lugs at opposite sides at the widest diameter on the shoulder.
Decorated with white-filled incised motifs on the body and shoulder in horizontal bands consisting of
interconnected concentric circles between two incised lines, a band of oblique incised short lines (herring-bone
motif) followed by another band of connected concentric circles between horizontal lines.
Publ. Kokkou-Viridi (1985), 37, pl. IZ:4.
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402 Brigitte Knittlmayer, who is currently studying these finds, kindly supplied me with the latest information 
regarding this grave group, which was apparently split up between museum collections in East and West Berlin. It
has recently been reunited. The bowl, however, was not mentioned in either Furtwängler (1893) or Thimme (1977). 
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STAATLICHE MUSEEN, ANTIKENSAMMLUNG, BERLIN

In 1892 the Berlin Museum acquired a group of prehistoric objects said to have been found on Syros, possibly from
a disturbed grave. In view of the kind of objects which compose this group of eight pieces, it seems very probable
they came from a tomb in the cemetery at Chalandriani. The only exceptional object is the hut-puxis for which no
parallels have been found at Chalandriani.402

Lit. Furtwängler (1893), 102.

A5 (8267) PYXIS
H 0.105. Intact.
Flat base, spherical body with upright collar-like rim; two tubular lugs set at opposite sides at the widest diameter. A
flat lid with cylindrical rim and four holes through the top.
Decorated with incised geometric designs consisting of a band of tangentially linked concentric circles bordered by
bands of Kerbschnitt. On the lid a reserved concentric circle at the centre and two rings of impressed concentric
circles at the rim, and bordered by Kerbschnitt.
Publ. Åberg (1933), fig. 145; Zschietzschmann (1935), fig. 2; Bossert (1937), pl. 248, no. 429; Thimme (1977), no.
399.

A6 (8267) PAN
Fragment of the base with part of the wall. Decorated with incised spirals surrounded by bands of Kerbschnitt. 
No further details available.

A7 (8267) STONE HUT PYXIS
H 0.059
Greenish-grey steatite. Complete, mended; some damage of the lid.
Conical pyxis with roof-like lid, three feet.
Exterior surface decorated with obliquely hatched triangles alternating with plain triangles.
Publ. Thimme (1977), no. 362.

A8 (8267) STONE FOOTED BOWL
Marble. Bowl with flaring wall on a solid trumpet-shaped foot with flat base. No further details available.

A9 (8267) STONE FOOTED BOWL
Marble. Bowl with flaring wall on a solid trumpet-shaped foot with flat base. No further details available.

A10 (8267) STONE BOWL
H 0.03; Diam rim 0.10
Marble. 
Bowl with curved wall. No further details available.

A11 (8267) STONE BOWL
H 0.03; Diam rim ca. 0.10
Marble. Bowl with curved wall. No further details available.

A12 (8267) STONE SPOUTED BOWL
Marble. Bowl with spreading rounded wall, one spout off the rim and a solid lug at the opposite side. No further
details available.

A13 (8267) STONE FIGURINE
H 0.255
White marble. Complete, breaks at the knees mended; small chip at upper left leg.
Folded-arm type, Spedos variety.
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Legs and long feet separated by deep cleft, incised toes; widening upper legs with narrow incised pubic triangle;
narrow waist and bulging lower body; narrow upper body with downwards sloping shoulders; upper arms indicated
by vertical incisions; lower arms bend at the elbows and folded across the front; cylindrical tapering neck and long
lyre-shaped head with prominent nose.
Publ. Müller (1929), pl. 10; Thimme (1977), pl. 165.

A14 (8267) STONE FIGURINE
H 0.25
White marble. Complete, break at the neck mended.
Folded-arm type, Spedos variety.
Large obliquely set feet with incised toes, straight widening legs separated by deep cleft; incised pubic triangle on
lower body; narrowing waist towards widening upper body; sloping shoulders with sharp edge towards inwards
sloping upper arms; lower arms bent at the elbows and folded across the front; long cylindrical tapering neck with
large lyre-shaped haead with rounded top and prominent nose.
Publ. Rohde (1975), 152, pl. 8, 1; Thimme (177), pl. 187.

A15 (8267) STONE FIGURINE
H 0.166
White marble. Complete, breaks at neck and right foot mended.
Folded-arm type, Spedos variety.
Long feet bent forwards with incised toes; short lower legs separated by deep cleft; long lower body with incised
pubic triangle and straight waist; short upper body with downwards sloping shoulders; short upper arms parallel to
upper body; lower arms bent at the elbow and folded across the front; long cylindrical tapering neck with lyre-
shaped head with rounded top and prominent nose.
Publ. Rohde (1975), 152, pl. 8, 2; Thimme (1977), pl. 189.

A16 (8267) METAL SPATULA
Copper-based alloy. No further details available.

A17 (8267) BOWL
Reddish fabric. Round base, rounded wall with incurving lip. No further details available.

ARCHÄOLOGISCHES SEMINAR, BERLIN

A18 (1445) PAN
Unknown provenance, reportedly from Syros. 
Incomplete.
Publ. Zschietzschmann (1935), fig. 1, 3; Coleman (1985), no. 29.

MUSEUM OF ART AND ARCHAEOLOGY
UNIVERSITY OF MISSOURI, COLUMBIA

A19 (62.31) PAN 
Unknown provenance, reportedly from Syros.
Fine, reddish-brown fabric with burnished or polished dark red-brown slip. Intact.
Flat base with spreading walls; forked handle with two thickened knobs at the ends. 
Decorated on the base and the handle with incised geometric motifs consisting of a small eight-spoked star filled
with Kerbschnitt, and extending from it eight elongated triangles with Kerbschnitt; double curved lines with single
Kerbschnitt in between placed between the tips of the long triangles, along the bordering band of a double Kerb-
schnitt. The handle is covered with regularly placed Kerbschnitt.
Publ. Thimme (1977), pl. 406; Coleman (1985), no. 30.
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ARCHAEOLOGICAL MUSEUM, ERMOUPOLIS

One object listed in the inventory of the museum in Syros is probably from a private collection which was donated
to the museum in or before 1961. No specific details are available regarding the particular find context or its arrival
in the museum. The object, a marble footed bowl or cup, was formerly in the possession of Nikiphoros Printezis, a
Roman Catholic priest in Ermoupolis. The same collection also contained another object from Chalandriani, an
Attic black-figured lakythos depicting Heracles fighting the lion. One marble footed cup in the collection of the
museum in Hermoupolis is probably the same object that is mentioned by Ludwig Pollack in his article on the
prehistoric antiquities in the Cyclades. The inventory of museum mentions that this object was donated by Mich. G.
Printezis and came from Chalandriani. Although Pollack mentions another name as the owner than the name of the
person who donated the object to the museum, they both have the same surname. Possibly a relative of the first
owner handed the object over to the musuem in Ermoupolis. The typological characteristic of the object are con-
sistent with many similar objects which have a secure provenance from the cemetery. 
Publ. Pollack (1896).

A20 (191) STONE FOOTED SPOUTED CUP
H pres. 0.036; Diam rim 0.086; Diam max 0.108
White marble. Incomplete.
Foot and stem missing; straight spreading wall with rounded lip; spout horizontally extending from the rim.

FORMER PRIVATE COLLECTION, ERMOUPOLIS

The German archaeologist Ludwig Pollack mentioned in his published report of his travels in the Cyclades that he
was shown two objects in the collection of a certain Mr. Psychas of Ermoupolis which came, according to the
owner, from the prehistoric cemetery at Chalandriani. The first object was a frying pan of a type generally found at
Chalandriani. The second a plain marble bowl. Both were originally from the same tomb. Nothing is known of the
present whereabouts of these objects. 

A21 PAN
L max 0.28; Diam 0.21
Red-brown fabric. Incomplete.
Forked handle ending in two knobs. 
Decorated on the base with incised geometric designs consisting of a five spoked star in the central area surrounded
by regularly placed concentric circles which are connected with lines, and along the border a band of single
Kerbschnitt. The handle is decorated with bands of Kerbschnitt.
Publ. Pollack (1896), 189, fig. 5:14; Coleman (1985), no. 10.

A22 STONE BOWL
H 0.035; Diam rim 0.135
White marble. Condition unknown.
No further details available.
Publ. Pollack (1896), 189.

THE BRITISH MUSEUM, LONDON

A23 (TB 614) STONE PYXIS
Unknown provenance, reportedly from Syros.
Dimensions not available.
White marble.
Flat extended base, upright cylindrical wall with incised horizontal grooves, flat extending lid.
Publ. Renfrew (1964), pl. ST,4; Renfrew (1972), pl. 6,3.
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A24 (A 19, aquired in 1912) STONE FIGURINE
Unknown provenance, reportedly from Syros.
H 0.642
Limestone. Intact, grey weathered surface; minor breaks at the neck are mended.
Folded-arm type, Spedos variety.
Grey weathered surface; minor breaks at the neck are mended.
A broad figure with few anatomical details. The arms indicated with incised grooves and the legs separated by a
similar vertical groove. No sexual markings. The head tilts backwards and bears a prominent nose. Except for the
contour of the figurine, all anatomical details are indicated with shallow incisions.
Publ. Pryce (1928), 9f; fig. 8; Majewski (1935), no. 120, pl. 44; Thimme (1977), pl. 197.

A25 (A 24) STONE FIGURINE
Unknown provenance, reportedly from Syros.
Publ. Pryce (1928), pl. II, A24; Renfrew (1969), 20, no. IV.F.23.

MUSÉE DU LOUVRE, PARIS

A26 (CA 2991, purchase 1937) PAN 
EC I-II.
H 0.05; L max 0.21; Diam 0.198; Diam inside 0.182
Greyish-brown fabric with brunished or polished surface. Complete, mended with only a small part missing.
Rounded flat base with circular upright walls; double handle with cross-bar connecting the two parts. 
Decorated on the base and the handle with incised geometric motifs consisting of a nine-spoked star in the central
area surrounded by concentric bands of large impressed triangles, Kerbschnitt and spirals connected by double
lines; along the border another band of Kerbschnitt. The handle is covered with regularly placed Kerbschnitt.
The provenance is uncertain.
Publ. Zervos (1957), pls. 224-225; Bossert (1960), 4, fig. 6; Renfrew (1972), 153, pl. 4,1; Thimme (1977), pl. 400;
Greek Art of the Aegean Islands (1979), no. 7.

ZEMALJSKI MUSEUM, SERAJEWO

The three figurines and the two marble bowls in this collection were among the puchases for the museum by Karl
Patsch from the Athenian art dealer C. Gerojannis in 1899. The figurines are said to have come from a grave on
Syros, most likely together with the two marble bowls. The objects were first published by B. Rutkowski. The three
figurines and the two bowls can be dated to the Early Cycladic II period or the Keros-Syros culture.
Lit. Rutkowski (1973), Sztuka egejska (Aegean Art), Warszawa, figs. 69-70; (1974).

A27 (3) STONE FIGURINE
H pres. 0.10
White marble with greyish surface.
Folded-arm type, Spedos variety.
Only a fragment consisting of the torso, from the neck to below the folded arms; two wide-spaced modeled breasts
op the upper part of the torso.
Publ. Rutkowski (1974), figs. 6-7.

A28 (4) STONE FIGURINE
H pres. 0.077
White marble.
Folded-arm type, Chalandriani variety.
Figure only partly preserved with head, left leg and right leg below the knees missing. Legs separated by deep cleft;
straight sided waist with incised pubic triangle; thick wide upper body with straight shoulders and sharp edge to
vertical upper arms close to the body; lower arms bent at the elbow and folded across the front; modeled breasts on
upper part of the body; part of cylindrical tapering neck intact. 
Publ. Rutkowski (1974), figs. 8-10.
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A29 (5) STONE FIGURINE
H pres. 0.06
White marble with greyish surface.
Folded-arm type, Spedos variety.
Only the head is preserved of this figure. It is strongly bent backwards and has a prominent nose.
Publ. Rutkowski (1974), fig. 11.

A30 (1) STONE BOWL
No further details available.

A31 (2) STONE BOWL
No further details available.
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Tables 

1. Incidence matrix of the presence of 61 artefact types in the 185 reconstructed tomb
inventories (see chapter 5).

2. Artefact types occuring in at least three tomb inventories of the 80 tombs with two or more
different artefcat types (see chapter 5).

3. Location of artefacts found  in the tombs (see chapter 5).
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Types listed in table 1:

1 bowl
2 cinical cup
3 saucer
4 footed bowl
5 footed cup
6 goblet
7 deep bowl
8 uncommon bowl
9 uncommon cup
10 footed biconical jar
11 biconical jar
12 spherical jar
13 spouted spherical jar
14 footed spherical jar
15 small footed jar
16 short-necked jug
17 high-necked jug
18 bottle
19 uncommon jug
20 sauceboat
21 tankard
22 one-handled footed cup
23 pan
24 kernos
25 spool-like pyxis
26 isolated lid
27 stone bowl
28 stone spouted bowl
29 stone cup
30 stone footed cup/bowl
31 stone spherical jar

32 stone footed jar
33 figurine
34 stone palette
35 stone pestle
36 stone grinder
37 stone pounder
38 stone hammer
39 stone polisher
40 stone stopper
41 stone weight
42 stone celt
43 stone bead
44 metal chisel/awl
45 metal punch
46 metal needle
47 metal fish-hook
48 metal scraper
49 metal spatula
50 metal tweezers
51 metal pin
52 metal decorated pin
53 bone tube
54 bone pin
55 bone needle
56 bone ring
57 obsidian blade
58 shell
59 shell necklace
60 spindle whorl
61 colouring material
UTP unidentified type of pottery
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Types listed in table 2:

1 Bowl
2 Saucer
3 Conical cup
4 Footed bowl/footed cup/goblet
5 Footed biconical jar
6 Spherical jar/pyxis
7 Jug/bottle
8 Pan
9 Stone bowl/stone footed bow
10 Stone footed bowl
11 Stone figurine
12 Stone palette
13 Stone pestle/grinder/pounder
14 Metal punch
15 Metal needle
16 Metal scraper
17 Metal spatula
18 Metal tweezers
19 Metal decorated pin
20 Bone tube
21 Bone pin
22 Obsidian blade
23 Shell
24 Shell necklace
25 Colouring material
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3. Location of artefacts found inside the tombs

1. Groups of artefacts found together around the burial inside the tombs

By the head
T 157 footed painted bowl and a plain bowl.
T 166 painted high-neck jug, painted spherical jar, spherical jar and a painted lid.
T 172 pan, footed spherical incised jar and a goblet.
T 174 stone footed bowl, pan, bone tube and a bottle.
T 186 painted footed cup and a spherical jar.
T 205 (in front of the skull): a conical cup with several shells (Dentalium elephantinum L.); near or

behind the head a fragment of a small broken unidentified vessel, and a little further away a
short-neck incised jug and a bronze pair of tweezers; a bronze pin with ball-shaped head was
found lying on the throat.

T 307 (behind the head): bowl and a pan on which a stone footed bowl with bone tube inside.
T 322 pan with bone tube inside and stone plug.
T 338 two pans, a spherical jar and nearly a stone bowl.
T 345 (behind the head): an incised footed biconical jar, sherds of another undecorated jar, a stone

bowl and stone figurine and another stone bowl.
T 351 a conical cup and a plain bowl; (behind the head): an incised footed biconical jar.
T 355 an incised footed biconical jar and an undecorated biconical jar, a pan, three stone bowls of

which one contained blue colouring material, a stone footed bowl, a shell, a bronze pair of
tweezers, a bronze scraper, a bone decorated pin, a bone tube, an obsidian blade and
fragments of an unidentified jar. 

T 356 an incised footed biconical jar, a stone bowl and an obsidian blade; (behind the head): a bowl,
a pan, a stone palette and a stone grinder.

T 472 a stone bowl with a bronze pair of tweezers inside; nearby three other pair of tweezers with a
bronze scraper and a little further away an obsidian blade.

By the left hand
T 205 a plain bowl.

By the breast
T 472 an unidentified jar with shells below it.

By the legs and feet
T 186 a plain bowl.
T 205 two bowls and two unidentified vessels (one probably a bottle or jug, another probably a

spherical jar with two small lugs).
T 271 an obsidian blade.
T 322 a stone palette, a stone grinder, a stone spouted bowl, a plain bowl, a bronze scraper and two

fragments of one or two obsidian blades.
T 338 (between lower legs and to left side of the tomb) three stone bowls, a bronze pair of tweezers,

a bronze scraper, two bone tubes, an unidentified vessel and two stone pestles.
T 351 (near the knees): an obsidian blade.
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T 356 (by the feet): a stone bowl, shells, a bronze pair of tweezers, a bone tube with remains of blue
colouring material, another bone tube, a bronze scraper, a bone decorated pin, two fragments
of another pin and two pieces of red colouring material.

T 472 (by the feet): a cup, two bronze pins and an obsidian blade.

2. Groups of artefacts found together at various locations in tombs

By the entrance
T 338 an incised jar (unidentified, but probably a footed biconical jar).
In the right front corner
T 179 an incised footed biconical jar, a stone bowl, a bronze spatula or scraper, a bronze pin, a

bronze punch and a shell.
T 262 a pan with a bronze scraper and a stone plug inside; nearby a bowl.
T 264 a painted spherical jar, a saucer, a stone hammer, a stone polisher, a stone pounder, a bronze

spatula, a bronze chisel and two pieces of red colouring material.
T 292 a painted spherical jar, two bowls and a pan.
T 347 a stone palette and a stone pounder.
T 359 an incised footed biconical jar and a stone bowl.
T 361 a sauceboat and two conical cups.
T 374 an unidentified undecorated jar.
T 447 fragments of a large bowl (with fragments of the skull).
T 468 a bronze awl, a stone palette, a stone pestle and a conical cup.
T 469 a conical cup.

In the left front corner
T 262 two bowls (one inside the other).
T 361 two bronze decorated pins and fragments of a bone tube.
T 374 three stone bowls, a stone spherical jar with lid, a stone spouted bowl, a saucer, a small

broken unidentified vase and a painted jug.

In the centre of the tomb
T 307 a bone tube.
T 361 an obsidian blade, sherds of pottery.

At the sides of the tomb
T 192 three stone palettes with a stone grinder; a little further away a pan with inside another

grinder, a stone bowl containing blue colouring material and a bowl; on the opposite side a
third stone grinder.

T 242 a stone bowl with inside a shell, a bronze scraper and blue colouring material, a second stone
bowl contained a shell, another bronze scraper and a pair of bronze tweezers; an incised jar
stood a little further away.

T 271 (on the right side): a fragment of the skull and a painted pyxis; nearby lay a bone tube.
T 307 (on the right side): fragments of the skull with three stone footed bowls and two marble

figurines.
T 408 (on the right side): a painted spherical jar, a pan, a broken jug, a stone footed jar, a stone

footed bowl, two stone bowls, two pairs of bronze tweezers, a bronze scraper, a bronze pin
with twisted head, an obsidian blade and a shell.

T 415 (on the left side): a spherical jar and a marble figurine.
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Near the back of the tomb
T 472 an unidentified jar.

In the right back corner
T 347 a spouted bowl on which lay a stone spouted bowl and on top of these a pan and nearby a

stone footed cup.
T 359 a bone tube, fragments of a bone decorated pin, shells and a bronze scraper.
T 447 a bowl, an unidentified spherical jar, a bronze scraper and a stone figurine.
T 469 a stone palette, a stone grinder, an unidentified (prob. footed biconical) jar, shell, a bronze

scraper, a bronze pin, a bronze needle and a bronze punch.

3. Groups of artefacts found together in a niche in the wall

In the back wall 
T 351 a pan with inside a shell, two bronze plain pins, a bronze scraper and a bone tube.

In the right wall
T 468 an unidentified incised jar, two shells, three bronze spatulas or scrapers, two bronze plain

pins, three bronze needles, two bronze  punches, six stone beads, two bone rings, fragments
of a bone tube, ten small shells and a marble figurine. 






