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Photoinduced charge separation and recombination in poly~3-hexylthiophene!-fullerene derivative compos-
ite films is investigated at low temperature~80 K! by measuring the time-resolved photoinduced absorption due
to the infrared active vibrational~IRAV ! modes of the polymer in the region 1125–1300 cm21. The charge
separation under 532 nm excitation~repetition rate 5 Hz! is found to be faster than the time resolution of the
setup~,200 ps!. The decay of charge carriers can be described with power-law kineticsAt2a with a single
exponenta50.21 from the subnanosecond to microsecond time scale. Hence, a large percentage of the charges
created~80%! recombine within 30 ns, the remaining long-lived ones recombine on a millisecond time scale.
On the millisecond time scale the decay can be approximated by a 1/t dependence. On the nanosecond time
scale, the IRAV modes show only a small change in frequency upon varying the pump-probe delay, indicating
that the polaronic charge carriers on the polymer do not undergo major relaxation processes in this time
window.
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Photoinduced charge transfer fromp-conjugated poly-
mers to C60 occurs on a subpicosecond time scale and w
high efficiency.1–4 The excess energy provided by the ph
toexcitation makes it possible to reach a metastable ch
separated state in which an electron is transferred from
polymer to the C60. Recombination of these charges w
found to be a much slower process. The possibility to util
the efficient photogeneration of long-lived charges in pho
voltaic devices with a polymer-fullerene blend~bulk hetero-
junction! as the active layer has spurred further experime
research in this process.5,6 The energy conversion of a bul
heterojunction photovoltaic device critically depends on
efficiency of charge carrier collection at the electrodes. Fo
high collection efficiency a bicontinuous morphology of t
blend, high charge carrier mobilities, and a long lifetime
the charge-separated state are required. As a result o
ultrafast forward electron transfer reaction it has been p
posed that charge separation occurs essentially with a q
tum yield near unity.1–4 For energy conversion, however, th
fraction of charge carriers that escapes from~geminate! re-
combination is important. In this study we specifically a
dress the lifetime of the charge-separated state, by stud
the temporal evolution of photoinduced charge carriers fr
the subnanosecond to the millisecond time regime.

So far most experimental studies have relied on photo
duced absorption~PA! measurements in the visible and nea
infrared spectral region to probe the charge carriers crea
Overlap of photoinduced absorption bands of singlet a
PRB 610163-1829/2000/61~15!/9917~4!/$15.00
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triplet ~neutral! excitations on the polymer and on C60 with
the absorption bands of the polaronic charge carriers ma
it difficult to probe the charges specifically. However, in t
infrared region, charged and neutral excitations can be m
easily distinguished. While neutral excitations do not abs
significantly in this region, charged excitations on the con
gated polymer film give rise to strong infrared-active vibr
tions~IRAV ! and these modes provide a unique probe for
net charge of the excitation.7,8 Charge carriers on the
p-conjugated chain are localized on a self-induced~local!
distortion of the nuclear geometry of the polymer. Due to t
structural distortion, the symmetrical Raman-active mod
are converted into infrared-active modes giving rise to
IRAV bands.

PA measurements on conjugated polymer-fullere
blends in the infrared spectral region have provided dir
spectral evidence for photoinduced charge transfer in th
mixtures.9,10 Most studies have relied on quasi-steady-st
measurements, probing specifically long-lived charge ca
ers. Recently time-resolved measurements in the picosec
time range have appeared, employing IR probe pulses
ated by difference frequency mixing of short pulses from d
lasers.11 This study showed that approximately 40% of t
charge carriers generated in a poly~2-methoxy-5-
~28-ethylhexyloxy!-p-phenylene vinylene# (MEH-PPV)/C60
composite recombine in the first 600 ps after excitatio
These results are qualitatively consistent with the subna
second decay observed in the near infrared~NIR! region.3,4
9917 ©2000 The American Physical Society
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In this paper we present time-resolved PA measurem
using IR probe pulses from the free-electron laser FELIX
the Netherlands. FELIX emits tunable pulses with a rema
able pulse structure enabling one to follow the induced
sorption from the subnanosecond into the microsecond t
domain, a time span which is difficult to cover with a sing
more conventional IR probe source. The material studied
blend of regioregular poly~3-hexylthiophene! ~P3HT! and a
derivative of C60, 1-~3-methoxycarbonyl!-propyl-1-phenyl-
@6,6#C61 ~@6,6#PCBM!.12 The regioregular P3HT used in th
study has a charge carrier mobility of;1022 cm2/V s when
tested in a metal-insulator-semiconductor field-effect tran
tor ~MISFET! configuration.13,14 The modification of
fullerene C60 to @6,6#PCBM allows larger amounts o
fullerene to be mixed with the conjugated polymer witho
extensive phase segregation to occur but does not chang
photoinduced electron transfer reaction significantly.15

As a pulsed infrared radiation source the free-electron
ser, FELIX, at the FOM Institute for Plasma Physics in Nie
wegein, The Netherlands was used. The laser provides in
red pulses with approximately 1 ps duration and a spec
width in the region of interest of;0.07 mm @full width at
half maximum~FWHM!#. The actual output of the laser con
sists of a train of these;1 ps pulses forming a macropuls
with approximately 4ms duration. The picosecond micro
pulses are separated by a 40 ns time interval. In Fig. 1
pulse structure is illustrated. The repetition rate of the m
ropulses is 5 Hz. The output of a frequency doub
Nd:YAG laser~where YAG denotes yttrium aluminum ga
net! ~532 nm! was used to photoexcite the sample. T
Nd:YAG laser was synchronized to the infrared source. M
surements were carried out at 80 K using an optical cryo
with ZnSe windows. The intensity of the transmitted infrar
beam was measured with a Mercury Cadmium Tellur
photodiode operating at room temperature. A long pass fi
was placed directly in front of this diode to prevent the v
ible laser light from reaching the detector. The Nd:YA
pump and FELIX probe beams were combined in two diff
ent setups, one for probing the picosecond time regime a
one for probing PA in the nanosecond to microsecond
gime.

To achieve picosecond time resolution the delay of
infrared probe pulse relative to the visible pump pulse w
varied by means of an optical delay line. The output of
photodiode measuring the intensity of the transmitted in
red beam was integrated with a boxcar integrator. By mo
lating the visible light beam with an electronic shutter, su
cessive light-on and light-off measurements we
automatically subtracted by the boxcar integrator and the
nal was averaged over seven on-off cycles. By scanning
optical delay line the rise of the photoinduced absorpt
could be recorded. The traces of five scans of the delay
were averaged to obtain the final signal. Recording also

FIG. 1. Pulse structure of the FELIX macropulse consisting o
;4 ms train of ;1 ps IR pulses, separated by 40 ns, at repetit
frequency of 5 Hz.
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dark transmittance, the net change in absorption coeffic
DA>2DT/T, where T is the transmittance andDT the
change in transmittance due to photoexcitation by the pu
could be calculated.

To measure the photoinduced absorption in the nano
ond and microsecond time range, the output of the photo
ode measuring the intensity of the transmitted infrared pu
was recorded in a time window from21 to 3 ms relative to
the pump pulse with a storage oscilloscope. The signal
averaged over typically 200 shots. Using an electronic sh
ter to modulate the excitation beam, the transmission w
and without visible excitation could be recorded alternatin
in the following way. A second photodiode recording th
visible pulse was positioned behind the electronic shutter
its output was used as a second trigger source for the sto
oscilloscope alternative to the trigger signal from FELI
The delay of the trigger signal from the photodiode relat
to the trigger from the free-electron laser was adjusted e
tronically in such a way that it arrived approximately 8
earlier than the trigger from the free-electron laser~FEL!. As
the visible light pulses were periodically blocked by the ele
tronic shutter, the oscilloscope was provided with the sec
alternative trigger signal for half of the shots from th
Nd:YAG laser. In this way, the IR pulse train with visibl
light off appears in the oscilloscope trace with an appar
delay of 8 ns relative to the IR pulse train with visible lig
on. With a 300 MHz bandwidth for the detection, the sign
did not overlap and could be integrated separately from
digitized oscilloscope trace.

To increase the time resolution beyond the 40 ns de
mined by the separation between the IR micropulses,
pulses were split by a ZnSe beam splitter and one part of
beam was sent through an optical delay line retarding
pulse by 20 ns and then recombined with the underla
part. To further increase the time resolution beyond the
ns, the delay of the Nd:YAG pulse relative to the infrar
micropulses was varied with steps of 2 ns over the 20 ns t
interval.

Photoinduced absorption in the millisecond time ran
was measured between 0.25 and 3.5 eV by exciting wit
mechanically modulated cw Ar-ion laser~528 nm! pump
beam and monitoring the resulting change in transmissio
a tungsten-halogen probe light through the sample (DT) with
a phase sensitive lockin amplifier after dispersion by a tri
grating monochromator and detection, using Si, InGaAs,
cooled InSb detectors. The pump power incident on
sample was typically 25 mW with a beam diameter of;2
mm. Thin films were held at 80 K using an Oxford Optist
continuous flow cryostat.

Regioregular P3HT with molecular weightMw
531 kg/mol determined by size-exclusion chromatograp
~SEC! against polystyrene standards and polydispersityD
51.6, was synthesized via the McCullough route16 and pu-
rified with repeated Soxhlet extractions.17 The regioregular-
ity was determined to be 95% by1H NMR by comparing the
signal intensities at 2.80 and 2.60 ppm. This procedure yie
a lower but more reliable value than analysis of the arom
region of the spectrum.@6,6#PCBM was synthesized accord
ing to previously published methods.12 Amounts of P3HT
and @6,6#PCBM, equal in weight, were dissolved separate
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PRB 61 9919BRIEF REPORTS
in toluene ~yielding solutions of 2% by weight! and then
mixed. Films were made by drop casting the mixed solut
on single-crystal NaCl plates.

In Fig. 2 the time dependence of the photoinduced abs
tion monitored at a single wavelength~1275 cm21 or 7.87
mm! is shown. The inset shows the rise of the photoindu
infrared absorption together with the autocorrelation sig
of the visible excitation pulse. A fit of the functionf (t)
5A@12erf(t/t)#, where erf is the error function, to the ex
perimental signal is indicated by the solid line and a rise ti
t of 0.11 ns was obtained. The fitted function correspond
the signal expected for a long-lived photoinduced absorp
created by an excitation pulse with a Gaussian temporal
file with 190 ps FWHM. The measured autocorrelation s
nal of the excitation pulse shows shoulders at6200 ps. From
these measurements we conclude that the rise time of
photoinduced absorption is shorter than the time resolu
of our instrument, and determined mainly by the tempo
width of the visible excitation pulse. Thus the generation
charge carriers takes place on a time scale,200 ps. This is
in agreement with previous studies which suggest a subp
second photoinduced electron transfer.2

In the main part of Fig. 2 the decay of the photoinduc
absorption following the rapid rise is illustrated. Within 2
ns the induced absorption is reduced to one-third of its m
mum value, showing that a large part of the charges cre
recombines rapidly. About 20% of the polaronic charge c
riers created survive the initial rapid recombination proc
and persist for at least several microseconds. The dyna
of the decay can be described by the functionR(t)5At2a,
wherea50.2160.02 for the subnanosecond to microseco
time span. The same type of decay of the photogener
charge carriers, with a coefficienta50.07, has been ob
tained in the 1–100 ps time regime for a composite of ME
PPV and a similar C60 derivative in the NIR region.4 Future
experiments may show whether a simple power law suffi
to describe the recombination kinetics in the entire 1 ps-1ms
time range in a conjugated polymer-fullerene blend.

The kinetics for charge recombination allow us to es
mate the root-mean-square diffusion distance (l̄ ) of the
charge carriers in absence of an electric field from the r

FIG. 2. Time dependence of the photoinduced absorption of
P3HT-@6,6#PCBM composite film monitored at 1275 cm21 ~7.87
mm! at 80 K. Excitation wavelength 532 nm,;0.5 mJ/pulse, pump
fluence;2 mJ/cm2. The solid line represents the fit ofAt2a with
a50.21 to the data. Inset: rise of the photoinduced absorption.
solid line is a fit of the error function to the data~see text! and the
dashed line represents the autocorrelation of the pump pulse.
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tion l̄ 5A2Dt, wheret is the time andD the diffusion con-
stant given by the Einstein equationD5mkT/e and, hence,
depends on the charger carrier mobility. Takingm
'1022 cm2/V s andT5300 K, the time required to diffuse
100 nm ~a typical layer thickness in a photovoltaic devic!
would be;200 ns. Figure 2 shows that, even at 80 K whe
recombination is expected to be slower,3 70% of the charge
carriers have recombined by this time. Of course these e
mates change dramatically when the internal electric field
a photovoltaic device is taken into account. In that case
charges migrate under the influence of an electric field
figure of merit for the timet to migrate a distancel
5100 nm under a 1 V potential difference ~i.e., E
5107 V/m! would be t5 l /(mE)'10 ns. It is clear that by
this time a significant amount~;50%! of recombination will
have occurred.

The wavelength tunability of the FEL also allows fo
measurement of the infrared spectrum as a function of pu
probe delay. In Fig. 3 a small part of the infrared spectrum
measured with a delay of 4 and 60 ns after excitation
shown. After 60 ns no further changes in the spectrum co
be observed. The two main absorption bands at 1125
1275 cm21 can be identified as theT2 and T4 modes, the
shoulder at 1175 cm21 with the far less intenseT3 mode.
TheseT modes are attributed to uniform translational moti
of the charged excitation along the polymer chain. Pre
ously reported frequencies for these bands on P3HT dete
using quasi-steady-state techniques areT2 , 1130;T3 , 1188;
andT4 , 1269 cm21;18 in good agreement with our observa
tions.

Earlier studies have revealed a considerable differenc
infrared frequencies between the IRAV bands of photo
duced carriers and those induced by chemical doping9,10

suggesting that the IRAV frequencies are sensitive to
environment of the carrier. The present time-resolved st
shows that minor changes in the IRAV spectrum occur w
time indicating that the carriers do not undergo major rel
ation processes in the time interval studied.

Finally, we have investigated the lifetime of the lon
lived photogenerated polarons in the polyme
methanofullerene blend using a modulation technique w
phase sensitive detection. Here the photoinduced absorp
was measured at 3060 cm21 ~3.27 mm!. By measuring the

e

e

FIG. 3. Part of the photoinduced transient absorption spect
of the P3HT-@6,6#PCBM composite film at 80 K. Pump: 532 nm
;0.3 mJ/pulse and fluence;0.3 mJ/cm2. Filled squares: spectrum
measured with 4 ns delay between pump and probe, open squ
60 ns delay.
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dependence of the photoinduced absorption signal on
modulation frequency in the range from 30–4000 Hz a
then doing a Fourier transformation on the data, the deca
the absorption signal in the millisecond time range can
determined. The resulting trace was corrected for the dif
ence in the absorption cross section at 1275 and 3060 c21

and is shown in Fig. 4.9 The data have not been corrected f
the difference in the energy of the excitation pulses in
modulation and pump-probe experiment. Intensity and ti
dependence of the long-lived absorption indicate that
charge carriers disappear by recombination following bim
lecular recombination kinetics.

Figure 4 illustrates that the recombination of photo
duced charge carriers takes place on multiple time sc
spanning seven orders of magnitude. Recombination of
geminate charge pair created from a single excitation at
polymer C60 interface is expected to make a major contrib
tion to the rapid decay. The excess energy provided by
exothermic charge-transfer reaction is enough to allow
dissociation of the geminate pair into ‘‘free’’ charge carrie
by a subsequent electron transfer step of the hole to a ne
boring polymer chain or a jump of the electron between t
fullerene molecules. These ‘‘free’’ charge carriers may th
recombine with a charge carrier of opposite sign after dif

FIG. 4. Dependence of the photoinduced absorption signa
the pump-probe delay at 80 K. Solid squares: pump 532 nm,;0.5
mJ/pulse, fluence;2 mJ/cm2, probe 7.87 mm from FEL. Open
squares: Mechanically modulated continuous wave Ar1 pump ~25
mW! at 528 nm and probe at 3060 cm21. This latter signal has bee
corrected for the difference in absorption cross section at the
different probe wavelengths used.
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sional motion. In general, diffusion limited recombinatio
processes in disordered materials follow complex kine
with a time-dependent rate constant due to thermalization
the charge carriers and their trapping in the lowest state
the inhomogeneously broadened density of states. The d
may be described by a stretched exponential19 or even more
complex functions20 and these equations can actually a
count for the difference in dynamic behavior in the two tim
domains studied in Fig. 4. The low mobility of the charg
carriers in these organic materials compared to, e.g., in
ganic semiconductors may then explain the longevity of
‘‘free’’ carriers in comparison with those in inorganic mat
rials.

We have shown that photoinduced charge carriers
generated in a forward electron transfer reaction with a
time limited by the excitation pulse width~,200 ps!. On the
nanosecond time scale, the IRAV modes show only a sm
change in frequency upon varying the pump-probe de
indicating that the polaronic charge carriers on the polym
do not undergo major relaxation processes in this time w
dow. A large percentage~80%! of the charges created recom
bine within the first 30 ns after excitation; the remainin
long-lived ones recombine on a millisecond time scale. T
significant recombination of charge carriers at 30 ns m
limit energy conversion that can be obtained with these co
posite materials in photovoltaic devices. Our experime
show that the decay of charge carriers follows aAt2a power
law with a50.21 from the subsnanosecond to the micros
ond time scale. For related conjugated polymer-fullere
composites, similar kinetics have been observed in
1–100 ps time regime3,4 suggesting that charge recombin
tion occurring in the ultrafast to intermediate time doma
may perhaps be described by a single power law.
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