
 

 

 University of Groningen

MISCIBILITY OF POLY(VINYL CHLORIDE) AND POLY(VINYL ACETATE)
DEJAGER, H; TENBRINKE, G; Jager, Henk de

Published in:
Macromolecules

DOI:
10.1021/ma00011a065

IMPORTANT NOTE: You are advised to consult the publisher's version (publisher's PDF) if you wish to cite from
it. Please check the document version below.

Document Version
Publisher's PDF, also known as Version of record

Publication date:
1991

Link to publication in University of Groningen/UMCG research database

Citation for published version (APA):
DEJAGER, H., TENBRINKE, G., & Jager, H. D. (1991). MISCIBILITY OF POLY(VINYL CHLORIDE) AND
POLY(VINYL ACETATE). Macromolecules, 24(11), 3454-3455. https://doi.org/10.1021/ma00011a065

Copyright
Other than for strictly personal use, it is not permitted to download or to forward/distribute the text or part of it without the consent of the
author(s) and/or copyright holder(s), unless the work is under an open content license (like Creative Commons).

The publication may also be distributed here under the terms of Article 25fa of the Dutch Copyright Act, indicated by the “Taverne” license.
More information can be found on the University of Groningen website: https://www.rug.nl/library/open-access/self-archiving-pure/taverne-
amendment.

Take-down policy
If you believe that this document breaches copyright please contact us providing details, and we will remove access to the work immediately
and investigate your claim.

Downloaded from the University of Groningen/UMCG research database (Pure): http://www.rug.nl/research/portal. For technical reasons the
number of authors shown on this cover page is limited to 10 maximum.

Download date: 25-05-2023

https://doi.org/10.1021/ma00011a065
https://research.rug.nl/en/publications/50a36e73-ba8b-47fe-9939-4181fc5c3477
https://doi.org/10.1021/ma00011a065


3454 Macromolecules 1991,24, 3454-3455 

Miscibility of Poly(viny1 chloride) and Poly(viny1 
acetate) 

HENK DE JAGER AND GERRIT TEN BRINKE' 

Laboratory of Polymer Chemistry, University of Groningen, 
Nijenborgh 16, 9747 AG Groningen, The Netherlands 

Received September 12, 1990; 
Revised Manuscript Received November 26,1990 

In a recent communication Coleman and co-workers' 
questioned the applicability of the so-called repulsion 
model to mixtures of poly(viny1 chloride) (PVC) and 
random copolymers of ethylene and vinyl acetate (EVA). 
Evidence was presented that, contrary to common belief, 
PVC is miscible with poly(viny1 acetate) (PVAc). Here, 
we present results showing that, at least for the samples 
we used, PVC and PVAc are immiscible. Furthermore, 
arguments are given why in many cases the repulsion model 
should also work for systems involving specific interactions. 

Almost a decade ago, a simple mean-field theory (binary 
interaction model) describing phase behavior in random 
copolymer and homopolymer blends in terms of the various 
groups present was intr~duced.~-* For a mixture of a 
random copolymer consisting of units A and B and a ho- 
mopolymer consisting of units c, a simple expression for 
the Gibbs free energy of mixing AG was formulated: 

AG/nkT = cp/Nl In cp + (1 - cp)/N2 In (1 - cp) + 

where cp is the volume fraction of the random copolymer 
component 1 in the mixture, N1 and N2 are the chain 
lengths of the random copolymer and the homopolymer, 
respectively, n is the total number of units in the mixture, 
and Xeff is given by 

(2) 
In this equation, x represents the volume fraction of A 
units in the random copolymer. The last term represents 
the dilution effect on the number of A-B interactions and 
is in certain cases responsible for miscibility. This kind 
of situation, corresponding to xm > 0, is usually referred 
to as the repulsion effect. In writing down these equations, 
it is important to realize that all the units are chosen in 
such a way that they have equal molar volume, which for 
specific applications implies that the basic unit (or 
reference volume) should be pointed out explicitly. 

Paul and Barton4 used an alternative expression in terms 
of interaction densities. Although, this has certain ad- 
vantages, we prefer eq 2, together with an explicit 
statement about the basic unit size, since the x parameters 
occurring in eq 2 are really exchange free-energy param- 
eters rather than exchange interaction parameters. This 
is particularly clear when blends are considered in which 
directionally specific interactions like hydrogen bonding 
are present. Many years ago5 it was demonstrated that 
very often these types of interactions lead to a positive x 
parameter. Because of the directional specific nature of 
the interaction, the exchange interaction between the 
unlike monomers (groups) will be positive for a majority 
of relative orientations and negative for only a few. In 
that case, the x parameter consists of an entropic part xa 
and an enthalpic part Xh. They are of opposite sign (xe 
> 0, Xh < 0) and of comparable magnitude. At  sufficiently 
high temperatures (not necessarily very high), the entropic 
contribution dominates and x becomes positive. Here the 
fact that the x parameter is afree-energy parameter rather 
than an interaction parameter is essential. The situation 

Xeff = XXAC + (1 - x)xBC - ~ ( 1 -  X ) X ~  
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Table I 
Sample Characterization 

sample M~ x10-3 M~ ~ 1 0 - 3  TP,  "C 
PVC" 60.0 33.0 80.2 
PVAcb 190.0 75.0 37.1 

a Lucovyl/RB8010 (PBchiney et St. Gobain). * Mowilith-50 (He 
echst). 

Figure 1. Phase-separated PVC/PVAc/MEK blend observed 
by phase-contrast microscopy during evaporation of the solvent 
MEK. 

becomes even more complex, but conceptually similar, if 
self-association between the polymers is also possible. 

Another point is that the binary interaction model is 
based on the assumption of random mixing, which will 
become less accurate if very strong specific interactions 
like hydrogen bonding are present. The application of 
the model to these kinds of systems will therefore obviously 
introduce some error; however, the concept remains very 
useful, as demonstrated convincingly by the extensive 
research on polyamide blends by Ellis.6 

A possible example of specific interactions and a positive 
x parameter is given by blends of poly(viny1 chloride) and 
poly(viny1 acetate). Most research efforts show that PVC 
is miscible with random copolymers of ethylene and vinyl 
acetate for a window of vinyl acetate fractions 0nly.~9~ In 
particular, PVC appeared to be immiscible with poly(viny1 
acetate). The application of the binary interaction model 
(eq 1) to these systems led to a positive value for the x 
parameter between all the groups involved, including vinyl 
chloride and vinyl acetate. The driving force for miscibility 
turned out to be the repulsion effect, i.e., the large positive 
value for the x parameter between ethylene and vinyl 
acetate. 

As already mentioned, these findings were questioned 
by Coleman and co-workers1 on the basis of results 
obtained by film casting of PVC and PVAc from methyl 
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ethyl ketone (MEK), which apparently led to a homoge- 
neous system, and hence a negative value for the x 
parameter between vinyl chloride and vinyl acetate. As 
a consequence, they also questioned the applicability of 
the repulsion idea to blends of PVC and EVA. Confronted 
with this controversy we decided to repeat the measure- 
ments of Coleman and co-workers' and to perform some 
additional experiments as well. 

Blends of PVC and PVAc (Table I presents the relevant 
data of these polymers) were obtained in two different 
ways. The first procedure was the same as used by Cole- 
man and co-workers and consists of solvent casting from 
methyl ethyl ketone. It involves slowly evaporating MEK 
over a period of 3 days in a closed Petri dish at room 
temperature. The samples are then heated to 70 OC for 
1 day under vacuum to remove the last traces of the solvent. 
In most previous studies THF, a solvent that associates' - 
preferentially with PVC, was used. The phase-separated 
nature of the blends that result from this solvent was 
attributed by Coleman and co-workers to this preferential 
solvation (a Ax effect). In contrast to their results, we 
always found a phase-separated system with two different 
5";s. In addition, ternary blends of PVC, PVAc, and MEK 
were studied by phase-contrast microscopy during evap- 
oration of the solvent. Figure 1 shows a characteristic 
result demonstrating the phase-separated morphology 
after evaporation of a large part of the solvent. 

Notes 3455 

In another attempt, blends of PVC and PVAc were 
prepared by freeze-drying a dioxane solution of these 
polymers. The first DSC scan showed a single endother- 
mic peak, probably either due to evaporation of the residual 
solvent or alternatively due to enthalpy relaxations. In 
any case, the second DSC scan invariably showed two glass 
transitions, again confirming the immiscibility of PVC 
and PVAc. 

In our mind, there is no doubt that the given polymers 
are immiscible. However, since they first published their 
results, Coleman and co-workers have repeated their 
measurements with different samples (higher molecular 
weights) and confirmed the original conclusions. Hence, 
although we believe PVAc and PVC to be immiscible, more 
work seems to be necessary to fully resolve the phase 
behavior of these two polymers. 
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